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Abstract

The preparation of a supported metal catalyst is a complex process where some steps are often 

not completely understood. The work of this thesis is focused on understanding and improving 

the processes involved in the preparation of a catalyst, and in particular aims to find a route for 

the preparation of homogeneous supported alloy catalysts and to establish how particle size can 

be controlled during the preparation. One of the difficulties preparing homogeneous alloys with 

traditional methods is the formation of single metal particles. To avoid this, a method based on 

the selective reduction of a second metal on the surface of a single metal supported catalyst 

(parent) was chosen. This method has the advantage of producing bimetallic particles where the 

two metals are in close proximity and can be subsequently alloyed by thermal treatment. Due to 

the difficulty in characterising supported alloy nano-particles, a combination of different 

techniques (in situ XRD, XPS, temperature programmed reduction, pulse chemisorption, 

temperature programmed hydrogen desorption etc.) were used to investigate the prepared 

catalysts and to study the degree o f alloying as a function of the reduction temperature. The 

catalysts were also tested in a fixed bed gas phase reactor for the hydrogenation of 

crotonaldehyde. To achieve a background o f knowledge on the single metal parents used for the 

selective deposition method, Pd-Al2 0 3, Ni-Al2 0 3, and Co-A12 0 3 were prepared and 

characterised. Some important aspects developed in this preliminary work were the solubility of 

hydrogen in Pd (and its use in characterizing Pd particle size and degree of alloying) and the 

interaction between Co and Ni with the alumna support. After the single metal study the 

deposition of Ni over Pd and of Pd over Ni were attempted. The latter system led to the 

successfully preparation of core-shell particles where the Pd covers the Ni. The Pd-Ni-Al2 0 3 

bimetallic catalyst was then reduced at different temperatures in order to alloy the particles. The 

results revealed that alloys could be formed at relatively low temperature (300°C). The last part 

of the work diverged from the main path of my project. It was a work of pure characterisation 

using in situ techniques. An interesting series of XRD and Raman in situ experiments on 

vanadium phosphorus oxide (VPO) catalysts revealed the formation of a metastable phase (co- 

VOPO4 ). The study of the transformation of this phase induced by various reactants under 

reaction conditions provided useful information in understanding the structure of the active 

catalyst and cast new light on the on role of the reactant and product gas mixtures in forging the 

structure of the catalyst.



Microform

This work aims to find a route for the preparation of homogeneous alloy supported catalysts and 

to establish how particle size can be controlled during the preparation. The chosen strategy for 

achieving this goal is the selective deposition of a second metal on the surface of a single metal 

catalyst (parent) and subsequent thermal treatment for the alloying o f the particles. In this work, 

the characterization is crucially important and the catalysts were characterized by a variety of 

techniques (XRD, XPS, TPR, TPHS, PC, AA etc). The work started with the preparation and 

characterization of the parents Pd-Al2 0 3, Ni-Al2 0 3, and Co-A12 0 3 (including the investigation of 

the hydrogen solubility in Pd and the interaction between Ni and Co with alumina). Pd was then 

reduced on Ni-Al2 0 3 forming a core-shell bimetallic particle. The characterization revealed that 

the metals alloying is promoted by reduction treatment at temperatures higher than 300°C. The 

last part of the work concerns the in situ study of the transformation o f a metastable phase of a 

vanadium phosphorus oxide catalyst activated under reaction condition by different reactant.
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Chapter 1

1 Introduction

1.1 Introduction

The wide spread use of catalysts in the chemical industry has contributed to shape the world 

were we live. Oil derivatives, synthetic materials, fertilisers and medicines that have improved 

the quality of live could become largely available at low price thanks to industrial production 

that depends on catalysis. The reduction o f polluting gas emissions in the atmosphere in the 

developed world was also achievable thanks to the development of ever more efficient catalysts. 

The demand for better catalysts increases constantly for economic and environmental reasons 

and today catalytic research is promoted and sustained by many developed countries.

From a scientific point of view heterogeneous catalysis is an exciting field. Despite the fact that 

we produce catalysts able to activate very complex reaction, some extremely simple reactions 

are still not fully understood. So today catalysis research can be divided in two main parts. The 

first is empirical research that aims to find the best catalyst for a specific reaction, mainly by 

testing a large number of them. The second concentrates attention on understanding the 

principles and mechanisms of catalysis. In recent years this second objective, has reaped the 

benefit of development of surface techniques, in situ analysis, computer simulation, and high- 

resolution m icroscopy t hat r each the p oint o f  c atching t ime r esolved a tomic s cale images o f 

surface catalysis . 1 The combination of understanding and testing catalysts (as in most scientific 

fields) is the route to the improvement of the catalysts and eventually the route to the 

improvement of our quality of life.

The knowledge we have achieved, already allows us to design many features of a catalyst such 

as shape, texture, phase and dispersion, but the technology in producing these feature could not
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be available. Furthermore it is well known that very small changes in the preparation conditions 

could lead to dramatic effects on the properties of the catalyst. Preparing a catalyst is a complex 

process where some steps are not completely understood.

In this context, the work o f this thesis is focused on understanding and improving the processes 

involved in the preparation of a catalyst, and ultimately to develop a preparation method able to 

control the characteristics of the final catalyst.

Characterisation is a crucial part of this work, and a large number of techniques have been 

extensively used. For example, in Chapter 6  we can see how more techniques combined 

together can synergistically support each others results and we were able to provide valuable 

information about a notoriously “difficult” system such as supported alloy nano-particles. On 

the other hand, in Chapter 4 it is shown how changing a large number of variables in the 

preparation can enhanced the value of the results of the analysis and allows us to extract some 

general conclusions impossible to propose with a limited number o f samples.

In order to make the characterisation more effective the catalysts were analysed all throughout 

the preparation steps. All the characterisation work represents the effort to understand not only 

the final catalyst but also the role and importance of all the preparation steps.

After the characterisation many catalysts were tested. Well-studied reactions were chosen in 

order to the able to extract extra characterisation information from the catalytic data.

The last part of my work diverges from the main path of preparation. It is a work o f pure 

characterisation using in situ techniques. Today as technology develops, the uses of in situ 

techniques are acquiring more importance in the context o f studying real catalyst under reaction 

condition. In Chapter 7, an exciting series of XRD and Raman in situ experiment on vanadium 

phosphorus oxide (VPO) catalysts, reveals the formation of a metastable phase (co-VOP04) and 

its thermally-reversible phase transition undetectable at room temperature. Under reaction 

conditions the reducing atmosphere also decomposes this phase but it can be reformed again by 

thermal treatments in an oxidising atmosphere. The reversible phase transition and the use of a 

variety of reducing agents led to useful information in understanding the mechanism of the 

catalytic reaction.
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1.2 The project

This project is a collaboration between Johnson Matthey and Cardiff University and aims to 

develop a preparation method capable of:

• producing uniform and homogeneous alloy supported catalysts

• controlling the size of the alloy particles

• producing highly dispersed particles (nano-particles)

These general aims underline the fact that we are not limited to any specific catalyst or reaction 

but that the preparation method is the central focus. Highly dispersed particles are usually 

obtained using high surface area supports and a specific preparation method, but the real control 

of the particle size is still a very difficult target. In the case of bimetallic catalysts the system is 

even more complicated. In fact not only are small and uniform particles desirable but also the 

composition of the particles should be uniform and the formation of single metal particles 

avoided. The available technologies that attempt to control the particle size during the 

preparation have been reviewed and starting from some of those ideas this work has developed.

After the preparation it is necessary to evaluate what really has been prepared and so detailed 

catalyst characterisation is crucially important and a variety of characterization technique were 

used. Today characterising alloy nano-particles is still a challenge.

Finally the catalyst is tested. The reaction should be well studied in a way that the catalytic data 

could also indirectly provide information about the state of the metals in the catalyst and enrich 

the characterisation data.

The metals proposed for the study were Co, Ni and Pd, chosen because they are commonly used 

in catalysis. Ideally we should alloy a small amount of the precious metal Pd with a larger 

amount of Ni or Co. They were also selected because they have a close packet crystal structure 

(cubic Ni and Pd hexagonal Co) of a similar size and are able to form alloys as a solid solution 

as reported in the phase diagrams . 2  y-alumina was chosen as support: it is again largely used 

both as catalyst and as support and has got a high surface area ideal for depositing high 

dispersed metal.
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1.2.1 Relevance of nano-particles and alloy catalyst

Why is it important to study alloy catalysts compared with the much simple single metal 

catalyst? There are two main reasons . 3

The first i s t o a chieve a b etter u nderstanding o f  t he r ole a nd t he m echanism o f  c atalysis o n 

metals. In fact the main effect of alloy is to modify the geometric structure and the electronic 

structure of the single metal respectively called ensemble and ligand effect. The ensemble effect 

is due to the dilution of active centres with inactive atoms. In this case the metals in the surfaces 

of alloy keep a certain degree of individuality and are only influenced by the their immediate 

environment. The ligand effect instead is due to electronic change o f the surface atoms either 

increasing or decreasing the heat of adsorption . 4  The study o f the effect o f this modification 

contributes to our understanding of the catalytic mechanism and builds theoretical models.

The second main reason to study alloys is that, despite the effect on the activity of the catalyst is 

varied and difficult to predict, we often observe an improvement o f the efficiency of the 

catalyst. For this reason and because of the demand of industry, there is much empirical 

research dedicated to finding the best performing alloy catalyst, and many patents are produced 

every year.

For example, Pd is incredibly efficient regarding selectivity in hydrogenation of alkynes and 

alkadienes, achieving without difficulty 100% selectivity. Pd is the most selective single metal 

catalyst for the hydrogenation of a single double bond. But alloying the Pd with a second 

metal3 , 5  the efficiency may increase and the side reactions reduce. Focusing the attention on Pd- 

Ni bimetallic alloy, Bertolini et al.6'1 showed that alloying Pd with Ni (in a wide range of 

concentration) largely increases the activity of Pd for the hydrogenation of 1 -3 butadiene despite 

Ni alone shows a very small activity. In this example the Ni located in the uppermost plane and 

in the sub layer electronically modified the Pd. Moss et al* showed that Pd5 0 -Ni5 o (surface 

composition) had almost the same activity for the ethane hydrogenolysis of pure Ni, although 

pure Pd itself is not very active. This suggested that an ensemble effect is operating.

How difficult is it to prepare supported alloy catalysts? In the literature it is easy to find the 

word alloy but it is difficult to find a convincing characterisation of the real state of the two 

metals. Sometimes what is called alloy would be better described simply as “bimetallic catalyst” 

(where the to metals are not alloyed). The large number o f preparation methods used for 

preparing bimetallic catalysts are based on the common single metal methods such as 

precipitation or impregnation extended to two metals. However, as a general rule undesired 

single metal particles are often present and only a fraction of the metal particles exist as alloys.
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We have established the reasons for an interest in alloys. The other requirement is to produce 

small particles in the region of few nanometres in diameter. Small particles are generally

active sites
desirable in a catalyst because they represent the highest ratio ------------------------- . This

am ount o f  metal

increased efficiency of the catalyst is particularly important when precious metals are involved. 

But the increased number of active sites is not the only factor to be considered. By reducing the 

particle size to the order of few nanometres we change properties of the metal such as the 

electronic structure, the average co-ordination number and the interaction with the support. 

Selectivity and activity of the catalyst for a particular reaction are influenced by these “particle 

size dependent” properties . 9  The class of reaction designed as “structure sensitive” has revealed 

how the performance of a catalyst could be strongly affected by the dimension of the particles 

and increased the interest in preparing catalysts with a specific range of particle size.

The study of structure sensitive reactions is also directly relevant to alloy catalysts, since they 

exhibit different inter-atomic distances and electronic structures as a function of the alloy 

composition.

1.3 Strategy

We will start reviewing the possible methods for the preparation of supported bimetallic 

catalysts and selecting the one most appropriate for our tasks. Then are discussed (sec. 1.3.2) the 

conditions necessary for the alloying of bimetallic particle. In the section 1.3.3 we introduce the 

preparation and the characterisation of the single metal catalyst that will be used as the starting 

material for the preparation o f the alloy catalyst. Section 1.3.4 explains the difficulties in 

characterising small supported particles and introduces the techniques we have used.

1.3.1 Preparation methods for supported bimetallic catalysts

To prepare bimetallic supported catalysts three main different groups of methods were identified 

(Figure 1):

1. Deposition of bimetallic compounds

2. Non-selective deposition methods

3. Selective deposition methods
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Figure 1. Scheme of the three main categories o f methods to prepare bimetallic catalyst: 1) deposition of 
bimetallic compounds, 2) non-selective deposition methods, 3) selective deposition methods. On the right 
is reported the type o f the metal-metal mixing expected from each method.

The first category includes bimetallic complex decomposition and ion exchange of bimetallic 

salt. 1 0 The use of bimetallic molecular compounds to prepare the supported alloy has the strong 

advantage of the existing interaction between the two metals. 11 The bimetallic organic complex 

decomposition over the support surface is known to be a powerful way to prepare well- 

dispersed and homogeneous alloy particles. Unfortunately no simple and convenient bimetallic 

salts or complexes between Co, Ni or Pd are easily available. The preparation of bimetallic 

complexes is complicate, expensive and also the storage is problematic. They have found 

application only on the lab scale. As example is reported the deposition of 

[PPh^tPdnN i^C O ^ ] 1 2 on S i0 2  in organic solvent. The characterization suggests that alloys 

are formed after calcination at 400°C.

Another developing method is the microemulsion deposition. It consists in pre-forming in 

solution metal or metal oxide agglomerates stabilised by a shell of organic molecules. Boutonnet 

et a / . 1 3 have recently reviewed the microemulsion nano-particles preparation with emphasis on 

the application in heterogeneous catalysis. The preparation of supported catalyst via 

microemulsion is an exciting field as potentially the size, the size distribution and the surface 

structure could be precisely controlled before the deposition. At the moment it is still a 

challenge to separate the particles from the constituents of the micro emulsion and to maintain 

the homogeneity when transferring the particles onto the support. Furthermore the particles 

should be strongly adsorbed on the support in order to avoid sintering and formation of large 

aggregate. 1 4 For these reasons the microemulsion in the past was not much used to prepare
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supported catalyst. The progress by K. Wakabayashi et a / . , 1 5 ’ 1 6  Boutonnet et a / . 1 7 , 1 8  and the 

development of new methodology1 9 , 2 0  have shown that very small and uniform particle size are 

achievable. It is reported that was possible to control the size of the particles in the 

microemulsion by using different surfactants. In this way Rh particles in the range of 3.0 and

8.2 nm were prepared . 2 1 The possibility of preparing nano-size alloy at room temperature is a 

very important feature of the microemulsion deposition. Only few bimetallic supported catalysts 

have been prepared in this way: Pd-Pt, 2 2  Pt-Ru , 2 3 , 2 4 , 2 5  Pd-Cu2 6  and Pt-Ir . 2 7  The results revealed 

that only partial alloying is obtained. It is important to notice that when the particles have 1-2 

nm diameter the characterization is very difficult and the real composition of the clusters often 

remains uncertain.

The approach by Lang et al.2% is also interesting. They have used poliamidoamide dendrimers 

macromolecules2 9  to encapsulate Pt2+ cations and decompose them over S i02. Uniform 

distribution of the particles of about 2 nm were obtained with this method. The ability of the 

dendrimers to encapsulate a variety of metal cations could be exploit to prepare bimetallic nano

particles.

The second category of method for the preparation of bimetallic catalyst are the “non-selective 

deposition” methods. They can be considered as a single metal preparation method extended to 

bimetallic systems. They include co/sub-impregnation , 3 0 , 3 1 , 3 2 , 3 3  co/sub-ion-exchange, 3 4  co/sub

precipitation and co-decomposition of metal-organo complex , 3 5  where “co” indicates that the 

two metals are deposited together and “sub” indicates that they are deposited sequentially. Some 

of these methods, such ion exchange, have been shown to be suitable for preparing very small 

particles by careful control of all the variables (temperature, pH concentration etc). However all 

the non-selective methods have in common the same weakness: the difficulty in achieving close 

proximity of the two metals. High reduction temperatures are therefore necessary because we do 

not have to just alloy the particles but also to induce diffusion (mobility) of the metals on the 

support and mix them. Sintering and agglomeration are inevitable and the dispersion will 

deteriorate. Furthermore the total mixing of the metals is  normally not achieved3 6 , 3 7  because 

single metal particles are often formed. Using this method some bimetallic alloy have been 

prepared3 8  but most of the attempts reveal that only a partial alloying is normally achieved and 

the formation of single metal particle appear inevitable compromising the uniformity of the 

catalyst. Despite they provide limited control over particle size, distribution and uniformity such 

methods are convenient and relatively inexpensive and have been largely preferred in lab scale 

for the preparation and the study of bimetallic supported catalysts.

The necessity of the two metals to be deposited in close proximity has led to new “selective 

decomposition methods”. First a single metal supported catalyst called “parent” is prepared and
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then a second metal (modifier) is added by a reaction on the surface of the first metal. This 

modification occurs through a selective reaction, which take place exclusively on the 

monometallic particles of the parent catalyst. There are varieties of reaction that have been used 

to control surface deposition:

• organo-complex decomposition

• direct redox reaction

• redox reaction of adsorbed reductant

In the first method a metal complex (such as ferrocene, ruthenocene or tetramethyl tin)

decomposes selectively on the surface of the supported metal parent3 9 , 4 0 , 4 1 , 4 2  depositing the

metal. In this context, Renouprez et a / . 4 3 , 4 4  reported the deposition of Ni over Pd-Si02 by 

reaction of (C5 H5)2Ni with H2 4 5  selectively adsorbed on Pd. The XRD, STEM and EXAFS 

results showed that the Ni-Pd particles have a uniform composition and that uniform alloy is 

obtained after reduction at 450°C.

The second method “direct redox reduction” consists of the reduction of the modifier added as 

liquid solution in the oxidized state (cation) directly with the metal parent that behave as 

reducing agent (reductant) following the reaction (1) (Figure 2.

D e m o d i f i e r  +  Redparent Red modifier + O X p arem (1)

The evolution of the reaction is defined by the electrochemical equilibrium of the reaction that 

can be calculated from the standard potential of reduction (2 ) . 4 6

Me** + ne -> Me0  (2)

modifier

pare n t

Direct redox.
Support reduction

Figure 2. Scheme o f direct redox reduction.

When the standard electrochemical potential of the modifier is higher than that of the parent the 

reaction occurs spontaneously. Therefore the method can be used for the deposition of a noble 

metal onto a less noble parent. A TEM study on Au-Pt system shows that the reduction proceeds 

with the formation of metallic modifier distributed on the surface of the parent forming true 

bimetallic aggregates. 4 7  Bonarowska et a / . 4 8 ’4 9 ’5 0 ’5 1 have studied the direct redox reduction of Au 

on Pt on different supports and have compared the catalysts with others prepared by co

impregnation techniques. The characterization confirmed that in the case of the direct deposition
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the Au was selectively deposited on the Pd and that much stronger metal-metal interaction (with 

partial alloying) was obtained. The reactivity of the two catalysts was also different and, for 

example, the uniform particles (prepared by direct reduction) were much more active in the 

hydrodechlorination4 9 ’5 1 of CC12 F2 to CH2 F2. Barbier et al . 5 2 ' 5 3  used Cu as parent for deposition 

of R u, P t, A u, or Pd. 11 w as n oted t hat t he extent o f t he d eposition s trongly d epends o n t he 

nature of metal couple. While Ru5 4  deposition was limited to 1/3 of the Cu atom on the surface 

(indicating that the deposition occurs selectively in special site) in the case of Au5 5  the reduction 

proceed in excess of the number of Cu atoms on the surface (oxidation of the Cu sub-layer).

A special case of redox reaction between modifier and reductant is the “under potential 

reduction” . 5 6 , 5 7  It occurs when the electrochemical potential of the modifier is lower than the 

reductant. The deposition proceeds in different way compared with direct redox reduction as the 

reduced modifier forms a layer of adsorbed atoms (adatoms) instead of bulk metal. The 

reduction is possible because the activity of the deposited metal over the parent metal surface is 

not unitary (due to the free energy of chemisorption). This technique is often used in 

electrochemistry (using conducting support) where is possible to control the electrochemical 

potential with an external device. 5 8  In heterogeneous catalysis where non-conducting supports 

are more often used (Si0 2 and A12 0 3), the potential can be only controlled with supplementary 

redox systems. 5 9

The final method for the selective deposition of a second metal is the “redox reaction of 

adsorbed hydrogen”. It consists in adsorbing selectively hydrogen on the parent single metal 

catalyst and adding a solution of the modifier in an oxidised state. According to Szabo et al. 

(that first studied the process depositing Pd on Pt60) the adsorbed H can be considered as a 

source of electron (3) through which the modifier can be reduced and deposited selectively on 

the surface of the metal parent (Figure 3).

H ad s-H ' + e (3)

The reaction occurs spontaneously when the electrochemical reduction potential of the modifier 

is higher than the electrochemical reduction potential of hydrogen ( 0  eV).

modifier

Selective
reductionSupport

Figure 3. Scheme of redox reaction over adsorbed hydrogen.



Chapter 1 Introduction 10

The method also requires that the metal is able to adsorb hydrogen and for this reason noble 

metals are preferred as metal parent. The total amount of second metal that can be deposited is 

limited by the amount of hydrogen that can be adsorbed on the surface but it can be increased by 

several repetitions of the deposition process. Barbier and co-workers have prepared and 

characterised various bimetallic catalyst using this method (Au on p t ?4 7 , 6 1 , 6 2  Cu on Pd , 6 3  Pt on 

Pd6 4 , 6 5  and Re on Pt66’67). The catalyst prepared by this method compared with the catalyst 

prepared by co-impregnation consistently showed a different catalytic activity. As expected, the 

deposition occurred on the surface of the parent forming core-shell particles. AuPt, 6 1 RePt6 6  and 

PdPt6 4  catalysts prepared by reduction over adsorbed hydrogen were compared with those 

prepared by direct redox reduction. Despite both methods were able to form core-shell 

bimetallic particles, the deposition in the two methods appears to occur in different ways. The 

metal deposited by direct reduction occupied uniformly the surface o f the metal parent while the 

reduction over adsorbed H led to the deposition of the modifier preferentially on the low 

coordination sites (comers, edges, terrace etc). In general a greater mixing of the metals is 

achieved with direct reduction deposition. In the case the modifier can be reduced by the 

hydrogen and also by the parent the system is more complex as two redox reactions can occur. 

Due to the higher velocity of reduction over hydrogen compared with the direct reduction6 8  (100 

times faster in the Au-Pt system ) , 6 9  the modifier is first reduced by the hydrogen. When the 

hydrogen is finished the reduction continues by direct reduction with the parent.

A special case of selective reduction over adsorbed hydrogen is the reduction of the modifier on 

the p arent u nder H 2 s tream . 6 8 , 7 0  T his m ethod, c ailed catalytic r eduction h as t he a dvantage o f 

depositing larger amount of modifier in a single step. Thermodynamically the reduction could 

occur with the H2  in solution but it is kinetically faster on the metal surface as the metal acts as a 

catalyst.

In this research our attention was concentrated over the selective deposition method. This 

method ensures the intimate metal-metal contact that is an excellent starting point for the 

thermal activated alloying of the particles. Differently from the non-selective methods, the 

selective method does not require surface diffusion and aggregation steps but only intermetallic 

diffusion. Therefore high reduction temperatures and undesired sintering can be avoided. 

Among the selective deposition methods the redox methods were preferred in order to avoid the 

use of metallo-organic complexes that could introduce a certain level of complexity undesired 

from an industrial point of view. Despite the direct redox reduction method appear to induce a 

more intimate metal-metal interaction, the “redox reaction on adsorbed hydrogen” was chosen 

because it appear more versatile, allowing for example the reduction of Pt over Pd and vice- 

versa.
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1.3.2 Alloying of supported bimetallic particles

After the preparation of the core-shell type bimetallic catalyst, a thermal treatment was planned 

to alloy the particle exploiting the characteristic of Co, Ni and Pd to be soluble in each others 

lattice forming substitutional1 solid solutions . 7 1 In general the degree of solubility of two metals 

is at a maximum when the following conditions are satisfied : 7 2

• the diameter of the solute should not differ by more than 14% from that of the solvent 
atoms,

• the valences of both types of atom should be the same,

• the difference between the standard electrode potentials o f the two metals should not 
exceed 0.5 volts,

• the two metals should crystallise in the same crystallographic system.

The systems of our interest, Pd-Ni, Co-Ni and Pd-Co, all form substitutional solid solution (Pd- 

Ni in all range of concentration, Pd-Co for concentrations of Co smaller than 80% and Ni-Co 

for concentrations of Co smaller than 95% ) . 2 , 7 3  Normally solid solution alloys are prepared at 

high temperature from the liquid phase, however in the solid-state interphase diffusion occurs 

and it can lead to the mixing of the metals. The atomic bulk diffusion requires high activation 

energy and fast diffusion rates are observable only at high temperature . 2 , 7 4  In the case of core- 

shell bimetallic particles, the situation is different from bulk metals because of the very small 

particles and the large number of surface atoms. It is a situation similar to a layer deposited onto 

the surface of a bulk metal. Studying the segregation of Pd in Ni, Bertolini et al.,6 showed that 

diffusion of a layer of Pd into the Ni was activated by annealing at temperature as low as 200°C. 

Faudon et al.44 showed that core-shell Pd-Ni particles alloyed completely at 450°C. This 

information reinsure that extremely high temperatures are not necessary to alloy o f the 

bimetallic particles. This is essential in order to avoid sintering7 5 ' 7 6  and other undesired 

alteration of the catalyst during the final thermal treatment.

The final strategy for the preparation of supported alloy catalysts consists in the preparation of a 

highly dispersed parent, followed by the selective reduction of the second metal over hydrogen 

selectively adsorbed on the metal parent and a subsequent thermal treatment.

i) Substitutional solid solutions are those in which atoms o f the alloy occupy atoms sites previously
filled by the atoms o f  the pure metal whereas interstitial solid solutions are those in which atoms of
the alloy occupy the space between the atoms o f  the solvent element.
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1.3.3 Single metal preparation

The preparation of bimetallic catalysts involves the initial preparation o f a single metal catalyst. 

Therefore Pd-Al2 0 3, Ni-Al2 0 3 and Co-A12 0 3 were prepared and studied in order to achieve a 

solid background of knowledge necessary to approach the next step o f second metal deposition 

and bimetallic characterisation. The required high dispersion will be directly dependent on the 

single metal dispersion. Transferring the target from preparing highly-dispersed bimetallic 

particles to preparing highly-dispersed s ingle metal p articles is one of the a dvantages o f  t he 

selective deposition method. In this work the second metal deposition study was a priority 

compared with developing a method for controlling the particle size of the “single” metal 

catalysts. In future, the development o f an efficient single metal preparation method, able to 

control precisely the particle size, would be adopted and so a precise control of the alloy 

particles would be achieved.

The Pd-Al2 0 3, Ni-Al2 0 3  and Co-A12 0 3 catalysts were prepared by the incipient wetness 

impregnation method. Despite this method does not produce particles of uniform size it is 

suitable for achieving good dispersion in low metal loading catalysts . 7 7  Another more elegant 

method “allyl-Pd decomposition” was also used to prepare Pd-Al2 0 3. This method should 

provide uniform particles with a diameter smaller than 3 nm . 7 8 , 7 9

1.3.4 Characterisation of supported alloy catalysts

We have to determine many parameters to characterise supported metal alloy: the average 

composition, the average size, the degree of alloying, the homogeneity of the particles and 

possible preferential segregation. Therefore the combination of different techniques is 

essential. 5 , 9  A complete characterisation is difficult and most of the publications in the literature 

report only partial characterisation.

Listed here are the common techniques used in characterising alloys, with particular attention 

being given to those used in this work.

The total amount of metal present in a catalyst can be measured by X-ray fluorescence, atomic 

emission or atomic absorption. The latter technique was used to determine the percent of Ni, Co 

and Pd in the catalysts prepared in this work.

To evaluate the particle size, the most used techniques are chemisorptions analysis and electron 

microscopy. Many metals are able to chemisorb atoms or molecules such as H2  or CO. From the 

number of molecules adsorbed we can calculate the number of metal atoms on the surface and
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thus the ratio “fraction exposed” (4) that is a measure of the dispersion and is used to estimate 

the average particle size. The number o f atoms on the surface is also essential for calculating the 

important catalytic parameter “turnover frequency" (TOF) defined as number of reaction per 

site per second.

^ surface atomsFE = —  ---------  (4)
^total atoms

The most used instrumentation is based on volumetric absorption that measures the gas uptake 

at different pressures. For this work a less common “pulsed technique” at atmospheric pressure 

was also used. It consists in pulsing known amounts of gas into the stream of inert gas that 

flows through the sample and measuring the out-coming signal with a TCD detector, revealing 

quantitatively the amount of adsorbed gas. The limitations of the chemisorption technique are

the assumption of a certain value for the ratio n m°le™leabs<>rbed  ̂ t^e assumption of a constant and
^ surface atom

regular particular shape of the particles and the possibility of undesired phenomenon such as 

spillover. Using chemisorption techniques it is also not possible to know the distribution of 

particle size. To overcome these limitations these measurements are often combined with 

microscopy measurements that provide an unambiguous identification of the particle size and 

the possibility to measure the particle size distribution.

The surface composition of supported metals can be investigated by X-ray photoelectron 

spectroscopy XPS. XPS measures the binding energy characteristic for each electron level of a 

specific atom. The binding energy depends on the electron environment of the atom and so it 

can provide information about the oxidation state, the particle size and possible alloying of the 

metals. The intensity of the signal is proportional to the amount of species so quantitative 

information could be obtained. In this work the XPS data were often expressed as a ratio of the 

intensity of the signals from the two metals. This was useful to observe changes of the relative 

abundance of the metals on the surface as a function of different preparation methods or thermal 

treatments.

For bulk studies X-ray powder diffraction XRD is a common and powerful technique that 

allows identification of the different crystal phases. It is also possible to study the degree of 

alloying of two metals in a solid solution by the shift of the diffraction signals . 4 4  Unfortunately 

XRD is limited by in the necessity of a crystal period domain of about 50 A, essential for the 

crystal-wave interaction to generate the coherent diffracted beam. The supported metal catalysts 

analysed were often below this limit. However, by increasing the temperature, re-crystallisation 

and sintering processes can produce detectable phases. The different responses of the samples to
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the thermal treatments were considered evidence of differences in the initial states before the 

sintering process. The in situ X-ray diffraction used in this study was a valuable help in 

determining the optimum conditions o f  the thermal treatment 1 eading to  the formation o f  an 

alloy.

Another technique very useful for bulk studies of alloys is extended X-ray absorption fine 

structure EXAFS. The energy of a monochromatic synchrotron X-ray beam directed at the 

sample is gradually increased traversing one of the absorption edges of the element that has to 

be analysed. When the energy is sufficient to excite the electrons, a large increase in absorption 

occurs. The emitted photoelectrons have a low kinetic energy and can be backscattered by the 

atoms surrounding the emitting atom. The backscattering depends from atomic environment of 

the atom and produce oscillations on the absorption. This oscillation can be used to determine 

the atomic number, distance and co-ordination number of the atoms surrounding the atom in 

question. Unfortunately this facility was not available for this study.

Temperature-programmed reduction (TPR) is another bulk technique. It has been extensively 

used in this thesis especially because the supported metals were prepared by reduction of an 

oxide precursor. The TPR signals are associated with different reducible species and broadening 

or shifting of the peak could depend on the interaction of the reducible species with the support 

or other elements. TPR analysis does not offer as specific information as spectroscopic or 

diffraction analysis but when the data are supported by other information or when it has used to 

compare a large number of sample it can become very important in studying alloys . 3 3  In fact it is 

very sensitive and a small change in the sample is clearly revealed by a change in the position, 

shape or intensity of a TPR feature.

Temperature programmed desorption (TPD) of H2  or CO has been used to correlate the 

desorption temperature with the metallic8 0  species present in the sample. As in the case of TPR 

analysis we normally obtain information by the comparison of many samples.

“Temperature programmed hydride decomposition” TPHD is based on the property of the Pd to 

absorb H2 and form a Pd [3-hydride phase containing about a 2/3 of an atom of hydrogen for 

each atom of Pd. This phenomena is well known and studied but only recently it has been used 

to characterise bimetallic supported catalysts. The solubility of hydrogen in Pd, (5) is 

proportional to the amount of bulk Pd and so depend on the particle size but also depends on the 

degree of alloying with a second metal. 8 1 , 8 2

H absorbed

m ol P d
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The solubility decreases as the particle size became smaller and it decreases as a second metal 

alloys. This technique has been used especially by Karpinski et al. to  characterise Pd based 

bimetallic catalyst such as Pd-Au , 4 8 , 8 3  Pd-Pt8 4  and Pd-Re . 8 5  In this work the TPHD analysis was 

used to characterise single metal Pd-Al2 0 3 catalyst and to study the alloying of Pd-Ni-Al2 0 3 

bimetallic catalysts.

Other specific techniques that have given a contribution in characterising supported bimetallic 

nano-particles of Pd, Ni and Co reported in the literature are infrared spectroscopy and magnetic 

measurements.

“Fourier-transform infrared spectroscopy” (FTIR) has been used to study the vibration of NO 

absorbed on metal surfaces. It is sensitive to the electron density of the metal and a dependence 

on the concentration of the alloyed second metal have been found for the Co-Ni alloy . 3 0 , 8 6

Magnetic analysis has been used for study Co-Pd alloy. Measuring the saturation magnetization 

as a function of the magnet field is possible to extrapolate the magnetic momentum associated 

with the “atom of alloy”. Comparing the ferromagnetic moment of the catalyst with that of the 

bulk alloy of the same composition is possible to obtain information about the degree of 

alloying . 3 6

The main conclusion that emerges from this introduction to the “characterization of alloy” is 

that many analyses together must be used and that a complete characterisation is however 

difficult to achieve.

1.3.5 Catalytic reaction

The catalytic test reaction measures the efficiency (activity, selectivity and deactivation) of the 

catalyst but it can also be used to better characterise the catalyst. We need a well-studied 

catalytic reaction in a way that the catalytic data can be associated with specific properties of the 

catalyst. Another important features of the reaction is the structure sensitivity, the catalytic 

results would be thus dependent from the particle size and influenced by alloy formation. In 

order to study both activity and selectivity a multiple products reaction is also desirable.

Two reactions that meet the request where chosen.

The first i s the crotonaldehyde ( C/ / 3 -  CH  =  CH -  CH  = O ) hydrogenation. This reaction

allows monitoring both activity and selectivity as two different functional groups can be 

hydrogenated . 8 7  It is also a structure sensitive reaction as the selectivity to the carbonyl
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hydrogenation depends on the particle size of the metal. 8 8  Figure 1 shows the steps of 

crotonaldehyde hydrogenation. The two main products are butyraldehyde (I) and crotyl alcohol

(II), an inter-conversion is possible between them (III). Butanol can also be formed by a double 

hydrogenation (IV V).

h 2 h

h 2
A

IV h 2 h 2 
c c/  \  \

III H3C C OH
H2

V

H H2

H3C ^  ^ O H
H

Figure 4. Scheme o f the crotonaldehyde hydrogenation .

The alloy catalysts were planned to be tested also in an acetylene hydrogenation reactor. For this 

reaction the Pd is the most active and selective single metal catalyst but has been reported that 

some Pd alloy are more stable and efficient. 8 9  The addition of Co or Ni may thus improve the 

catalytic performance. This reaction is usually carried out in a large excess of ethylene in 

condition similar to the industrial process of acetylene hydrogenation in raw stream from a 

steam cracker . 9 0  In this condition the acetylene conversion is usually compared with the 

ethylene selectivity . 8 9  This reaction has the required characteristic of simplicity, well studied 

and the selectivity is again structure sensitive . 5

1.4 In situ characterisation of vanadium phosphate 
oxide catalyst

Since the end of the 1960s when the vanadium phosphates (VPO) were found to be the most 

efficient catalysts for the synthesis of maleic anhydride from light hydrocarbons9 1 there has been 

a diffuse interest in studying the VPO system . 9 2 , 9 3  Today the production of maleic anhydride 

using VPO catalyst is a major industrial process with a production of millions of tones per year. 

Maleic anhydride and its derivates are used for the manufacture of unsaturated polyesters, 

agricultural chemicals, food activities, lubricating oil additives and pharmaceutical products.

h 3c O
II
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Because o f  the large number o f  VPO phases with an intricate net o f  structural and 

morphological transformations, three possible vanadium oxidation states and the difficulties in 

understanding the real form o f  the active catalyst,94’95’96 the researchers have found a rich field o f  

investigation with the attraction o f  industrial catalytic improvements.

The different activity o f  the VPO catalysts is often associated with the structure and texture o f  

the solid catalyst97 (V O )2P2 0 7 is reported to be the most active phase for the synthesis o f  maleic 

anhydride from butane and has been broadly studied. Starting from the in situ  XRD study o f  

(VO )2P2 0 7 preparation steps from the vanadyl hemihydrate precursor, the formation o f  the 

elusive co-VO P04 p hase w  as o bserved a nd a n ew  b ranch o f  research d edicated t o s tudy t his 

specific phase was started. Many aspects make co-VOP04 interesting. co-VO P04 is stable in the 

temperature range o f  the catalytic process 400-480°C , but is unstable at room temperature 

making it im possible to detect with ex situ  characterization. Once decom posed at room  

temperature it can be reversible recrystallised with a cycle o f  formation and decomposition. 

Under reaction conditions, it is also unstable as butane or other m olecules can activate a 

reversible transformation to 5 -V 0 P 0 4. The in situ  XRD and Raman study o f  these 

transformations provided information useful in understanding the structure o f  the active catalyst 

and casts new  light on the on the role o f  the reactant and product gas mixtures in forging the 

structure o f  the catalyst.

1.5 Structure of the thesis

The final strategy for the alloys preparation is to start from well-dispersed single metal catalyst 

and add the second metal with the selective reduction over adsorbed hydrogen. Successive 

thermal treatment should provide the energy to alloy the particles (Figure 5).

Support
H,

Ads

+ Me"

Selective. 
reduction

H ea t. 
alloy

Figure 5. Scheme for the preparation of uniform supported alloy catalyst by selective second metal 
reduction over adsorbed hydrogen and subsequent thermal treatments.

The first part o f  the thesis reports the preparation and characterisation o f  single metal catalyst. 

This preliminary work aims to achieve a solid background o f  knowledge necessary for the 

subsequent alloy preparation. Chapter 3 is dedicated to the study o f  single metal Pd catalysts.
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Pd-Al2 0 3 samples prepared in three different ways were characterised and tested for the 

hydrogenation of crotonaldehyde. Some aspects of the temperature programmed hydrogen 

decomposition (TPHD) technique were developed designing a method able to measure 

accurately both desorption and absorption. The combined use of pulsed chemisorption and 

temperature programmed chemisorption techniques lead to precise information about the 

solubility of the hydrogen in Pd that can be used for characterising Pd alloy. Chapter 4 reports 

the study of Co-A12 0 3 and Ni-Al2 0 3. In this case temperature programmed reduction analysis 

offered particularly interesting data about the effect of the preparation conditions on the final 

catalyst. A model that correlates the metal support interaction as a function of loading and 

thermal treatments is proposed.

After the single metal study, the deposition of the second metal was approached. The 

unsuccessful attempts to deposit Ni over Pd in different pH conditions are reported in Chapter 5. 

Chapter 6  reports the selective deposition of Pd over Ni by reducing the Pd over selectively 

adsorbed hydrogen. The preparation conditions were optimised before the thermal treatments 

and the characterisation. The metal-metal interaction and the degree of alloying were studied as 

a function of the reducing temperatures.

Finally Chapter 7 reports the study of co-VOP04  a metastable phase of vanadium phosphorus 

oxide catalyst. The in situ XRD analysis supported by in situ Raman analysis revealed the 

reversible phase transformation of (0 -VOPO 4  activated by environmental and thermal switcher.
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Chapter 2

2 Experimental

2.1 Introduction

A range of Ni, Co, Pd and Pd-Ni supported on alumina catalysts were prepared, characterized 

with a v ariety o f  techniques a nd s ome o f t  hem t ested f  or the c rotonaldehyde hydrogenation. 

This Chapter reports: the details of the catalysts preparation, the design of the hydrogenation 

reactor specifying the reaction conditions, the techniques and the conditions used for the 

catalysts characterization.

2.2 Catalysts preparation

In section 1.5 has been delineated the strategy for the preparation of bimetallic alloy. It involves 

the preparation of single m etal catalyst ( parent) and the successive selective deposition of a 

second metal. In this section are reported the preparation conditions of the single metal catalysts 

Ni-Al2 0 3 and Co-A12 0 3 prepared by incipient wetness impregnation (studied in Chapter 4 and 

6 ) and the preparation conditions of Pd-Al2 0 3 prepared by incipient wetness impregnation and 

Pd-allyl decomposition (studied in Chapter 3 and 5). The details of the selective metal 

deposition used for preparing the bimetallic catalyst are reported in Chapter 5 and 6  because this 

method represents a crucial part of the study and various modifications of the conditions were 

required in order to improve the method itself.
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2.2.1 Ni-Al20 3 and Co-A120 3 preparation

The Ni-Al2 0 3 and Co-A12 0 3  were prepared by incipient wetness impregnation method. This 

method consists of adding an aqueous solution of metal salt (N i(N0 3 ) 2 and Co(N03)2) to a dry 

support (alumina) forming a paste without excess of liquid. This was achieved by adding 1.8 ml 

of solution to 2g of alumina. After carefully mixing the mixture in order to ensure that all the 

powder is uniformly wet, the samples were dried in air overnight at 120°C. The gradual 

evaporation of the solvent induces the salt deposition on the surface of the support. Subsequent 

calcination in air of the sample (normal conditions heating rate 10°C/min top temperature 400°C 

held for 3 h) leads to the decomposition of the nitrate and formation of the metal oxide. With a 

subsequent reduction step is possible to reduce the metal oxide and obtain the supported metal 

catalyst (normal conditions flow 5% H2 in Ar, heating rate 10°C/min top temperature between 

400 and 650°C held for 3h). Using high surface support with this technique is possible to 

achieve good dispersion with particle size between 5 and 20 nm. However the uniformity of the 

particles is rarely achieved and the particles are normally formed with a wide range of sizes. 

The materials used were: N i(N 0 3 ) 2  hexahydrate 99.999% from Aldrich; Co(N0 3 ) 2 hexahydrate 

98% from Aldrich; y-Al2 0 3  neutral Brockman I, STD grade from Aldrich (surface area 165 

m2 /g, mesh 150) indicated as A120 3 ALD; y-Al2 0 3 provided by Synetix, ICI (surface area 300 

m2 /g, mesh 150-200) indicated as A120 3 ICI.

2.2.2 Pd-Al20 3 preparation: incipient wetness method

Two s eries o f  Pd-Al2 0 3 w ere p repared b y i ncipient wetness m ethod (above d escribed) u sing 

PdCl2 (PdCl2 99.999% Aldrich) and PdN 0 3 (Pd(N0 3 ) 2  hydrate 99.999% Strem chemicals) as Pd 

salts. The support used was high purity y-Al2 0 3  Puralox SBA-200 from Sasol (Si < 120ppm Fe 

< 39ppm, Na < 4 ppm, surface area 202 m2 /g, particle size < 90 micron). The catalysts were 

dried overnight at 120°C and calcined prior to reduction at 300°C for 3 h. The reduction was 

performed in a 10 ml/min flow of 5% H2  in Ar with a ramp temperature of 10°C/min.
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2.2.3 Pd-Al20 3 preparation: allyl Pd complex decomposition method

The Allyl-Pd decomposition method consists in the reaction of the Pd-allyl complex

with the OH groups on the surface of the alumina, and consequent formation of propene and the 

“anchoring” of the Pd to the oxygen of the alumina as shown in Figure 6 .

The Pd complex was prepared by the reaction of the Grignard compound CH2CHMgCl 

(prepared with the reaction Mg + CH3 CH2 C1 -> CH2 CHMgCl)‘ with PdCl2 in N2 atmosphere at 

-60°C.2,3 After the reaction, the solvent (diethyl ether) was evaporated at -40°C in vacuum and 

the Pd-allyl solubilised with hexane. The solution was filtered with a cannula directly into the 

flask containing the alumina . 4  The white alumina in contact with clear solution became 

immediately yellow. After 2 h the alumina was filtered using a Whatman number 3 filter and 

calcined in air at 300°C for 3 h. The sample was then reduced at 300°C in 5% H2  in Ar (50 

ml/min).

ci + Mg Mg Cl Grignard

Mg Cl + Pd c 1j Pd Jp + Mg Cl2
Bis Allyl palladium

+ C Pd

OH

AljO,

PdI
O

AljO, Deposition

Pd

O
PdI
O

A1,0,

PdI
O

TPdX
A I A Decomposition / reduction 

aggregation

Figure 6. Scheme o f Pd-Al20 3 preparation by allyl Pd complex deposition.

2.3 Catalytic test

The Pd-Al2 0 3 and Ni-Pd-Al2 0 3 catalysts were tested in a fixed bed micro reactor optimised for 

crotonaldehyde hydrogenation.
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2.3.1 Reactor

The reactor used for the crotonaldehyde hydrogenation is schematically shown in Figure 7. The 

catalyst bed is positioned into a micro reactor quartz tube (3 mm diameter) over a layer of 

packed quartz wool and below a second layer of quartz wool. The temperature of the sample 

was measured by a thermocouple positioned about 2 0  mm from the sample and directly 

connected with the temperature controller of the furnace (Eurotherm 91e). The tube lines 

between the saturator and the furnace and between the furnace and the gas chromatograph were 

heated with a heating tape at 120°C in order to avoid condensation of crotonaldehyde and 

hydrogenated products. The analytical procedure involved the in situ reduction of the catalyst 

with a H2 flow. The sample was then cooled to the reaction temperature and was ready for test. 

The H2 was then passed through the saturator (immersed in a cool bath at 0°C) containing 10 ml 

of glass beads (used to increase the gas liquid surface contact) and 6  ml of crotonaldehyde (99% 

predominantly trans from Aldrich). After 30 min, necessary to stabilize the amount of 

crotonaldehyde in the flow (ca. 1 .6 %), the gas chromatographic analysis of the products was 

started. Using a loop and a programmable injection system (heated at 120°C) the products were 

analysed by a gas chromatograph Varian Star 3400 mounting a capillary column CP-wax 52 CB 

0.53 mm diameter 30 metres length and an FED detector. The starting temperature of the column 

during the analysis was 85°C increased after 2 min to 140°C (at 10°C/min) holding this final 

temperature for 2 min. The injections were performed every 20 min for a time between 2 and 5 

h. Blank analyses were regularly performed using the inert support (alumina) instead of the 

catalyst. The conversion of crotonaldehyde to a certain product was calculated by dividing the 

area of the product peak with the sum of the areas of the crotonaldehyde and all the reaction 

products. The response factor was considered unitary because of the similarity between reactant 

and products.

themperatu
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m ass flo 
control!*

valve
saturator

luartz reactor

quartz w ool 
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Figure 7. Scheme o f the rig for the crotonaldehyde hydrogenation.
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2.3.2 Reaction conditions

Two main series of catalytic tests were performed. The first compared the activity of different 

Pd-Al2 0 3 catalyst prepared in different ways, the second compared the activity of Pd-Al2 0 3, Ni- 

A12 0 3 and Pd-Ni-Al2 0 3 during the study for the preparation of the bimetallic Pd-Ni-Al2 0 3  

catalyst. B ecause o f  t he d ifferent a ctivity o f  P d and Ni ( Pd is two o rder o f  m agnitude m ore 

active than Ni) 5 the two series of experiment were performed in different conditions.

2.3.2.1 Reaction conditions for PCI-AI2O3 test

The test reactions of Pd-Al2 0 3  (Chapter 3) were performed at 30°C (reaction temperature) with 

a flow of 50 ml/min H2 plus 150 ml/min of He and using 6  mg of catalyst diluted with 8  mg of 

silicon carbide. In this conditions, the space velocity was 1.5 106  h ' 1 and the conversion range 

between 3 and 15%.

2.3.2.2 Reaction conditions for Pd-Ni-Al20 3  test

The s eries of t est reaction performed during the study of the Pd-Ni-Al2 0 3  (Chapter 6 ) were 

performed in the following conditions: 20 mg of catalyst, H2  flow 10 ml/min, He flow 10 

ml/min, space velocity = 88000 h*1. Each sample was tested at 50°C, 125°C and 200°C. After 

the reaction at 50°C the temperature was increased at 125°C at about 10°C/min and kept at this 

temperature for 30 min before collecting the data for 2 h. A similar step was repeated for the test 

at 200°C. Before such tests, the samples were in situ reduced at 300°C for lh in pure H2 

(heating rate 10°C/min).

2.4 Characterization methods

In this section are reported the techniques used for the characterization of the catalysts 

specifying the experimental conditions.

2.4.1 Atomic absorption

The atomic absorption (AA) is a quantitative spectroscopy technique based on the absorption of 

a monochromatic wave by  atomised element present in  the sample. 1 1  provides an  elemental
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analysis and in  this work i t  has been used for the determination o f  the metal loading in  the 

supported metal catalysts. The analyses were carried out with a Varian SpectAA 55B atomic 

absorption spectrometer. The radiation was generated by hollow cathode lamps and the 

following wavelength, 352.4 nm, 304.4 nm and 244.8 nm were used respectively for the 

analysis of Ni, Co, and Pd. The samples were atomised using an acetylene-air flame (3.5 bar air 

and 0.5 bar acetylene). The sample solutions were prepared by acid attack of the catalyst using 

equal amount of HF 5% and H N 0 3 conc. and putting them in the ultrasound bath for a time 

between 2 and 24 h. After dissolution of the catalyst, the solutions were diluted with water prior 

to analysis. In the case of Pd analysis EDTA (0.01M) was added to the solution in order to 

avoid Ni, Co and A1 interferences. The calibration curves were constructed using standard 

solutions purchased from Aldrich.

2.4.2 Thermo-gravimetric analysis

The thermo-gravimetric analysis (TGA) measures the loss of weight as a function of the 

temperature during a temperature programmed ramp. The derivative of this curve is normally 

calculated, as the loss of weight can be associated with peaks. The TGA profiles give 

information on transformation, decomposition or reaction that occur during the temperature 

ramp. The instrument used for the analysis is a Perkin Elmer TGA 7 Thermogravimetric 

Analyzer and the analyses were performed in a N 2 flow (50 ml/min) using a ramp temperature 

from 30°C to 700°C reached at 20°C/min.

2.4.3 Temperature programmed reduction

The temperature programmed reduction analysis (TPR ) 6 , 7  consists in heating slowly the sample 

under a diluted H2 flow and records the consuming of hydrogen that react with oxygen present 

in the sample (forming water) as a function of the temperature. A cold trap is required to avoid 

the water reaching the thermal conductivity detector (TCD). This technique detects the different 

reducible species in the sample. In the case of supported catalysts the shape and the position of 

the reduction signals are very sensitive to the interaction of the reducible species with support 

and other species present in the catalyst. TPR analysis is often used to study the catalyst during 

the preparation when they are obtained by oxide precursors. The TPR experiments were 

performed with a Micromeritics Autochem 2910 equipped with a TCD detector using a flow of 

10% H2 in Ar (50 ml/min) with a ramp temperature of 10°C/min from 25 to a maximum 

temperature of 1100°C.
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2.4.4 Temperature programmed hydride decomposition

The temperature programmed hydride decomposition (TPHD) is a specific technique f  or the 

study of Pd sample . 8 , 9 ’ 1 0  It is based on the characteristic of the Pd which absorbs at room 

temperature H2  forming Pd-hydride. Above 70°C, the hydride is unstable and decompose 

releasing H2. The analysis consists on a temperature-programmed ramp performed in presence 

of H2 similarly to a TPR ramp. At room temperature Pd-hydride is formed. Increasing the 

temperature it decomposes and the released H 2 is detected by the TCD as a peak. The precise 

amount of adsorbed H2  is calculated integrating the signal and using calibration curves obtained 

by manual injection of H2. The solubility of H2  in Pd provides information on the Pd particle 

size, the interaction with the support and, in the case of bimetallic catalysts, the degree of 

alloying. The experiments were performed with a Micromeritics Autochem 2910. The Pd-Al2 0 3 

samples were reduced in situ with a TPR ramp at 300°C and cooled to room temperature. The 

sample is then heated in 10% H2 in Ar (50 ml/min) at 10°C/min at 150°C.

2.4.5 Pulse chemisorption

The pulse chemisorption technique is based on the adsorption o f molecule such as H2  (or CO) 

on metals. Because these gases do not chemisorb on the surface of the support the technique is 

used to measure selectively the number of the metal atom on the surface in a supported metal 

catalyst. By dividing this number by the total number of metal atoms (measured for example by 

atomic absorption) the metal dispersion is obtained.

The analyses were performed with a Micromeritics Autochem 2910. The surface of the 

supported metal sample was clean in situ between 250 and 350°C for 1 h using a 50 ml/min 

flow of Ar (research grade). The sample is then cooled at 35°C in the case of Pd and 100°C in 

the case of Co and kept in a 5 ml/min flow o f  Ar. 0.1 ml of 10% H2  in Ar is  sequentially 

injected in the system every 12 min using a loop. In absence of sample the pulsed H 2 is recorded 

by the TCD generating a series of peaks with the same area. In presence of the sample the first 

pulse produces a small or zero area signal, as the gas is completely adsorbed on the surface of 

the metal. As the number of pulses increases, the metal surface sites not occupied by a 

chemisorbed gas atom and thus the amount of adsorbed H2 in each pulse decrease. After a 

certain number of pulses no amount of the injected gas is adsorbed and peaks with the same area 

are recorded. The number o f  surface metal sites are then calculated assuming stoichiometric 

factor of absorption equal to 2 for H2 and to 1 for CO. The loop volume is calibrated by manual 

injections.
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2.4.6 Volumetric chemisorption

Similarly to the pulse chemisorption, “volumetric chemisorption” was also used to measure the 

metal surface area in supported metal catalysts. The method is based on the measurement of the 

uptake of H2  at different pressures. These experiments were performed on Co-A12 0 3  and Ni- 

A12 0 3 samples in the Billingham laboratories of Johnson Matthey.

The analyses were performed in a Micromeritics ASAP 2010 Chemisorption Analyser. The Co 

samples were in situ reduced in pure hydrogen at 650°C for 1 h (heating rate 3°C/min). The 

sample was then evacuated at a pressure below 10 mmHg for 2 h. Still under vacuum the sample 

was cooled at 150°C (this temperature was required because of the characteristic activated 

chemisorption of H2  on Co). At this point the analysis consists of two stages. First stage is to 

measure total H2 uptake (chemisorbed H 2  and weakly bonded physisorbed H2) at the following 

pressures: 100, 150, 200, 300, 400, 500, 600, 680 and 760 mmHg. The sample is then evacuated 

for 30 min to remove the physisorbed hydrogen and the analysis is repeated at the same 

pressures as quoted above to measure the uptake of physisorbed hydrogen. The linear region of 

the data is extrapolated back to zero pressure and the metal area calculated assuming a 

stoichiometric factor equal to 2 (H2 molecule is adsorbed on 2 Co sites). The same procedure 

was used for the analysis of the Ni samples except for the reduction temperature (550°C) and 

the temperature of analysis (35°C).

2.4.7 BET

The BET method is commonly used for determine the total surface area. The measurement is 

based on multilayer adsorption of molecule over a solid first described by Brunauer, Emmett, 

and Teller (Equation 1).

P 1 (C-l) P+ - ------- x —  ( l)1
V(P*-P) vMc  VmC Pc

The analyses were performed using a Micromeritics Gemini 2360 surface analyser. The uptake 

of N 2 is measured at different pressures. A theoretical straight line is obtained plotting P/V(P0 -P) 

versus P/P0. Slope and intercept of the line can be used to calculate Vm from which the surface

1 V = volume o f gas adsorbed at pressure at pressure P. Vm= volume o f  gas adsorbed in a monolayer. P0 = 

saturation pressure o f adsorbate gas at the experimental temperature. C = e (q,*qL>RT where qj = heat 
of adsorption o f the first layer and qL heat o f liquefaction o f adsorbed gas on all other layers.
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area of the sample can be calculated. The samples were dried at 150°C under H2 flow for lh  

before the analysis.

2.4.8 X-ray powder diffraction

X-ray diffraction is based on the elastic scattering of monochromatic X-ray photons by atoms 

ordered in a crystalline structure. The diffraction is originated from the constructive interference 

of the scattered photons that satisfy the Bragg law (2):

nX = 2dhkisin0 (2)il

This phenomenon is exploited to calculate the distance between the lattice planes and thus for 

phase identification. The XRD patterns of a powdered sample are normally acquired by

scanning the intensity of the diffracted peaks as a function of angle 2 0  between the incoming

and diffracted beam. A limitation of the technique is that long-range order (about 5 nm) is 

required for the generation of the diffraction signals. However using the Scherrer equation (3) 

the broadening of the peak can be used for the calculation of the average size of the diffracting 

crystal. In catalyst characterization XRD provides a powerful bulk analysis method for 

identification of the crystallographic phases present in the catalyst and for the measurement of 

the average particle size (between 100 and 5 nm) of supported particles.

L = KX  (3)ni
/?cos 6

In this study the pattern were collected with an Enraf Nonius FR590 Bragg Brentano geometry, 

with Cu K a radiation and Ge (111) single crystal monochromator and a curved position 

sensitive detector Inel CPS 120. The X-ray generator was operated at 1.2 kW (40 mA and 30 

kV) and the acquisition time was 1 h. Phase identification was carried out using the JCPDS 11 

database.

" X -  X-ray wavelength; dhU = interplanar space; N = 1, 2, 3 ...; 9 = incident angle
111 L=dimension o f the particle in the direction perpendicular to the reflecting angle; X = X-ray 

wavelength; P = peak width; K = constant often taken as 1, 9 = incident angle
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2.4.9 In situ X-ray powder diffraction

The in situ X-ray powder diffraction analysis (in situ XRD) allows the study of phase 

transformations as a function of the temperature, pressure and atmosphere. It is used to study the 

catalyst during the preparation steps such as calcination or reduction and is very important in 

studying the catalyst modification under reaction conditions. In situ powder X-ray diffraction 

data were collected using an Enraf Nonius FR591 instrument with a rotating anode Cu X-ray 

source working at 4.0 kW (100 mA and 40 kV), a Ge (111) single crystal monochromator (used 

to s elect the C u K aj X -rays) a nd a n I nel 1 20 p osition s ensitive d etector. D ifferently from a 

conventional X-Ray tube the rotating anode provides a better dispersion of the thermal energy 

generated by the electron bombardment of the metallic target. This allows to work with much 

higher power and to generate more intense X-ray. The combination of the rotating anode and the 

curved position sensitive detector offers the possibility of acquisition of the entire pattern in a 

very short time. This makes the apparatus adequate to observe fast bulk transformations that 

occur in a t ime s cale o f  m inutes. T he s ample w as m ounted i n a n A nton P arr X RK r eaction 

chamber and the temperature was controlled by a thermocouple placed in direct contact with the 

sample mounting. Gas flow rates to the cell were regulated using electronic mass flow 

controllers (usually 60 ml/min) and the gas flowed through the sample to exit the chamber. The 

typical heating profile is characterized by steps of 25/100°C reached at 10°C/min and lasting 25 

min.

2.4.10 X-ray photoelectron spectroscopy

The X-ray photoelectron spectroscopy (XPS ) 1 2 provides an elemental analysis of the surface of 

a s olid sample. 1 1  m easures t he k inetic energy o f  a n e lectron e xpelled from t he a tom b y t he 

absorption of an X-ray photon. The binding energy Ebin is calculated as in equation (4):

Ekin = h v - E bin (4)iv

The binding energy is characteristic for each electron level of a specific atom (for example Ois, 

C,s and P d3d) and is used for the identification o f  the e lements p resent in the sample. Small 

shifts of the binding energy are associated with different oxidation state of each element. The 

particle size and the alloying of the metals also influence the binding energy. A fine analysis of 

the signals can reveal information on these aspects. XPS is generally used in catalysis both for 

studying the difference between the surface and the bulk composition and for studying the
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deposition of residues after reaction. X-ray photoelectron spectra were recorded on a VG 

EscaLab 2201 spectrometer, using a standard A1 K a X-ray source (300 W) and an analyser pass 

energy of 20 eV. Samples were mounted using double-sided adhesive tape and binding energies 

are referenced to the Cis binding energy of adventitious carbon contamination taken to be 284.7 

eV. The quantitative analysis is based on the integration of the areas under Ni2p, Pd3d, and Al2p 

peaks a fter s ubtraction o f  a n on-linear S hirley b ackground. The i ntegrations w ere p erformed 

with the software Casa.

2.4.11 In situ Raman spectroscopy

When a beam of light (in the region of the visible) passes through a molecule it can be 

transmitted, absorbed or scattered. Most of the scattered radiation has the same energy of the 

incident beam (elastic or Rayleigh scattering) and a very small amount (about 1%) is scattered 

with discrete frequency lower and higher of the incident beam (inelastic or Raman Stokes and 

anti-Stokes scattering) . 1 3 This is due to the collisions where the vibrational or rotational energy 

of the molecule is changed. A plot of detected number of photons versus Raman shift from the 

incident laser gives a Raman spectrum. Each signal is associated with different vibrational or 

rotational motions and often with a specific functional group. This makes Raman spectroscopy a 

useful technique for material characterization. Because of the weak intensity of the scattered 

light (about 10' 8  parts of the incident beam) Raman spectrometers require an intense 

monochromatic light and normally a laser beam generated by rare gas as Ar+ or Kr+ is used. The 

samples were analysed using a Renishaw system 1000 Raman microscope. An Ar ion laser 

(514.5 nm green light) was used as excitation source (20 mW). The laser was focused onto the 

sample, placed in a LinKam TS1500 in situ cell, by means of an Olympus BH2-UMA 

microscope. Spectra were collected, in the range from 200 to 1200 cm'1, using a back scattering 

geometry with a 180° and an optical system with a CCD camera detector. Typically 30 seconds 

exposure and 20 accumulations were used in each scan with 100% laser power. The temperature 

programmed analysis were performed in air with ramp temperature between 25 and 650°C 

sampling every 25 or 50°C and a heating rate of 5°C/min.

,v Ekin = measured kinetic energy, hv = energy o f  the incident photon, Ebin = binding energy
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Chapter 3

3 Pd supported on AI2 O3

3.1 Introduction

In this Chapter is presented the preparation, characterisation and testing of Pd-Al2 0 3 catalysts. 

In order to obtain samples with different dispersions they were prepared in three different ways 

at different loadings. The characterisation has been performed with atomic absorption, 

temperature programmed reduction, X-ray diffraction, temperature programmed hydride 

decomposition and pulse chemisorption. Some specifically targeted experiments led to 

interesting consideration about the last two techniques and their applications. Particular 

attention has been dedicated to the study of the solubility of hydrogen into Pd and its relation 

with the particle size. It is also described as this information could be used in characterising the 

degree of alloying in Pd bimetallic catalysts. The catalysts were finally tested for the 

hydrogenation of crotonaldehyde. This work is finalised to prepare and study single metal 

catalysts t hat could b e used a s “ starting m aterial” for s elective d eposition of a s econd m etal 

during the process of preparing supported alloy.
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3.2 Results

3.2.1 Atomic absorption

Various Pd-Al20 3 catalysts with different loadings were prepared by:

1) incipient wetness impregnation of Pd(N03)2 (N-Pd-Al20 3)

2) incipient wetness impregnation of PdCl2 (C-Pd-Al20 3)

3) allyl Pd complex decomposition1 (A-Pd-Al20 3).

Section 2.2.2 and 2.2.3 reported the details for the preparation. The prepared catalysts are 

summarised in Table 1 where the loadings measured by atomic absorption,are reported.

N-Pd-Al20 3 C-Pd-Al20 3 A-Pd-Al20 3

9.4%

1.6% 1.93% 0.9%

0.4% 0.63%

Table 1. Pd loadings (wt %) in the Pd-Al20 3 catalysts.

All the samples were prepared using high purity “Sasol” alumina. Another set of Pd-Al20 3 

(5.8%, 1.1% and 0.2% Pd) indicated as N A-Pd-Al20 3, w as p reviously p repared b y i ncipient 

wetness impregnation with Pd(N03)2 using “ICI” alumina. This series was analysed by XRD to 

study the impregnation and calcination steps (next section).

3.2.2 X-ray diffraction

Preparing Pd-Al20 3by incipient wetness impregnation, the Pd salt is deposited on the support 

during the impregnation and drying step. In Figure 8a are reported the XRD patterns of the NA- 

Pd-Al20 3 samples after the drying step.
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_  ° -2%  
A lum ina

3d
&

5.8%

Alumina

PdO

30 40  50 . 6 0  , 70 80 90  30 4 0  50  6 0  70 80 90
scattering angle, 20 scattering angle, 20

Figure 8. X R D  pattern o f  (a) P d (N 0 3)2-A l203 and (b) Pd0 2-A l203 at d ifferen t load ing . T he pure alum ina  
and pure PdO  patterns are reported as reference.

A single broad peak at 36.7°20 (attributable to PdO) was observed in the higher loading sample. 

This suggests that the procedure produced a good dispersion o f  P d (N 0 3)2 particle on the support 

and that it was partially decomposed to oxide. The subsequent step is the calcination performed 

at 300°C for 3h. At this temperature the nitrate completely decom poses to PdO. The 5,8% and 

1.1% loadings (Figure 8b) showed more intense broad PdO signals. The thermal energy 

favourited the crystals reorganisation and the growing o f  the particle by sintering.

After the calcination, the C-Pd-Al20 3 and A-Pd-Al20 3 samples were reduced at 300°C and 

analysed by XR D  (Figure 9 and Figure 10). The identification o f  the Pd signals is made 

uncertain by their low  intensity and the overlapping with the alumina peaks. The sample 

reduced at 900°C revealed an increase o f  the Pd signals due to the intense sintering. This fact 

underlines the high sensitiveness o f  the analysis able to detect the Pd signals for Pd 

concentration lower than 1%.

A-Pd-ALO, 0.9%

3
c<j

s*
c/i

red u ctio n  9 0 0 °C  
red uction  3 0 0 °C

5

Pd 1

50 60 70 80 90 100
scattering angle, 20

30 40

Figure 9. X R D  patterns o f  A -P d -A l20 3 reduced at 3 0 0  and 9 00°C .
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3d
red. 900°C

red. 300°Cc

20  30  4 0  50  6 0  70  80  90

red. 900°C

2 0  3 0  4 0  5 0  6 0  7 0  8 0  9 0
scattering angle, 20 scattering angle, 20

Figure 10. X R D  patterns o f  C -P d -A l20 3 at the sp ec ified  loading reduced  at 3 0 0  and 9 0 0 °C

The N-Pd-A l20 3 series was reduced in situ  in the XRD cell up to 800°C. In Figure 11 is 

reported the region o f  the pattern between 32 and 50°29 containing the two most intense Pd 

signals. At 100°C the reduction appears to be completed. Follow ing the intensity and the 

broadening o f  the Pd signals as the temperature increases it is possible to obtain direct 

information on the degree o f  sintering as a function o f  the temperature. The process appears to 

proceed gradually up to 500°C when a stronger change is observed in all the loadings.

 700
O V  _  V  N —  600  
\V- — -500

32 34 36 38 40 42 44 46 48 50 32 34 36 38 40 42 44 46 48 50
satering angle, 20 satering angle, 20

Figure 11. X -R a y  in situ reduction  patterns o f  N -P d -A l20 3 recorded b etw een  5 0  and 80 0 °C . T he p o sitio n s  
o f  the 111 (4 0 .1 2 ° 2 9 )  and 2 0 0  (4 6 .6 6 ° 2 0 )  peaks are reported.

3.2.3 Tem perature programmed reduction

The P d 0 -A l20 3 p recursors f  ormed i n a 11 p reparation methods a fter t he c alcination s tep w  ere 

analysed by TPR. PdO is an easy reducible species and the analyses were carried out between 

room temperature and 300/400°C. The analysis were performed using a routine flow s o f  50 

ml/min. 25 ml/min flow  was also used and remarkable changes in the patterns were observed.

32 34 36 38 40 42 44 
satering angle, 26
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In the TPR profile, a negative peak represents the consumption o f  H 2 indicating that a reducing 

process is occurring. The positive peak present between 70 and 80°C in every profile (often 

overlapping with a negative peak) is due to desorption o f  hydrogen from the bulk Pd (Figure 12, 

Figure 13, Figure 15). The study o f  this signal w ill be the subject o f  the next section. The 

profiles o f  A-Pd-Al20 3 and C-Pd-Al20 3 show common features and w ill be presented together.

In the profiles recorded using 50 ml/min flow, the main reduction occurred below  50°C (Figure 

12a and Figure 13a) and no reduction processes were observed over 150°C. The profiles 

recorded with a flow  o f  25ml/min showed the shift and the splitting o f  the main signal. The less 

reducing c onditions r equired m ore e nergy f  or t he r eduction t o o  ccur a nd t he m ain r eduction 

occurred between 50 and 100°C. A  second reduction was also observed between 150 and 200°C 

and a third reduction occurred close to 300°C in the case o f  the C-Pd-Al20 3 samples. The strong 

effect o f  the flow  on the reduction profiles is surprising.

0.5%!
2%

So
TPR o f  C-PdAl O

flow  50 ml/min

50 100 150 200  2 5 0  300  350  4 0 0

0.5%
2%

TPR o f  C-PdAl O

flow  25 ml/min

50 100 150 200  250  300 350 400
temperature, °C temperature, °C

Figure 12. T P R  p rofiles o f  C -P d -A l20 3 at tw o  different load ings ana lysed  w ith  a reducing flo w  o f  a) 50  
m l/m in  and b ) 25  m l/m in .

|  /  
.1p L /

c / 3

Q□f-

0.9%

TPR o f  A -P dA l20 3

flow  50 ml/min

0.9%

TPR o fA -P d A l O

flow  25 ml/min

50 100 150 200  250  300 350 40050 100 150 20 0  250  300 350  4 0 0
temperature, °C temperature, °C

Figure 13. T P R  p rofiles o f  A -P d -A l20 3 ana lysed  w ith  a reducing f lo w  o f  a) 5 0  m l/m in  and b ) 25 m l/m in.

The N-Pd-Al20 3 catalysts were analysed in slightly different conditions. Before the normal 

temperature programmed ramp, the samples were held for 10 min at 0°C and the TCD signal 

recorded. The TCD profiles as a function o f  the time are reported in Figure 14. These profiles 

revealed that the reduction can largely occur at zero degree.
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N-PdAl O
0.4%
1.6%
9.2%

0 2 4 6 8 10
time, min

Figure 1 4 . R e d u ctio n  o  f  P d 0 - A l20 3 p erform ed a 11he c onstant t em perature o  f  0 °C. T he T C D  s ignal i s 
reported as a fun ction  o f  the tim e.

For the temperature ramp with a flow  at 50 ml/min (Figure 15a), the reduction continued for the 

9.4% loading at 50°C while for the 1.6% loading two reduction signals were recorded at 80°C 

and 160°C. T h e  low est 1 oading sample was completely reduced a t zero degree. The profiles 

collected with a lower flow  (Figure 15b) showed two reduction peaks at 110°C and 180°C in the 

lower loading sample, no reduction peak were recorded in the m iddle loading and a single 

reduction signal was recorded for the 9.4% sample close to room temperature.

JJ

TPR o f  N -PdA l20 3 b

—  9.4%
l.OVo

V

J - i-L U i.

UAVo
\ /

flow  25 ml/min
. * i . . . . i . . . .  i . . . .  i . . . .  i . . . .  i . . . .

TPR o fN -P d A l O

9.4 %
00 1.6% 

0.4 %
V

flow  50 m l/m in

50 100 150 2 0 0  2 5 0  300 3 50  400  50 100 150 2 00  250  300 35 0  400
temperature, °C  temperature, °C

Figure 15. T P R  p ro file s o f  N -P d -A l20 3 at tw o  different load ings analysed  w ith  a reducing f lo w  o f  a) 50  
m l/m in  and b) 25  m l/m in .

These results did not follow  the trend observed for the C-Pd-Al20 3 and A -Pd-A l20 3 series. Even 

considering the different starting condition o f  the analysis o f  N-Pd-A l20 3 the high temperature 

signals makes interpretation difficult.

3.2.4 Temperature programmed hydride decomposition

Introducing this section is useful to define the difference between “absorption” and “adsorption” 

o f  gas on metal. Adsorption identifies chemisorption o f  a m olecule or an atom on the surface o f
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the metal while absorption identifies the sorption o f  atoms into the bulk o f  the metal. In 

particular the hydrogen can be absorbed into the Pd forming a new  crystallographic phase (3-Pd 

hydride.2,3 This peculiar property can be used to characterise the supported Pd catalyst4,5’6

One technique used to study the Pd hydride formation is the TPHD that consists in a TPR ramp 

performed on an already reduced Pd sample. Starting the analysis at room temperature the 

hydrogen is absorbed and Pd hydride is formed. At one particular temperature, this phase 

becom es unstable and decom poses releasing hydrogen and so generating the positive signal in 

the TCD detector (Figure 16). Using a calibration curve it is possible to measure the amount o f  

desorbed hydrogen.

3
ci

"3c
DOc7>
QUH

Figure 16. T P H R  p ro file s  o f  N -P d -A l20 3 sam p les. In this experim ent the starting tem perature is -10°C  
this a llo w  a m ore stab le b ase lin e , as the s ig n a l is no t to c lo se  too  the start o f  the run.

Before to proceed with the quantitative analysis o f  the signals, a series o f  experiments aimed to 

increase the number and the quality o f  information obtainable from the Pd hydride 

decomposition analysis are reported below.

3.2.5 TPHD development

An interesting work7 claimed the possibility to measure by temperature programmed hydride 

desorption and subsequent “sorption” not only the absorbed but also the adsorbed hydrogen. 

The experiment was so designed. Increasing the temperature up to 400°C  first the Pd hydride 

decom poses and then hydrogen desorbs from the surface in a w ide range o f  temperature 

producing a very broad positive signal. At th is  point a fast cooling step should produce the 

successive re-adsorption and re-absorption, which should be recorded as two negative peaks. It 

is reported that the experiment has given reproducible results for Pd supported on silica but not 

for Pd supported on alumina. However w e thought it was worth investigating this experiment to 

evaluate the possible applications.

9.4 %

1.6%

0.4 %

120 140
temperature,°C
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The 9.4% N -Pd-A l20 3 sample was analysed increasing the temperature at 10°C/min (50 ml/min 

flow  o f  10% H2 in Ar) up to 400°C and then the quartz sample tube was cooled rapidly in an 

ice-water bath. The recorded profile is reported in Figure 17.

4 0  5 0  6 0  7 0  80  9 0  100 110  120  
tim e, min

F igure 17. T P H D  an alysis fo llo w ed  b y  a fast c o o lin g  step.

As the temperature increased the profile revealed the presence o f  the hydride decomposition but 

no broad positive peaks were observed. When the temperature was cooled down fast, two peaks 

were observed as expected. A  blank analysis revealed that the first peak is actually an artefact 

instrumental signal. In fact the detector responds to a fast change o f  temperature in the sample 

tube generating a sharp signal (Figure 18a). This is likely due to the sensitivity o f  the detector to 

the sudden change o f  the temperature (and pressure) in the system. In Figure 18b this 

phenomenon was also observed for more gradual changes o f  temperature.

This instrumental effect made the observation o f  the adsorption signal, when present, very 

difficult. Nevertheless the second signal clearly started when the temperature reached about 

80°C and so can be attribute to hydrogen re-absorption. This new  type o f  ramp that presents 

both desorption and adsorption w ill be more generally called temperature hydride sorption 

(TPHS). Different cooling rates were tested in order to obtain a neat absorption signal.

0

20 |
0 temperature curve derivative

J  i . i i I  __   .____   L .

0  ̂ time, min 15 0 5 10 15 20

time, min

Figure 18. a) A  fast ch an ge  o f  the tem perature o f  the sam p le ho ld er generates a sharp signal, b) T P H D  
trace. A t the start and the end o f  a heating ram p the heating rate can  be not constan t as revea led  b y  the 
sinusoidal shape. T he ch a n ges o f  heating rate w ere  detected  by  the detector and generated  a “not straight” 
baseline. T his w as con firm ed  b y  the p recise  fit o f  the baselin e  i t s e lf  w ith  the first derivative o f  the 
temperature ramp.
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In Figure 19a a TPHS analysis with a slow  cooling ramp is reported. Decomposition and 

reformation o f  the Pd hydride phase are clearly observed as positive and negative peaks. The 

slow  cooling ramp resolved the second signal in two components revealing that two sites with 

different energy are available for the hydrogen when absorbed into the Pd bulk.

H desorption

H absorption

0 5 10 15 20  25 30 35 40
time, min

250

200 2
150 &

.4 0  . 6 0
time, min

Figure 19. T w o  ex a m p les o f  tem perature ramp for the temperature program m ed hydride sorption (T P H S) 
analysis.

Figure 19b shows a TPHS analysis performed with a similar heating and cooling rate. There was 

a good quantitative correspondence between the areas o f  peaks o f  the two signals but the 

absorption signal offered the advantage o f  a more precise integration as it appeared in a region 

where the baseline is better defined. The ramp program in Figure 19b was finally adopted to 

measure the amount o f  absorbed hydrogen in the Pd-Al20 3 catalyst. The results o f  the 

measurements, expressed as m ole o f  absorbed hydrogen per m ole o f  Pd, are plotted as a 

function o f  Pd wt% in Figure 20.

1.0 
0.9 
0.8 

-  0.7
xP 0.6 
a- 0.5

' i  0 4
« 0.3 

0.2 
0.1 
0.0

0.00 0.02 0.04 0.06 0.08 0.10
Pd, x’ wt

■ C-Pd-Al20  

•  A-Pd-Al20  

a -N -P d-A lO

Figure 20 . A m ou nt o f  absorbed hydrogen  per atom  o f  Pd plotted  as a fun ction  o f  the Pd loading (x wt ~  
fraction in w eight).
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3.2.6 Pulse chemisorption

Selective hydrogen and carbon monoxide chemisorption are normally used to measure the 

dispersion o f  a supported metal catalyst. In the case o f  Pd, a problem em erges for the hydrogen 

chemisorption because the total uptake o f  hydrogen is affected by hydrogen absorption. CO is 

commonly preferred and w e also have used it as adsorbent in the dynamic pulse chemisorption 

measurement. H owever experiments with hydrogen were also performed to measure both 

absorbed and adsorbed hydrogen. Figure 21a shows an example o f  pulsed chemisorption profile 

and Figure 21b shows the typical “S” shape trace obtained by the integration o f  the signals.

3
d
«3
.&

C/5

QOH

injections

0 50 100 150 200
tim e, m in

50  100
tim e, min

200

Figure 21 . a) H 2 p u lsed  ch em isorp tion  p rofile  for 1.6%  N -P d -A l20 3 sam p le, b ) Integration o f  the PC  
sign a ls reported as a fun ction  o f  the tim e.

Assuming that each atom o f  CO is adsorbed to one atom o f  Pd, the measured number o f  

adsorbed CO m olecules corresponds to the number o f  Pd atoms on the surface. Dividing this 

value by the total atom o f  Pd w e obtain th e fraction exposed o f  Pd (F E ) (Figure 22a). In a 

similar way the number o f  atom o f  hydrogen sorbed was divided by the total number o f  atom o f  

Pd and reported in Figure 22b.

1.0
CO chemisorption a

1.0
•oCL. H2 chemisorption b

0.8 — C-Pd-Al20 o
E

0.8
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ui 0.6 . ■ — A-Pd-Al20 3 X 0.6
2

A-Pd-Al,0,
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* ■ — a — N-Pd-Al20 3
I 0.4

l x _ 2 3
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Figure 22 . a) Fraction e x p o sed  o f  the Pd m easured  b y  CO  pu lse  ch em isorp tion  p lo tted  as a function  o f  the  
Pd loading  (Xwt=  fraction in  w e igh t), b ) N u m ber o f  sorbed hydrogen per a tom  o f  Pd.
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3.2.7 Consideration over hydrogen pulse chemisorption

The measured amount o f  s orbed hydrogen is too 1 ow to be derived by the measure o f  both 

adsorbed and absorbed species. These facts led us to investigate more in detail the technique in 

order to reveal the real nature o f  the measurement. It was possible that in this experiment the H2 

absorption into the bulk was not measured. In fact after each injection o f  H2 from the loop into 

the sample there were 12 min o f  pure argon flow. The starting conditions were appropriate for 

hydrogen absorption but, as the ratio o f  hydrogen in the atmosphere decreased, the absorbed H2 

may be desorbed and reach the detector.

Two experiments were designed to verify this hypothesis.

The first aim was to confirm that in absence o f  hydrogen flow  the Pd hydride is not stable and 

decom poses releasing hydrogen.8 A  TPHD experiment recorded the desorption and the 

adsorption o f  H2 and was stopped at 65°C just after the re-absorption o f  H2. At this point the 

carrier gas was changed from 10%H2 in Ar to pure Ar and the temperature was increased up to 

150°C. The adsorbed H2 should be desorbed and recorded (Figure 23a). The result revealed the 

presence o f  the desorption signal as a shoulder on the large signal generated by the change o f  

gas' (Figure 23b).

140

120 o
100°-

3

0 10 20 30 4 0

3d

27.0 27.5 28.0 28.5
tim e, min time, min

Figure 23 . a) T P H R  an a lysis fo llo w ed  b y  a tem perature program m ed desorption . A t 25  m in  the sam p le  
w as c o o le d  d ow n  to 6 5  °C  and P d  hydride is form ed. A  this poin t H 2 f lo w  gas w as ch an ged  to Ar and a 
temperature program m ed desorption  ramp w as recorded up to 15 0°C . b) detail o f  the figure 16a.

The area o f  the shoulder was equivalent to the area o f  the absorption signal recorded at the start 

o f  the analysis. This revealed that after less than 1 min the H2 was removed from the atmosphere 

the (3-Pd hydride decomposed.

' T he change o f  the carrier gas produced  tw o sig n a ls  (F igure 2 3 b ). T he first is a sp ik e  generated b y  the  
va lv e  turning. T he seco n d  is  a large sign a l generated b y  the tem porary large d ifference o f  gas  
co m p o sitio n  o f  reference and carried gas into the W heatstone bridge circu it o f  the T C D  detector and due  
to the d ifference in the length  o f  the tw o  paths.
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The second experiment measured the chemisorption of hydrogen at different temperatures 

(Figure 24).

3
ed
B
.£P‘w
Q
UH

0 50 100 150 200
time, min

Figure 24. Pulse chemisorption profiles of 1.6 % N-Pd-Al20 3 recorded at different temperatures.

We know that above 80°C the absorption does not occur since the Pd hydride is unstable. So if 

the hydrogen chemisorption at room temperature measured both absorbed and adsorbed atoms 

at higher temperature we would expect smaller amounts of sorbed hydrogen. The integration of 

the signals revealed that there were no differences between the amount of chemisorbed 

hydrogen below and over 80°C. It has to be noted that a change in the baseline occurs but this 

phenomenon was observed in other samples also at room temperature.

The results of the two experiments revealed that during the pulse chemisorption experiment, the 

H2 is readily adsorbed on the surface and that absorption is possible but in the 12 min of Ar flow 

the absorbed H2 would be desorbed. The only effect on the signal would be a broadening of the 

peaks. In conclusion only the surface adsorption is measured and so pulsed hydrogen 

chemisorption appears to be an appropriate technique to measure the dispersion of Pd catalysts.

3.2.8 Catalytic test

The Pd-Al20 3 catalysts were tested for the hydrogenation of the crotonaldehyde 

(C 7/3 - C H  = CH - C H  = O). The crotonaldehyde has two double bonds that can be

hydrogenated producing three possible products9 (sec. 1.3.5). The Pd catalysts were strongly 

selective to the hydrogenation of the carbon-carbon d ouble bond10 and negligible amount of 

C=0 bond hydrogenation was observed. Therefore in this section is monitored the activity of 

the catalyst to the hydrogenation of crotonaldehyde to butyraldehyde (1).

150°C . a J J J J J J J J J L

100°C N i u u l l u j u u l

40°C U U U U U U U L L L
room temp.

J _ _ . l  .  ,  1 .  1 ,  1 . .  1 .X  ------.------1------ .------.------ L _ . ------
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H3C

h2
JC

XT
H

O H3C ‘ C
H2

o (1)

crotonaldehyde butyraldehyde

The reaction conditions reported in sec. 2.3.2.1 were chosen in order to obtain a low conversion. 

The conversion does not require any activation time and only a small deactivation (about 10%) 

was observed after 8 h of stream.

The results of the analysis, reporting the activity as a function of the Pd loading, are summarised 

in Figure 25. The normalised conversion data in Figure 25b showed that the activity of the 

catalyst p er m ole o f  P d d epended m ainly from t he p reparation m ethod. A -Pd-Al20 3 w as t he 

most active and N-Pd-Al20 3 was the less active. The activity of the sample prepared with the 

same method seems to depend from the particle size: bigger particles are more active than 

smaller one.
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Figure 25. a) Conversion of crotonaldehyde to butyraldehyde reported as a function of the Pd loading, b) 
Conversion data normalised for 3% Pd loading.

3.3 Discussion

3.3.1 Sintering

The Pd signals in the XRD patterns of the low loading samples showed small signals that 

overlapped with the alumina signals. The in situ XRD temperature programmed reduction used 

for the characterization of N-Pd-Al20 3 revealed to be an efficient technique in studying the 

thermal effect on the supported Pd. From the sequence of the patterns it was possible to observe 

the change of the broadening of the Pd signals directly related with the Pd crystallites size. The
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Pd signals became slightly sharper as the temperature increased form 100 to 400°C. A more 

marked change of the Pd signals sharpness was observed at 500°C revealing that at this 

temperature the sintering process become relevant.

A more detailed analysis of t he p attem w as attempted using M AU D11 a simulation program 

based on “Rietveld” method. Unfortunately the high surface area of the alumina implies a 

structure rich in defects and strain that produce a pattern with very broad and “distorted” peaks 

that made the simulation very difficult. A good fitting was never obtained. Comparing visually 

the patterns of the various series reduced at 300°C, we observed more intense signals for the N- 

Pd-Al20 3 series in agreement with the dispersion measurement. Furthermore, the extent of 

sintering at high temperature was larger for the N-Pd-Al20 3 samples suggesting that larger 

particle sintered more easily.

3.3.2 Reductibility of palladium oxide

The TPR profiles of Ni-Al20 3 and Co-A120 3 reported in Chapter 4 clearly reveal three different 

species that reduced in a wide range of temperatures. PdO on the contrary is very easy to reduce 

and most of the reduction can occur at room temperature or below (Figure 14). This implies 

that, in a typical PdO TPR analysis, the reduction occurs at the start o f the analysis (Figure 12a, 

Figure 13a) with a consequent difficulty in “extracting” information.

Some instruments capable to start the temperature ramp at -70°C revealed the presence of more 

than one reducible species.12 In attempt to increase the quality of the information of our TPR 

profiles, the analysis were performed with the routine flow of 50 ml/min and with a smaller 

flow of 25 ml/min.

Comparing the profiles recorded at 25 ml/min with those recorded at 50 ml/min (Figure 12 and 

Figure 13) we observed that the milder conditions induced the splitting of the signal revealing 

the presence of different reducible species not observed in previous works.13 The main peak is 

also shifted at higher temperature. Using only TPR analysis, the identification of the species 

reduced at higher temperature appeared to be a difficult task. The TPR of N-Pd-Al20 3 

unfortunately did not help us to understand as the trend observed for C-Pd-Al20 3 and A- Pd- 

A120 3 is not confirmed. The alternation of the position of the high temperature reduction signal 

and the anomalous high intensity of the peak at 110°C and 180°C recorded for the 0.4% loading 

(Figure 15) led us to consider with more attention the possible origin of the signals observed at 

high temperature.



Chapter 3 Pd supported on AI2 O3 50

3.3.3 The hydrogen-palladium system

The hydrogen interaction with metal Pd is characterised by the possibility of both adsorption 

and absorption (Figure 26).

I 'd  ► n * k  

Alumina

Measuring the hydrogen chemisorption in a “volumetric” apparatus, the absorption process 

affects the total uptake of hydrogen and a back sorption is necessary to calculate the adsorbed 

hydrogen.14,15 In the literature the Pd hydride formation has been avoided,16’17 when using a 

dynamic pulsed apparatus, setting the sample temperature at 70°C (Pd-H decomposition). The 

consideration in section 3.2.7 demonstrates that this technique can selectively measure the 

chemisorbed hydrogen also when performed at room temperature.

From the number of adsorbed hydrogen (and assuming that one adsorbed hydrogen occupies a 

Pd surface site) the Pd fraction exposed was calculated. The FE was also measured by CO 

adsorption generally considered a reliable method as it is not absorbed into the Pd.
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Figure 27. Comparison of the fraction exposed of the sample measured by H2 and CO pulsed 
chemisorption.

The comparisons of the H2 and CO measurement reported in Figure 27, showed that they were 

in good qualitative agreement. The FE measured by CO is about 20% higher compared with that 

measured with H2. The constant difference suggested that some systematic process might have 

affected one of the two measurements. This could depend from instrumental or physical reason. 

In the second case the assumption adopted in the calculation that one atom of Pd interact with 

only one atom of CO or one atom of H could be not correct. Furthermore the spillover of 

adsorbed species may affect the measurement.

H2 chemisorption □ C-Pd-Al20 3
CO chemisorption O A-Pd-Al20 3

_ ■
A  N-Pd-Al20 3

• ■
• A ----* —

A
------------------------------A

---- .-----1-----1---- 1---- 1---- 1---- .---- 1___.---

Figure 26. Hydrogen adsorption (Hads) and hydrogen 
absorption (Habs) on supported metal Pd.
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Continuing the analysis o f  the Pd-hydrogen system, w e have seen that the amount o f  absorbed 

hydrogen was measured by a temperature programmed sorption technique (section 3.2.5). The 

TPHS ramp developed in this work appears to be an elegant way to observe quantitatively the 

reversible absorption desorption process. The consistent double measurement reinsures on the 

quality o f  the analysis.

It is useful at this point to introduce the new  quantity “solubility o f  hydrogen in Pd” defined as 

number o f  absorbed hydrogen per atom o f  Pd (1).

Solubility of H in Pd = H.

Pd
(1)

total

It is directly dependent on the amount o f  “bulk” Pd and, more specifically, it can be affected by 

three main factors. The first is the particle size: small particles can absorb less hydrogen as they 

are com posed by more surface and less bulk Pd. The second is the alloying with other metals: 

the solubility decreases as the concentration o f  the second metal increases. The last factor that 

could influence the solubility o f  hydrogen in Pd is the support interaction.
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Figure 28. a) The solubility of hydrogen in the Pd-Al20 3 catalysts (Habs/Pd,otai) measured by TPHS is 
plotted as a function o f the Pd fraction exposed, b) Comparison of different study o f the hydrogen 
solubility as a function of the FE. The curve observed in this work is in bold.

Because w e had prepared samples with different dispersion and w e had measured both 

solubility o f  hydrogen and dispersion w e were able to verify their relationship. The hydrogen 

solubility as a function o f  the FE calculated by hydrogen chemisorption is plotted in Figure 28. 

On the top axes is also reported the average particle size ( d ) estimated assuming spherical

particle shape, by the equation J  = 1 L 1 .18 The fitting curve clearly underlines the expected
FE

correlation between the solubility and the fraction exposed. This correlation was previously 

studied for pure Pd by Boudart and H wang3 and for supported metal Pd by Baltanas et a /.19 

(who reviewed previous studies) and Karpinski et al.6 (Figure 28b).
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The first two authors, who used an isothermal apparatus for the measurement of the absorbed 

hydrogen, did not find much agreement for high dispersion samples. The differences were 

attributed to the different pre-treatment of the sample. The hydrogen solubility observed by 

Baltanas reaches a plateau for FE higher than 0.5. This was explained by dividing HabS in two 

components, Hp (p-hydride adsorbed into the bulk) and Hss (hydrogen sorbed in surface below 

the first few layer of Pd), and considering that the second component becomes very important at 

higher FE. The deviation from the main fitting line observed in other works20’21 was also 

considered and correlated with strong interaction with the support induced by prolonged 

reducing process. In the present and in Karpinski’s work, that used a temperature programmed 

technique, a lower solubility curve was observed. Support interaction could have played a role, 

but the absence of the plateau at high dispersion suggested that the divergence is mainly due to 

the different techniques used. In particular the Hss may be not detectable by the TPHD 

measurement. At low dispersion the curve measured in this work approached the Baltanas curve 

and correctly aimed the value of 0.66 typical of pure bulk Pd.

The knowledge of the Hsoiub/FE curve is relevant as it could be used for the study of the average 

particle size starting from absorption measurement. More important in our study is the possible 

application for investigating bimetallic systems. In fact alloying the Pd with another metal will 

reduce the solubility of the hydrogen with a consequent shift of the hydrogen solubility below 

the described curve. Because the unalloyed bimetallic particles will not show any shift it can be 

used to estimate the degree of alloying of the two metals in supported bimetallic catalyst.4,6

Some limitations have to be mentioned. Since the solubility goes to zero for alloy composition 

of about 50% Pd, the degree of alloying could be studied only for bimetallic Pd-based particles 

containing more than 50% Pd. Moreover, as we can see in figure 22a, when the dispersion 

increases the solubility goes to zero and so there is a limit to the detectable size of the 

particles.22

Another result that worth some comments is the splitting of the TPHS signal observed in Figure 

19 when a slow cooling rate was used. It is easily reproducible in the desorption step using a 

low rate heating ramp. This splitting, not reported in the literature, may be originated by two 

different types of site were the Pd is allocated. TPHD analysis performed with a low rate 

heating ramp could provide additional information useful to investigate the solubility of 

hydrogen in Pd and thus the particle size and the degree of alloying.
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3.3.4 Reaction

The reaction results showed that the activity of the catalyst per mg of Pd mainly depends on the 

preparation method. The dependence of the activity from the particle size observed for the 

samples C-Pd-Al20 3 and N-Pd-Al20 3 is interesting but should be confirmed with a larger 

number of samples. This reaction was chosen because the selectivity to the C-O hydrogenation 

is structure sensitive.23,24 Since all the Pd catalysts were 100% selective to the C-C double bond 

we could not investigate this aspect. When a second metal will be added to form the alloy 

catalysts some selectivity to the double C-O double bond could be induced and studied.

3.4 Conclusions

From a general point of view the single metal Pd study was planned to acquire a background of 

knowledge necessary for the next step: the preparation of uniform alloy particle by the selective 

reduction of a second metal.

From the in situ XRD, we have obtained precise information about the sintering process that 

will be useful for the thermal treatment needed for the alloying of the bimetallic particles after 

the deposition of a second metal. In fact marked sharpening of the peaks observed above 500°C 

will set a limit temperature for the thermal treatment needed for the alloying of the two metals 

in order to avoid large sintering.

The preparation of Pd-Al20 3 in different method produced a series of samples with different 

dispersion. The combination of chemisorptions and adsorption measurement allowed to  well 

define the solubility property of the hydrogen into the bulk Pd. This achievem ent is particular 

relevant as leads to a method that will be very useful for difficult task of measuring the degree 

of alloying of Pd bimetallic particles.

The exclusive hydrogenation of C-C double bonds in the test reaction precluded the study of the 

selectivity. The deposition of a second metal planned to prepare the alloy catalyst could induce a 

certain degree of selectivity to the C-O bond allowing the study of the structure-sensitivity of 

the reaction.

Three other achievements can be mentioned.



Chapter 3 Pd supported on Al20 3 54

The TPR analysis performed at low flow revealed the possibility to resolve the Pd signal in 

different components. Despite a complete understanding of the origin of the signal was not 

achieved, this could be an information source to differentiate the various Pd catalysts.

The TPHD analysis was developed in a more complete TPHS that allowed the precise 

measurement of the amount of absorbed hydrogen. The use of slow heating (and cooling) rate in 

the temperature ramp revealed the presence of different sites where the Pd could be absorped.

It has been showed that the dynamic pulsed hydrogen chemisorption measures selectively the 

adsorbed hydrogen also when performed below the decomposition temperature of (3-Pd hydride.
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Chapter 4

4 Comparative study of Ni and Co 
supported on AI2 O3

4.1 Introduction

In this Chapter is presented the study of the single metal catalysts Co-A120 3 and Ni-Al20 3 

prepared by incipient wetness impregnation under different conditions. The characterisation, 

performed mainly by XRD, TPR and dispersion measurement, aimed to study the effect of the 

preparation conditions on the final catalyst. The effect of the calcination temperature, the 

calcination time, the loading and the support surface area were investigated. Thanks to a large 

number of samples analysed a good understanding of the effect of these variables on the catalyst 

is achieved and a model is proposed.

The TPR analysis, in particular, revealed to be very useful in this study. It was possible to 

identify and investigate three different species of metal oxide precursors from which the final 

properties of the metal catalyst depend.

This study was designed to acquire basic knowledge of the single metal catalyst necessary for 

the s ubsequent “selective s econd metal deposition” p lanned f  or the preparation of bimetallic 

alloy catalyst. Ni-Pd-Al20 3 (and Co-Pd-Al20 3) will be in fact used as “parent” (Chapter 6) for 

the deposition of a second metal Pd.



Chapter 4 Comparative study of Ni and Co supported on Al20 3 57

4.2 Results

4.2.1 Sample range

Two series of Ni-Al20 3 and Co-A120 3 catalysts were prepared by incipient wetness 

impregnation (IWI) of the nitrate salt using two different types of y-alumina. They were 

identified as Ni-Al20 3-I, Ni-Al20 3-A, Co-AI20 3-I, and Co-A120 3-A were “I” and “A” identifies 

the origin of the support, respectively “ICI” and “Aldrich”. The surface areas of the supports, 

measured by the BET method, are 165 m2/g for “A” alumina and 295 m2/g for “I”. Samples 

with various metal loadings (from 0.2 wt% to 22 wt%) were prepared for each series (sec. 

2.2.1). After the impregnation, the metal nitrate on alumina samples were calcined at 400°C for 

3 h and characterised in order to study the effect of support and loading on the particle size. 

Four samples (5.6-0.5% Ni-Al20 3-I and 7.5-0.5% Co-A120 3-I) where also prepared using 

different calcinations temperature and calcinations time. Figure 29 summarises the collection of 

samples prepared specifying the preparation condition.
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4.2.2 Temperature programme reduction

After the impregnation (and the drying) the samples were calcined at 400°C for 3 h. This 

temperature was selected after thermo-gravimetric analysis (TGA). The traces o f  the dried 

sample in Figure 30 showed that after the water desorption at about 100°C two more peaks were 

observable at about 250°C and 400°C. They were due to the nitrate decom position. The presence 

o f  two decomposition signals was probably due to different interactions o f  the nitrate with the 

support. After calcination at 400°C the TG A profiles, apart for the water desorption, appeared 

flat confirming that the nitrate decomposition was complete.

Calcinated

 Dry

calcination
temperatureCo

0 100 200 300 400 500 600 700
temperature, °C

Figure 30. Derivative of the TGA profiles of 7.5% Ni-Al20 3-I and 5.6 wt% Co-A120 3-I collected before 
and after calcination of the sample at 400°C.

The samples calcined at 400°C  (Co and N i oxide) were analysed by temperature-programmed 

reduction (TPR) between 30 and 1100°C holding the top temperature for 15 min (Figure 31). 

The reduction o f  the Co oxide and N i oxide is a com plex process that occurs over a wide range 

o f  temperature.
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Figure 31 . T PR  profiles o f  the four series o f  sam ples. T he sam p les prepared b y  IW I w ere previous  
ca lcined  for 3 h at 4 0 0 °C . O n the top o f  each  series the profile  o f  the pure m eta l is  reported as reference. 
N o te  that the p rofiles w ere not p lotted  w ith  the sam e sca le  in order to a llo w  a better com parison  o f  the
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4.2.2.1 Ni-Al20 3

The 22.5% TPR traces of NiO-Al20 3-I in Figure 31a showed three main signals.

• The first, at 280°C, was very weak. It shifted to higher temperature (up to 420°C) and 
increased in relative intensity as the loading decreased.

• The second signal was centred at 550°C. As the loading decreased the intensity of the signal 
decreased and it disappeared in the 2.5% sample.

• The third signal was at about 770°C. Decreasing the loading the signal shifted to higher 
reduction temperature reaching 1000°C in the lowest loading.

Figure 31b shows the TPR traces of N i0-Al20 3-A. The 2.5% loading trace showed three signals 

very similar to the 7.5% of the previous “I” series and a similar “evolution” of the signals was 

observed as the loading decreased. In the 7.5% Ni-Al20 3-A trace the second signal was the main 

one and it covered the others while in the 22.5% trace an additional sharp signal at the same 

temperature of the pure NiO reduction was observed. At lower temperature, a small broad 

shoulder was observed probably due to the surface reduction NiO.

4.2.2.2 Co-A120 3

The Co oxide obtained by the calcination of Co nitrate was a mixture of Co3+ and Co2+ (Co30 4 

and C o02y but will be below indicate as Co30 4. The 22.5% Co30 4-A120 3-I TPR trace showed 

three main signals (Figure 31a).

• The first was composed by a large peak at 350°C and a shoulder at 270°C. It shifted to 
higher temperature as the loading decreased.

• The second signal centred at 600°C decreased in intensity as the loading decreased and 
disappeared in the 0.5% trace.

• The third signal shifted to higher temperature and increased in intensity as the loading 
decreased.

Passing from 22.5% to 2.5% loading, the first signal decreased in intensity while the area of the 

third peak increased. When the loading was very small, the trend changed and the relative 

intensity of the third peak decreased. The reduction traces of Co30 4-A120 3-A (Figure 31b) 

presented a set o f  signal similar to the C o30 4-Al20 3-I series. Also the trend observed as the 

loading decreased appeared very similar but with a subtle difference. At the same loading the 

shift of the third peak and the “disappearing” of the second peak was less marked.
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4.2.3 Effect o f calcination temperature and calcination time

The 0.5/7.5% Ni-Al20 3-I and the 0.5/5.6% Co-Ni-Al20 3-I samples were calcined at 300°C for 

20 min, 3 h and 9 h (Figure 29) and analysed by TPR (Figure 32).
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Figure 32. T P R  profiles o f  the sp ec if ied  sam p les ca lc in ed  at 300°C  for d ifferent tim e.

In all the cases longer calcination time produced the decrease of the intensity of the low 

temperature signal. The signals at high temperature did not change much in the low loading 

samples while in the higher loading samples longer calcination time produced the increase of 

their intensity. This was particularly evident in the 7.5% Ni-Al20 3-I profile.

The same set of samples (0.5-7.5% Ni-Al20 3-I and 0.5-5.6% Co-A120 3-I) were calcined for 3 h 

at different temperatures and analysed by TPR (Figure 33). For the 0.5% loading samples higher 

calcination temperature led to the decrease of the low temperature signal. In the case of 7.5% 

Ni-Al20 3-I and 5.6% Co-A120 3-I was also observed the increase of intensity of the high 

temperature signals.
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Figure 33 . T P R  profiles o f  the sp ec ified  sam p les ca lc ined  for 3h  at d ifferent tem perature.

4.2.4 XRD study

The 7.5% Ni-Al20 3-I sample was analysed by XRD during the preparation. The patterns were 

collected after impregnation of Ni(N03)2 on A120 3 and after calcination at 400°C for 3 h 

(forming Ni0-Al20 3) (Figure 34). No Ni(N03)2 and NiO signals were observed suggesting that 

the deposition produced a good dispersion of the particles and that the calcination at 300°C did 

not promote sintering.

The XRD analysis of the 2-7.5% samples of the Ni-Al20 3-I series reduced at 400°C did not 

show the presence of any crystallised (XRD detectable) Ni. The analysis of the 7.5% sample 

reduced at 550°C showed only weak Ni signals, while reducing the samples at 750°C more 

intense signals are observed (Figure 35).
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Figure 34 . X R D  patterns co lle c te d  during the preparation o f  7 .5%  N i-A l20 3-I after im pregnation o f  
alum ina w ith  N i ( N 0 3)2 (dried) and after ca lc ination  at 400°C  for 4  h  (ca lc in ed ). T h e alum ina pattern is 
reported as reference.

F igure 35. X R D  patterns o f  N i-A l20 3-I at the sp ec ified  loading after reduction  at 5 5 0  and 75 0 °C .

The TPR traces showed that the total amount of reduced oxide strongly depend on the reduction 

temperature. The best reduction temperature will be then a compromise between reducing large 

amount of Ni and avoiding strong sintering of the particles.

Two Ni-Al20 3-A samples (22.5 and 5.6%) were analysed by XRD after reduction at 300°C and 

600°C (Figure 36). These temperatures were selected on base of the TPR results and aimed to 

investigate the reducible species associated with the TPR signals.

Ni-Al20 3-I 
reduction at 550°C

Ni-Al20 3-I 
reduced at 750°C
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scattering angle, 20

30 40 50 60 70 80 90
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Figure 36. XRD patterns o f 22.5 and 7.5% Ni-Al20 3-A after reduction at 300 and 600°C.

In the 22.5% pattern the sample reduced at 300°C (reduction o f  the first peak) showed intense 

and sharp Ni peaks very similar to those from the sample reduced at 600°C (reduction o f  the 

first and second peak). This suggested that most o f  the well-crystallized N i formed on the 

support comes from the reduction o f  the first TPR signal.

The pattern o f  the 7.5% sample reduced at 600°C the patterns revealed broad Ni signals while 

after reduction at 300°C no N i signals were observed as expected from the TPR profile.

The Co samples were not analysed by X R D  because the Co, under the X-ray with wavelength o f  

1.54 A, emits fluorescent X-ray light that compromises the detection o f  the diffracted radiation.

4.2.5 Dispersion measurements

The metal surface o f  the N i/C o-A l20 3 catalyst (reduced at 550/650°C) was measured' by a 

volumetric hydrogen chemisorption (sec. 2.4.5) and the results are reported in Figure 37a.

1 Experiment performed in the Johnson Matthey laboratory in Billinghan.
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Figure 37. a) Area of surface metal per gram o f catalyst expressed as a function o f the loading, measured 
by hydrogen volumetric chemisorption. b) Dispersion of the sample calculated assuming that all the metal 
was reduced.

From the area of the metal surface is possible to calculate the number of atoms on the surface. 

The dispersion is then obtained by dividing it by the total number of metal atoms in the sample 

(Figure 37b). Catalysts prepared by incipient wetness impregnation normally have higher 

dispersed particles in low loading sample. Remarkably the results did not follow this trend. At 

high loading we observed relatively high dispersion. At 2.5% loading the dispersion reach a 

minimum and below this loading we observed a slight increase. A possible reason for this is the 

wrong assumption in the calculation that all the metal was in the reduced state. From the TPR 

profiles in Figure 31 we observed that the amount of Ni/Co oxide reduced at 550/650°C was 

close to 100% only at high loading while at low loading only a fraction of metal oxide is 

reduced. This introduces an error in the calculation of the dispersion that could explain the drop 

of dispersion below 5% loading (Figure 37b). Another factor that has to be considered is that the 

accessibility of the H2 to the metal atoms could be repressed by strong metal-support 

interaction. The dispersion data in Figure 37b underlined the complexity of the Ni/Co-Al20 3 

interactions.

The dispersion of Co-A120 3-I was measured by pulsed H2 chemisorption performed at 100°C 

(because of the characteristic activated chemisorption2 of H2 on Co) (Figure 38). The results 

showed a decrease of the dispersion as a function of the loading. This is the general trend 

expected for a series of samples with different loadings but it was in direct contrast with the 

previous results. Unfortunately the series of experiment performed with the pulsed H2 

chemisorption (with both Ni and Co) did not provide very reproducible results and cannot be 

considered totally reliable.
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Figure 38 . D isp ersio n  o f  C o-A120 3-A  m easured by  pu lsed  hydrogen  ch em isorp tion .

In conclusion the metal surface measurements provided contradictory results on the metal 

dispersion. Microscopy analysis appears to be the essential for a direct observation of the 

particle size.

4.3 Discussion

4.3.1 TPR and reducible species

A supported metal catalyst is often prepared by the reduction of the oxide precursor. In the case 

of preparation by IWI method, the calcination step, that promotes the salt decomposition and the 

metal oxide formation, enhances also the metal-support interaction. Different “metal oxide 

reducible species” are formed as a function o f  the extent o f  the interaction. Thus, while the 

reduction of pure Ni and Co oxide occur at a precise temperature the reduction of supported 

metal oxide is a complex process and occurs in a wide range of temperature.

In this Chapter we tried to understand the nature and the distribution of the “reducible species" 

as a function of loading, support and thermal treatment. Comparing the TPR profiles of the Ni 

and C o o  xide ( Figure 3 1) w e o bserved s trong d ifferences b etween t he h igh a nd 1 ow s ample 

loadings. Instead, remarkable similarity emerged for the four series comparing the evolution of 

the signal as a function of the loading. This observation is very important as suggests that the 

supported Ni and Co oxide species behave in very similar way under reduction conditions. 

Thanks to the large number of analysis performed, the complexity of reducing profiles can find
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some simplification. In fact three main reduction regimes identifying three different reducible 

phases were observed.

• Phase I : reduction below ca. 450°C

• Phase I I : reduction between ca. 400 and 700°C

• Phase I I I : in excess of ca. 700°C

Phase I showed the same reduction temperature of pure NiO and Co30 4 (Figure 31) and was 

assigned to the reduction of bulk oxide. The shoulder observed in the Co30 4 samples was 

probably due to the successive reduction of Co3+ (Co3+—► Co2+ and Co2+—► Co0).1

Phase II is reported in the literature3,4,5 to be originated by the reduction of the ionic forms Ni2+, 

Co2+ and Co3+ diffused on the surface of the alumina and into the octahedral and tetrahedral 

interstitial sites present on the surface alumina lattice.6,7,8,9 It is suggested that for surface and 

crystalline ion species, the reduction temperature increases as a function of the number of 

aluminium species that surround the metal. Al3+, in fact, polarizes10,11 the Co-O and Ni-O bonds 

increasing the effective charge on the metal and consequently the lattice energy. The XRD 

analysis of the 22.5% Ni-Al20 3-A after reduction at 300 and 600°C showed that the reduction of 

the second phase did not increase the total amount of “crystallised” Ni. This confirms that Phase 

II is not a bulk oxide.

Phase III was observed in the region of the reduction temperature of the metal aluminates 

NiAl20 412,13 and CoA120 43,14 that reduces respectively at ca. 800°C and ca. 900°C. The observed 

reduction temperature in the low loading samples was higher than those expected for the pure 

metal aluminates. These spinel phases are formed inside the alumina bulk and for this reason to 

achieve reduction more energy is required.

The three reducible species can thus summarised as following:

• Phase I consists of bulk metal oxide

• Phase II consists of the diffuse metal oxide on the alumina surface and metal ions are

occupying interstitial site of the first few layers of the alumina structure

• Phase III consists of metal ions incorporated deep into the alumina structure forming Co

and Ni aluminate

In order to visualise the relative change of the reducible species, a semi-quantitative analysis 

was performed. The areas of the three main signals were integrated and compared with the total 

area of the peaks of each pattern. Figure 39 shows how the reduction peak areas of the three 

phases changed as a function of the loading.
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Figure 39. Relative areas of the reduction peaks associated with the three reducible species above 
specified expressed as a function o f the loading.

Analysing the graphs in Figure 39, we can describe the general trend of the relative abundance 

of the phases as a function of the loading. Phase II showed its maximum intensity at the highest 

loading and decreased for lower loading disappearing around 2.5-1%. The decrease of Phase II 

corresponded to an increase of Phase III. This trend was already observed in the literature for 

both Ni13 and Co.15 Phase I appeared to slightly increase for Ni-Al20 3 and to slightly decrease 

for C o-A120 3 as the 1 oading decreased from the highest to about 2.5-1%. Below the 2.5-1% 

loading, we observe a fast increase of Phase I and a corresponding decrease of phase III.

The relative distribution of the three phases described as a function of the loading could be also 

expressed as a function of the particle size. The selective hydrogen chemisorption analysis (sec. 

4.2.5) could not provide the metal dispersion as after reduction at 500-600°C an unknown 

fraction of metal has been reduced. The use of higher reduction temperature was not 

contemplated as the sintering process and the changing of the high surface support would 

strongly affect the measurement. In the literature,3’4,6 measurement from the broadening of the 

XRD peaks showed that smaller particles are formed in the lower loading samples and we 

expected a similar trend in our samples. This means that the distribution of the three phases can 

be correlated with different particle size.

Figure 39 offers also the possibility to observe how the surface area of the support has 

influenced the distribution of the three phases. Following the lines that define the relative 

intensity of the three phases we observed that the general trend is the same for the two supports 

(squares and circles) but the lines associated with the support “A” are regularly shifted to the 

left compared with the “I” support. This result is important as can be associated with the
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different particle size obtained as a function of the support surface area (165 m2/g for “A” and 

295 m2/g for “I”). In particular the observed shift suggests that for the same loading smaller 

particle size are formed in the higher surface area support.

4.3.2 Effect of calcination temperature and calcination time

The experiments performed calcining selected samples at 400°C for various times (Figure 32) 

showed that the main effect of longer calcination time was to reduce the intensity of the first 

signal and thus to reduce amount of bulk metal oxide. In the 7.5% samples this occurred in 

concomitance with the increase of Phase II and III. These results suggested that during the 

calcination at 400°C, the metal oxide enhances the interaction with the support as a function of 

the calcination time.

Calcining the samples for 3h at different temperatures (Figure 33) we observed a similar effect. 

Higher calcination temperature reduced the amount of bulk oxide and increased the diffusion of 

the metal ions on the surface, and into the surface, of the alumina. This description was 

consistent with the XPS analysis of Ni supported on a-Al20 3 performed by Molina et al.16 

which showed a decrease of the Ni on the surface as a function of the calcination temperature. 

At 500°C the transformation was complete as no more bulk metal (phase I) was observed. The 

fact that after calcination at low temperature Phase II and III are however observed suggested 

that exist a distinction between bulk and diffused particles (Phase I and II) since the nitrate salt 

is deposited during the impregnation process. This observation founds confirmation in the 

thermo-gravimetric analysis (Figure 29) that revealed two signals for the decomposition of the 

nitrates.

4.3.3 Origin of Ni and Co aluminates

An important fact that has to be reminded when presenting TPR results is that it is a destructive 

technique. When high temperatures are reached (especially above the calcination temperature) 

the analysis actively modifies the samples. The Tammann temperatures (about 1/2 of the 

melting point temperature) for Ni and Co are respectively ca. 590°C and 610°C. Above these 

temperatures the metal mobility can be relevant and promote solid-state diffusion. Phase III, the 

product of solid diffusion of the ion into the alumina, is thus a phases that may not exist before 

the analysis and be created during the increase of the temperature. The TPR profiles collected in 

this work offered the opportunity to observe and analyse the evolution of Phase III. In particular 

it is very interesting to note the shift of Phase III to high temperature as the sample loading
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decreased. At the highest loading Phase III may not be present, decreasing the loading first it 

appeared close to Phase II and then it gradually shifted at higher temperature while Phase II 

disappeared. In contrast with the reduction of bulk CoA120 4 and NiAl20 4 that occur at a precise 

temperature, we observed a wide interval of reduction temperatures in the case of supported 

metal. This suggests that the “degree of incorporation” of the ion play important role in 

determining the reduction temperature and that there are many degrees of intermediate state 

between the ion diffused on the surface (Phase II) and those deep into the alumina structure 

(aluminate).

This brings new light onto the actual formation of the metal aluminate. We are, in fact, able to 

propose a scheme (Figure 40) that explains how Phase II and III depend from the loading (and 

from the particle size). Phases I and II reduced at a precise temperature and are represented by a 

horizontal lines. The intersections with the diagonal line indicate the temperature at which we 

observed the reduction. Phase III is originated by Phase II and increased its reduction 

temperature as the temperature ramp proceeds (promoting deeper ions incorporation). It reached 

a plateau at the reduction temperature of MeAl20 4 formed into the alumina.
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Figure 40. Reduction temperature o f the three phases as a function o f the temperature during the TPR 
process. The incorporation process o f Phase II occurs more efficiently for the low loading supported 
catalyst.

We can distinguish three cases. If the reduction of Phase II is complete before the incorporation 

starts, no Phase III will be formed (the case of higher loading samples) while if the 

incorporation is complete before the Phase II starts to reduce, no Phase II will be observed (the 

case of very low loading samples). Between these two cases the incorporation could be in 

competition with the reduction and both processes occur. In this case the incorporated ions 

could be reduced before they have completely formed the MeAl20 4 phase and thus the signal is 

observed at lower temperature.
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4.3.4 Formation and transformation of the reducible species

Organising the information, we can describe the formation and the transformation of the three 

phases in the various steps of the preparation of the supported metal catalyst (Figure 41).
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dry 120°C
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diffused
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surface diffusion
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bulk

Phase I

M L
surface diffusion

reduction 
below 400°C

reduction
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reduction 
over 700°C

reduction 
Phase I

reduction
Phase II

reduction 
Phase I
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Phase III

solid-state
diffusion

r ed u c tio n
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Figure 41 . M od el that descr ib es the form ation and the evo lu tion  o f  the three reducib le  sp ec ies  during the 
preparation steps o f  the m etal (C o  and N i) supported catalyst.

After the impregnation mainly Phase I and Phase II (as nitrate particles) were formed. Higher 

surface area of the support and lower loading favoured smaller particle size. The calcination 

step decomposes the nitrate into oxides (Phase I and Phase II) and also promotes the metal ion 

mobility inducing the transformation of Phase I into Phase II. Longer calcination time and 

higher temperatures favoured this transition. At temperatures below 400°C, the reduction of the 

bulk metal oxide (Phase I) occurs while the diffuse Ni oxide strongly interacting with the 

support requires higher temperatures. Above 400°C, Phase II can be reduced but the process is 

in competition with the solid-state diffusion of the ionic metal species into the alumina structure 

and consequent formation of a highly stable aluminate (Phase III). Large particle size favoured 

the reduction of Phase II while smaller particle size more easily can diffuse into the support.
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Finally Phase III was reduced above 700°C. Its exact reduction temperature depends on the 

degree of solid-state diffusion that is favoured for small particle size.

For very low loading, interestingly Phase I increased in relative intensity and at the same time 

shifted to higher reduction temperature. It appears that at very low loading bulk particles are 

preferably formed. This has never been observed before. The shift can be associated with bulk 

metal oxide that, because of the small particles, interacts with the support.

4.4 Conclusions

TPR has revealed to be a powerful technique to investigate the interaction between the metal 

(Co and Ni) and the support (alumina). The large number of TPR measurement collected 

investigating the effect of various variables (metal species, support area, loading, calcination 

temperature and calcination time) on the reducible species present in the precursors provided 

valuable information not obtainable by the studying a limited number of variables.12,16 

Combining the results with the literature information a good level of understanding of the 

signals of the TPR profiles was achieved and a overall view on the effect of the different 

variables was acquired. We were able to propose a general model (valid for both Ni and Co) that 

describes the formation and the transformation of the three reducible species of oxidised metal 

phases in the various steps of the catalyst preparation. The understanding of the formation and 

reduction of these oxide precursors is an important step for the optimisation of the condition for 

the preparation of the metal catalyst.

Regarding more in particular this work, from this study will be determined the conditions for the 

preparation of the “parent” single metal catalyst (Co-A120 3 and Ni-Al20 3) for the selective 

deposition of the Pd in the process of the alloy preparation.
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Chapter 5

5 Selective deposition of Ni over Pd-Al20 3

5.1 Introduction

The strategy for the preparation of supported alloy catalysts involves the preparation of a 

“parent” (single metal supported catalyst), the successive deposition of a second metal and a 

thermal treatment to promote the alloying of the two metals. Three main selective deposition 

methods are available: organo complex decomposition, direct redox reduction and reduction 

over adsorbed hydrogen. This work concentrates the attention on the last technique. Chapter 6 

reports the successful deposition of Pd over the Ni parent. This Chapter reports the attempt to 

deposit Ni on the Pd parent (Figure 42).

Figure 42. Scheme of redox reaction of adsorbed hydrogen.

The reduction of Ni over adsorbed hydrogen under standard conditions does not occur. However 

we tested the possibility to reduce the Ni over the hydrogen by changing the reaction conditions 

(pH, concentrations). XPS, TPR, atomic absorption analysis and the hydrogenation of 

crotonaldehyde (as a test reaction) were used to characterize the bimetallic catalyst.
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5.1.1 Reduction of Ni over adsorbed hydrogen

The “selective reduction over adsorbed hydrogen” method can be used only to deposit metals 

with reduction potential higher than the reduction potential of the hydrogen. This means that, 

given the reaction (1), the reaction potential E defined by the Nemst equation (2) must be 

positive.

Me1* + / / 2 o  Me3 + 2H* (1)

E - E ° - e ° + ^ , n IAfe2m  I f2y
Me nF | Me" || H* |2

Under standard condition," the equation (2) is simplified to the first two terms and it is possible 

to calculate the reaction potential by the tabled semi reaction standard potentials (Table 2).

Sem i-reaction E°, V Sem i-reaction E°, V

M 2+ +  2e~ <-> Nis -0.257 2 H + +2e~ (pH 0) 0.000

Ni(OH)2 + 2e~ <-> Ni, + 2OH~ -0.72 2H20  + 2e~ H 2 + 2 0 H - (pH 7) -0,415

Co2+ + 2e~ <-> Cos -0.28 2H20  + 2e~ H 2 +20H~ (pH 14) -0,828

Co (OH ) 2 + 2e~ <-> C o s + 2OH ~ -0.73 P d 2+ + 2e~  <-» P d , 0.915

Table 2. Standard reduction potentials o f the specified semi-reactions.

It is clear that under standard conditions Pd easily reduces over hydrogen while Ni and Co do 

not. Changing the reaction conditions it is possible to shift the equilibrium in favour of the 

reduction of the metal. For example at pH 14 the Ni reduction is  promoted as E = +0.108. 

Unfortunately, above pH 7 (for a Ni solution 2 M1") the Ni precipitates as hydroxide1 and can 

not participate to the reaction with the adsorbed hydrogen.

E i s t he r eaction p otential e xpressed i n V . E ° i s t h e s  tandard r eduction p otential f  or a specific s emi 
reaction. T is the temperature in K. R (gas constant) = 8.3145 J/molK. f  (Faraday constant) = 96485 
coulomb/mol.

11 Potential measured at 25°C and 1 atm when all the species have unitary activity (about 1M) and the 
gases has unitary fugacity (about lbar). 

iH Kps o f Ni(OH)2 = 5,48 1 0 16
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Another important consideration has to be done in selecting the pH conditions. Alumina 

behaves as a weak anion or cation exchanger support as a function of the pH.2’3 Above pH 7 the 

cation exchange of Ni on alumina is promoted4 leading to undesired non-selective metal 

deposition. For these reason a region of pH below 7 was chosen.

Other factors that influence the redox equilibrium (1) are the concentration of the species and 

the t emperature. O rganic s olvents5 a Iso modify the redox e quilibrium. The e stimation o f  the 

reaction potentials is complicated by the formation of the intermediate species Ni(OH)+ for 

which there is little information.

Despite the limited probability of observing the Ni reduction, we decided to study the deposition 

process as a function of the pH in a region between 2.5 and 6. Crucial for this choice was the Pd 

study (Chapter 3) in which the advanced skills in measuring the Pd hydride desorption might 

have found an important application in measuring the degree of alloying.

5.2 Results

5.2.1 Bimetallic catalyst preparation

The “parents” catalysts, Pd-Al20 3, (1.6 wt%) were prepared by incipient wetness impregnation 

of Pd(N03)2 with alumina calcined at 300°C for 3 h and reduced at 250°C for 12 h. The method 

used to deposit Ni on Pd is similar to that used by Barbier et al.6'1 for the deposition of Pt on Pd. 

100 mg of Pd-Al20 3 were kept in a hermetic vial, 3 ml of water and nitric acid at known pH 

were added and He was bubbled (50 ml/min) for 20 min. In these oxygen free conditions H2 was 

bubbled (50 ml/min) for 20 min and finally He was bubbled again for 20 min.

The only H2 present at this point in the reactor is adsorbed on the surface of the Pd. At the same 

time a solution of N i(N 03)2 2* 102 M, at the same pH of the parent solution, was prepared and 

bubbled with He for 20 min. 1 ml of this N i(N03)2 solution was added to the parent solution 

(Figure 43) and left stirring in He atmosphere for 24 h. The catalyst was then filtered and dried 

overnight in air at 120°C. The bimetallic catalysts were prepared at pH 2.5, 4, 5 and 6. The 

sample at pH 5 was also prepared in three different conditions: from a N i(N 03)2 solution 21 O'3 

M, with a contact time of 2 h instead of 24 h and adding the N i(N 03)2 to a Pd not treated with 

H2. A complete series of blanks were also prepared in the same conditions at pH 2.5, 4, 5 and 6, 

adding the N i(N03)2 solution to pure alumina.
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Figure 43. A step of the second metal deposition. The Ni solution is added to the Pd where has been 
selectively adsorbed hydrogen.

5.2.2 XPS

The four bimetallic catalysts prepared at different pH were analysed by XPS. In Figure 44 is 

reported, as example, the XPS spectra o f  the Pd-Ni-Al20 3 sample prepared at pH 5. The 

integration o f  the N i, Pd and A1 signals are reported in Figure 45. In this graph we can see that 

there is a strong reduction o f  the Pd signal after the addition o f  the N i suggesting that the Ni 

could cover the Pd. Because o f  the nature o f  the XPS analysis it is difficult to directly compare 

the absolute area values o f  different samples. The ratios between the areas o f  the signals o f  a 

specific sample are considered more representative for comparison o f  different samples. In 

Figure 46 the N i/A l area ratios are reported. Assuming constant the total amount o f  aluminium  

in all the samples (A1 is from the support and so more abundant), the results suggests a larger 

deposition o f  Ni at pH 4 and pH 5. At these pHs the Ni/Pd ratio is also larger.
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Figure 44. a) XPS spectra of Ni-Pd-Al20 3 prepared at pH 5. b) As example is reported the acquisition in 
the region of the Pd signal. It is shown the fitting and the baseline used for the integration.
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Figure 45. Areas of the XPS signals of Pd, Ni and A1 in the Pd-Al20 3 sample and the Ni-Pd-Al20 3 
samples prepared at different pH.
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Figure 46. Ni/Al and Ni/Pd ratio o f the areas of the XPS signal reported for the Ni-Pd-Al20 3 samples 
prepared at different pHs. The Ni/Pd ratio for the Ni-Pd-Al20 3 sample prepared at pH 5 without hydrogen 
are also reported.

5.2.3 Atomic absorption

T h e  t o t a l  a m o u n t  o f  P d  in  t h e  r e d u c e d  p a r e n t  P d - A l 20 3, m e a s u r e d  b y  a t o m i c  a b s o r p t i o n  i s  1 . 6  

w t % .  T h e  a m o u n t s  o f  N i  d e p o s i t e d  o v e r  P d - A l 20 3, t h e  b l a n k  s a m p l e s  a n d  t h e  t h r e e  e x t r a  

s a m p l e s  p r e p a r e d  a t  p H  5  a r e  r e p o r t e d  i n  F i g u r e  4 7 .  T h e  N i  d e p o s i t i o n  i s  l a r g e r  a t  h i g h e r  p H .  

T h e  b l a n k  a n a l y s i s  s h o w e d  t h a t  t h e  N i  d e p o s i t e d  o n  A 1 20 3 a l s o  i n  a b s e n c e  o f  P d .  T h e  a m o u n t  o f  

d e p o s i t e d  N i  i s  a s  i n  t h e  p r e v i o u s  c a s e  d e p e n d e n t  f r o m  t h e  p H .
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Figure 47. a) Loading o f Ni (wt%) in the Ni-Pd-Al20 3 catalyst and Ni-Al20 3 blanks measured by atomic 
absorption, b) Ni loading in the sample prepared at pH 5 in various conditions: 1) without the addition of 
H2 to the parent, 2) samples prepared in normal conditions, 3) addition to the parent o f a 2-10'3 M solution 
of N i(N 03)2 (instead o f 2T0‘2 M); 4) 2 h contact time (instead of 24 h) between the added Ni and the 
parent.
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Figure 47b shows that shorter contact time between the N i solution and the parent and lower Ni 

concentration led to a smaller deposition. The absence o f  adsorbed hydrogen also reduces the 

extent o f  the Ni deposition.

5.2.4 Temperature-programmed reduction

The sample prepared at pH 5 was dried overnight at 120°C and analysed by TPR (Figure 48). 

The positive signal is due to the decomposition o f  the (3-palladium hydride phase (Chapter 3). 

The negative signal is a reduction signal. Because the Pd is already reduced the signal has been  

attributed to the reduction o f  N i2+ species. This confirms the A A  results indicating that non- 

reductive deposition occurred and so that the N i nitrate is impregnated in the support.

50 100 150 200 250 300 350
temperature, °C

Figure 48. Temperature programmed reduction o f the Ni Pd bimetallic catalyst prepared at pH 5 and dried 
at 120°C.

5.2.5 Test reaction

The catalysts and the blanks samples were tested for the crotonaldehyde 

( C / /3 -  C H  = C H  -  C H  = 0 )  hydrogenation reaction (Figure 49). The Pd-Al20 3 1.6% catalyst

under reaction conditions was 100% selective to the butyraldehyde8,9 (hydrogenation o f  C=C) 

and, under reaction conditions, showed a conversion o f  86%. After the addition o f  Ni at 

different pHs the samples were dried in air at 120°C overnight and tested for the crotonaldehyde 

hydrogenation.
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Figure 49. A ctiv ity  o f  the catalysts for the hydrogenation o f  crotonaldehyde to  butyraldehyde.

The four bimetallic catalysts were less active than the Pd catalyst showing a conversion between 

51 and 57%. The catalysts were also tested after in situ  reduction at 450°C for 30 min in pure 

H2. The activity o f  the Pd was reduced to 35% by the thermal treatment. The bimetallic catalyst 

showed again a lower conversion (16-21% ). The decrease o f  activity is less marked in the N i- 

Pd-Al20 3 sample prepared at pH 2.5. The Ni-A l20 3 catalysts prepared as blank (not reported) 

showed a negligible conversion before and after reduction.

5.3 Discussion

Compared with the traditional co-impregnation methods, the selective deposition methods have 

the main advantage to obtain close proximity between the two metals avoiding the formation o f  

a single metal catalyst.10 They are efficient methods in preparing uniform composition 

bimetallic particles. The formation o f  partial alloy directly after the deposition has been 

observed in the case o f  direct redox reduction.11,12,13 Thermal treatments can provide energy for 

the promotion o f a more complete alloying o f  the two metals.14

The use o f  selective reduction methods for preparing bimetallic catalysts today is not widely 

diffuse15,16 and the research is still investigating the potentials o f  this methods.17 The reduction 

o f Ni was never attempted. A possible method to reduce the N i would be an under potential 

reduction (sec. 1.3 .1).18,19 This method would require the use o f  electrochemical energy in order
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to promote the metal reduction and it works only with a conductive support such as graphite.20 

This study attempted to reduce the Ni without electrochemical activation.

The effects of the pH, contact time and Ni concentration were investigated in order to test the 

possibility of reducing the Ni over the adsorbed hydrogen. The bimetallic catalyst 

characterization w as supported by the analysis o f  blanks p repared a dding the Ni to  the pure 

alumina in the same condition of the Ni deposition over Pd-Al20 3.

The XPS analysis of the bimetallic catalyst prepared at different pHs (Figure 45) showed a large 

decrease of the Pd signal after the deposition of Ni suggesting that the Ni was covering the Pd. 

The absolute values of the XPS intensities are generally not reliable for quantitative comparison 

of different samples.lv The intensity of the aluminium signals was expected to be nearly constant 

in all the samples as the aluminium is the most abundant metal. Therefore the fluctuation of the 

aluminium intensity (±22% around the average) gave a measure o f the error for the comparison 

the signal of different samples. On this bases the larger reduction of the Pd signal in Figure 45 

appeared to be due to real change of the amount of Pd on the surface and not to instrumental 

reason.

A better way of comparing the XPS signals is to eliminate the instrumental error by analysing 

the ratio o f  t wo s ignal o f  the same s ample. The v ariation o f  N i/Al a s a f  unction o f  t he p H 

(Figure 46b) suggested that larger amount of Ni has been deposited at pH 4 and 5. The Ni/Pd 

ratio is very important as it gives a direct comparison of the two catalytically active metals. The 

variation of Ni/Pd as a function of the pH suggests that the Ni deposited at pH 5 cover more 

efficiently the Pd.

The atomic absorption analysis of the blanks has provided valuable information about the 

deposition process. The amount of added Ni corresponds to a maximum loading of 2.3 wt% 

loading. Only a fraction (between 0.21 and 0.31 wt%) was deposited on the 1.6 wt% Pd-Al20 3 

catalysts. The amount of Ni deposited on the Pd catalyst increases as a function of the pH. The 

presence of Ni in the alumina blank samples clearly indicated that undesired non-selective 

deposition is occurring. During the 24 h contact time about 10% of the added Ni remained 

impregnated on the alumina. The filtration and washing steps were not able to eliminate this 

weakly adsorbed Ni. The results showed that the impregnation is dependent by the pH, by the 

Ni concentration and by the contact time.

,v The absolute intensity o f  the XPS signal depends on the amount o f  the sample on the morphology o f  
the sample and on the intensity of the X-ray radiation. This last is not constant because the relative 
position o f the sample stub and the X-Ray collimator is manually optimised for each sample.
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The presence of unreduced species was confirmed by the TPR experiment of the bimetallic 

sample prepared at pH 5. It showed a large reduction signal attributed to Ni2+ reduction derived 

from impregnation by the nitrate.

The deposition process was thus mainly non-selective. However it is interesting to observe that 

a slightly higher amount of Ni was deposited on Pd-Al20 3. The experiment performed in 

absence of hydrogen showed that hydrogen is necessary for the excess of deposition. This 

suggests that the presence of adsorbed hydrogen enhances the Ni deposition. Whether the extra 

amount of Ni is actually reduced over the Pd or simply impregnated on the alumina cannot be 

established.

The crotonaldehyde reaction showed that the addition of Ni affects the efficiency of the Pd 

catalyst. The Pd is an excellent catalyst for the C=C hydrogenation8,21 and a bad catalyst for 

C=0 hydrogenation due to a weak adsorption of the carbonyl. The C =0 selectivity is mainly 

dependent by the extent of adsorption of the C=0 group. The hydrogenation of the C=0 group 

can be promoted by interaction of the Pd with the support (for examples T i0 222) or by doping 

the Pd with non-metallic species.21 The Ni is less active than the Pd and it is also selective to the 

C=C bond.8 The bimetallic Ni-Pd catalyst for the crotonaldehyde hydrogenation has not been 

studied. The addition of Ni and the formation of alloy could influence the Pd activity in any 

direction and possibly promote the hydrogenation of the C=0. The results showed that the 

addition of Ni repressed the Pd activity. This suggests that the Ni is interacting with the Pd 

(possibly covering it). After the reduction at 450°C the Pd showed a decrease of the activity. 

This may depend by some sintering or by stronger support interaction. In the bimetallic catalyst 

the reduction at 450°C may favourite the reduction of unreduced Ni and the alloying of the two 

metals. The activity of the bimetallic catalysts is again lower than the pure Pd confirming metal- 

metal interaction but not adding new information.

The decrease of the activity observed after the addition of Ni could be a consequence of the acid 

treatment. However the observation that the Ni effect is slightly smaller in the case of the 

sample prepared at pH 2.5, where the amount of deposited Ni is smaller, suggests that the Ni is 

influencing the activity. It appears thus that the two catalysts are interacting but this does not 

prove a selective deposition as metal-metal interaction are normally observed in catalyst 

prepared by successive impregnation of the two metals.

In conclusion, atomic absorption has shown that the Pd and the adsorbed hydrogen slightly 

affect the amount of Ni deposited on the parent. It would be interesting to understand the causes 

of this increase, whether it is due to a Ni reduction or not. The reaction test and the XPS 

analysis suggest that Pd and Ni are interacting but it is clear that Ni impregnation occurs. The
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information collected at this point are not sufficient to establish if  the bimetallic catalyst has 

been formed simply by a subsequent impregnation or a certain amount of Ni has been reduced.

5.4 Conclusions

The overall results underline the i nteraction between Ni and Pd and show t hat pre-adsorbed 

hydrogen influences the amount of Ni deposited over the Pd. On the other hand the total amount 

of deposited Ni is very small and it is clear that the Ni can be easily impregnated on the 

alumina. The observation of large amount of non-selective deposition indicates that the 

preparation method has not provided the ideal conditions for the selective reduction and 

improvements are necessary. Despite more investigation being required to define the 

distribution of the two metals on  the alumina and the role o f  the adsorbed hydrogen, i t  was 

preferred to move on to the deposition of Pd over Ni (Chapter 6). The Pd reduction over the 

hydrogen should occur more easily.

As reported in section 1.3.3, the determination of the degree of interaction and alloying between 

two supported metals is a difficult task that requires the combination of many techniques.23 24 

The quantitative investigation of the Pd hydride formation and decomposition (Chapter 3) was 

specifically developed in order to study the degree of alloying in Pd based catalysts. Not having 

selectively deposited the Ni on Pd we have missed the opportunity of using this technique. 

However it will be useful in studying the deposition of Pd over Ni (Chapter 6).
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Chapter 6

6 Preparation of Pd-Ni-Al203 by selective 
deposition

6.1 Introduction

As introduced in sec. 1.3.1, supported bimetallic catalysts today are prepared mainly by 

methods used for the preparation of single metal catalysts extended for bimetallic catalysts. This 

approach does not offer a control of the characteristics of the final catalyst and the exclusive 

formation of bimetallic entities on the support cannot be guaranteed. In order to have a control 

on the final composition and distribution of the metals, a surface reaction was used to reduce 

Pd2+ onto the Ni. The formation of bimetallic entities is controlled by the chemical nature of the 

system itself. This is the first time that Ni-Al20 3 is used as a parent as usually noble metals were 

preferred.1

The experimental conditions reported in the literature revealed to be inadequate for the Ni-Al20 3 

mainly due to the facility of the reoxidation of the Ni surface. In section 6.2 were presented the 

problems encountered during the preparation and the changes necessary for the optimisation of 

the method. In section 6.3 the characterization of the bimetallic catalyst prepared with the 

optimised method showed that the selective deposition was successfully achieved. The 

bimetallic catalysts were then reduced at different temperature and analysed by XPS, in situ  

XRD and Pd hydride decomposition in order to establish the extent of the alloying as a function 

of the reduction temperature. The pH conditions during the preparation appeared to be  very 

important in determining the degree of the alloy achievable at high temperature.
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6.2 Optimisation of the preparation conditions

Pd-Ni-Al20 3 was prepared by reduction of Pd over hydrogen adsorbed over Ni-Al20 3 following 

the method used by Barbier et al. for the deposition of Re over Pt A120 32 and Pt over Pd-Al20 3.3 

The characterization was performed by AA, TPR and XRD. This first preparation can be 

considered a preliminary experiment where the selective deposition method was tested on a Ni- 

A120 3 parent. The results showed that a small amount of Pd is reduced and that a certain extent 

of Pd impregnation occurs. The data also revealed which preparation step promoted the 

undesired impregnation process. In the conclusions the modifications required to increase the 

selective deposition of Pd over Ni were identified and an optimised method was proposed.

6.2.1 Preparation conditions

The parent, Ni-Al20 3, was prepared by incipient wetness impregnation of N i(N 03)2 with A120 3 

(sec. 2.2.1), calcined at 400°C for 3 h and reduced at 460°C for 12 h. The Ni loading, measured 

by atomic absorption was 9.1 wt%.

250 mg of Ni-Al20 3 in 5 ml of an HC1 solution at pH 4, under continuous stirring, were bubbled 

(50 ml/min) with He for 20 min in order to eliminate the oxygen. The sample was then bubbled 

with H2 for 30 min and He for 20 min. After this treatment H2 is eliminated from the solution 

and only the hydrogen adsorbed on the surface of the metallic Ni remains. 1 ml of an oxygen 

free solution of PdCl2 1.2-1 O'2 M in HC1 at pH 4 was added to the Ni-Al20 3 suspension and 

stirred for 30 min. At this point the Pd may react with the hydrogen adsorbed on the Ni surface. 

The catalyst was then filtered and washed with 150 ml of a HC1 solution at pH 1 to eliminate the 

not reduced Pd. The powder was then dried overnight in air at 110°C.

The sample prepared in these conditions was called d-Pd-Ni-AI20 3. Other 5 samples were 

prepared as blanks and references.

a-Ni-AI20 3 indicates the “non treated” Ni-Al20 3 catalyst

b-Ni-Al20 3 indicates the Ni-Al20 3 catalyst processed for the Pd deposition method but
adding an acid solution not containing Pd

c-Pd-Ni-Al20 3 indicates the Ni-Al20 3 catalyst processed for the Pd deposition method without 
bubbling the hydrogen
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e-Pd-Ni-AI20 3 was prepared adding the Pd solution while the hydrogen was still bubbling.
This is called “refilling method” and used for deposition of large amount of the 
second metal.2,3

f-Pd-Al20 3 indicates the pure support on which the Pd deposition method was applied

6.2.2 Characterization of the bimetallic catalysts

Table 3 summaries the preparation conditions and the colour of the catalysts. It also reports the 

Pd and Ni loadings measured by atomic absorption.

Preparation Atomic absorption

Sample
Parent Added Colours Ni Pd %Pd

name wt % wt % deposited

a-Ni-Al20 3 Ni A120 3 Black 9.2 / /

b-Ni-Al20 3 N i A120 3 h 2 Light grey 8.2 / /

c-Pd-Ni-Al20 3 Ni A120 3 + Pd Light grey 8.6 0.04 7.3%

d-Pd-Ni-Al20 3 Ni A120 3 H2 + Pd Light grey 7.9 0.02 4.6%

e-Pd-Ni-Al20 3 Ni A120 3 H2 + Pd H2 Light grey 8.3 0.09 8.3%

f-Pd-Al20 3 A120 3 h 2 + Pd White / 0.02 3.3%

Table 3. List o f  the prepared catalysts. The preparation conditions, the colors o f the sample the metal 
loadings and the fraction o f the added Pd deposited on the parent are schematically reported.

NiO-Al O

3
cd

a-Ni-Al O.

b-Ni-AI O.

200 400 600 800
temperature, °C

Figure 50. The TPR profiles o f the N i0 -A l20 3 before and after reduction at 460°C (a-Ni-Al20 3) are 
compared with the profile o f the blank (b-Ni-Al20 3).
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The TPR profile in Figure 50 showed that the NiO reduction started at 200°C and presented a 

small peak at 300°C and two bigger peaks at 550°C and 780°C. From this profile it was decided 

to reduce the catalyst at 460°C. After the reduction (a-Ni-Al20 3) the TPR showed that the NiO 

species reducible below 500°C has been reduced, except a small peak around 200°C. It could be 

attributed to a surface oxidation of the Ni due to exposition to the air after the reduction. The 

TPR of b-Ni-Al20 3, showed a pattern similar to the unreduced N i0-A l20 3. This indicated that a 

strong reoxidation of the Ni occurred during the process o f depositing the Pd, washing or 

drying.

The XRD of the 9% Ni-Al20 3 catalyst showed only three small Ni signals (Figure 51). After the 

treatment without Pd (b-Ni-Al20 3) the small peaks disappeared. In the Pd-Ni-Al20 3 samples (c- 

Pd-Ni-A12Q3 and d-Pd-Ni-Al2Q3) the Ni signals are also not present.

d

1
C

20 30 40 50 60 70 80 90
temperature, °C

Figure 51. XRD patterns Ni-Al20 3 and Pd-Ni-Al20 3 prepared as specified above. The position o f the Ni 
and the Pd peaks are reported as references.

6.2.3 Discussion and conclusions on the preparation conditions

The atomic absorption measurements showed that a small fraction of the added Pd is deposited 

on the catalyst. The maximum deposition is recorded for the catalyst prepared adding Pd2+ in a 

continuous H2 flow (d-Pd-Ni-Al20 3). The preparation of c-Pd-Ni-Al20 3 (absence of adsorbed 

hydrogen) appeared also relatively efficient, suggesting that the direct reduction of Pd over Ni 

occurred following the reaction (1):

Pd2+ + N i° -P d °  + Ni2+ (1)

The amount of deposited Pd on the alumina samples was 0.02 wt% that corresponds to 4% of 

the added Pd. This fact is very important because it indicates that impregnation is a relevant
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process. 0.02 % was also the amount o f Pd deposited on the sample d-Pd-Ni-Al20 3 indicating 

that the selective reduction over adsorbed hydrogen did not occur extensively.

In the TPR analysis the signal at 200°C in the a-Ni-Al20 3 profile was attributed to reoxidation 

of the Ni surface after exposure to air. This is very important as it indicated that the Ni surface, 

over which the H2 adsorption should occur, was not “clean”, compromising the efficiency of the 

deposition method. The observation that after the deposition process (b-Ni-Al20 3 profile) the Ni 

is largely reoxidised was also crucial. The analysis of the colours of the samples can be useful to 

understand at which step of the preparation the oxidation has occurred. NiO-Al20 3 is light grey 

while Ni-Al20 3 is black. After the Pd deposition the filtration and the washing, the solution was 

still black, it turned to light grey after drying overnight at 120°C in air. So the oxidation occurs 

during the drying step.

In the XRD analysis of the 9% Ni-Al20 3 (Figure 51), only weak Ni signals were observed. This 

could be due to the formation of small metal particles and to the limited amount of reduced Ni. 

The disappearing of the Ni signals after the Pd deposition process is related with the Ni 

reoxidation observed during the drying step.

The characterization of the catalysts underlined three main problems of the method used.

• Only a small amount of Pd was reduced during the selective deposition.

• Undesired Pd impregnation on the alumina occurred.

• During the drying step in air of Ni-Al20 3 and Ni-Pd-Al20 3, the Ni is extensively 

reoxidised.

The following modifications were adopted to improve the method. To ensure a “clean” reduced 

Ni surface during the H2 adsorption Ni-Al20 3 was reduced, a second time, in situ at 250°C. In 

order to avoid as much as possible the introduction of oxygen in the system, the He-H2-He flow 

sequence described above was performed on a dry sample instead on the liquid suspension.4,5 

This reduced the contact time of the parent with the acid solution, reducing the acid attack to the 

Ni and the alumina corrosion. The total amount of reduced Ni was enhanced increasing the 

reduction temperature from 460 to 550°C. The impregnation o f Pd salt on the alumina (second 

point) should be completely avoided. In order to find the best condition to limit the Pd 

impregnation on the support two different Pd salts, PdCl2 and Pd(N03)2, dissolved respectively 

in HC1 at pH 1 and H N 03 at pH 3, were used for the selective deposition. The low pHs were 

chosen in order to increase the Pd solubility and promote an efficient action in removing 

unreduced Pd species during the washing step. The necessity of low pH was confirmed by a 

blank t est w here P dCl2 a nd P d(N 03)2 s olutions a t d ifferent p H w ere a dded t o pure a lumina,
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stirred for 30 min, filtered and washed with a solution at the same pH. Simply observing the 

colour of t he a lumina samples ( darker colour i ndicates more Pd deposition) was possible t o 

determinate that stronger acid condition better prevents Pd impregnation. Finally to avoid the Ni 

reoxidation during the drying step, it was performed under an inert flow.4

6.3 Results

In section 6.2 were delineated the optimised conditions for the preparation of Pd-Ni-Al20 3. In 

this section, those conditions are applied and the Pd-Ni-Al20 3 prepared are, firstly, characterised 

and, secondly, thermally treated at different temperature to promote the alloying. Further 

characterization and testing of the catalysts will reveal the degree of alloying achieved.

6.3.1 Preparation

The Ni-Al20 3 parent was prepared by incipient wetness impregnation as described above but the 

reduction was performed at 550°C for 10 h (10°C/min flow 5% H2 in Ar). The samples were 

then reduced in situ in a H2 flow at 250°C for 1 h. After cooling at room temperature, H2 was 

flowed for further 1 5 m in. H e w as t hen flowed for 3 0 m in i n o rder to e  liminate t he H 2 n ot 

adsorbed on the Ni surface.

A 11 O'2 M Pd solution at known pH and bubbled for 30 min with He to eliminate the oxygen 

was added to the Ni-Al20 3. The resulting mixture was stirred for 30 min. In these conditions the 

reaction (2) or (3) could occur.

Pd2+ + 2H° -  2H+ + Pd° (2)

PdCl42' + 2H° -  2HC1 + 2C1' + Pd° (3)

Using different Pd solutions, two Pd-Ni-Al20 3 catalysts were prepared.

• The first catalyst was prepared by Pd(N 03)2 dissolved in a solution of H N 03 at pH 3.

• The second catalyst was prepared by PdCl2 dissolved in a solution of HC1 at pH 1.

The samples were then filtered and washed with 150 ml of acid solution, pH 3 H N03 for the 

first preparation and pH 1 HC1 for the second. The samples were then dried overnight in He (60
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ml/min) at 120°C and thus ready for characterisation and testing. The two bimetallic samples 

prepared will be identified as Pd-Ni-Al20 3 prepared at pH 3 and pH 1.

Two blank samples were also prepared.

• Ni-Al20 3 treated, indicates the parent processed under all the steps of the Pd deposition 

method adding an acid solution not containing Pd. This sample is important to study the 

effect of the deposition process on the parent.

• AI20 3+Pd, indicates the A120 3 sample processed for the Pd deposition. This sample is 

important to monitor the selectivity of the method measuring the undesired impregnation of 

Pd on the support.

6.3.2 Characterization of Pd-Ni-Al203

The Pd-Ni-Al20 3 samples and the selectivity of the method were studied by AA, TPR, XRD and 

XPS.

6.3.2.1 Temperature programmed reduction

The reduction of NiO-Al20 3 at 550°C was efficient in reducing most of the Ni2+ (Figure 52). A 

small signal, due to the surface oxidation of the Ni was again observed at about 200°C. The “Ni- 

A120 3 treated” at pH 1 was dried both in air and He. The TPR profiles clearly showed that the 

drying in an inert flow is necessary in order to avoid extended Ni reoxidation.

550°C  red. temp.
NiO -A lO

3
cd

cd

.1co
Q
UH

dry in He

dry in air

200 400 600 800 1000
temperature, °C

Figure 52. TPR profiles o f the specified samples.
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While the preparation at pH 1 did not affect the oxidation state of the reduced Ni the treatment 

at pH 3 induced a partial Ni oxidation as revealed by the peak at 280°C in the profiles in Figure 

53.

Ni-Al O

Pd-Ni-Al20 3 pH 1 

Pd-Ni-A12Q3 pH 3

200 400 600 800
temperature, °C

Figure 53. TPR profiles o f Ni-Al20 3 and Pd-Ni-Al20 3  prepared at pH 3 and pH 1.

This is not related with the large re-oxidation observed during the drying in air as it occurs at 

lower temperature.

6.3.2.2 Atomic absorption

The amounts of Pd deposited on the surface of the A120 3 were measured by atomic absorption. 

In both cases has been deposited more than the 95% of the added Pd obtaining catalysts with 

about 1% of Pd. The amount of Pd deposited in the “Al20 3+Pd” sample measures the Pd 

impregnated on the alumina and so it is an indication o f the “selectivity” of the method. The 

analysis of the “treated Ni-Al20 3” provided instead information on the effect of the deposition 

method on the Ni-Al20 3 parent.

The results in Figure 54 showed that the deposition of Pd did not occur extensively in the 

sample without Ni, implying a selective deposition of the Pd over the Ni. The amount of Ni in 

Ni-Al20 3 before the deposition is 4.4 %. After the deposition process at pH 3 this value did not 

change, while working at pH 1 it decreased to 3.7%. This loss of Ni is probably due to 

dissolution in consequence of the HC1 attack during the deposition and the washing step.
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preparation at pH 3 preparation at pH 1

5.00
m  Pd wt% 
□  Ni wt%

400

3 00

200

I 00

0.06

-alu Ni-Alu Ni.Alu 
Treated +PJ Alumina

+Pd

5.00
□  Pd wt%
□  Ni wt%4.00

2.00

I 00

0.95
0.000.00

■alu Ni-Alu Ni.Alu 
Treated Alumina

+Pd

Figure 54. Measurement of the metal loading by atomic absorption. The value “0.00”in the sample 
“Alumina + Pd” indicated that we are at the limit o f sensitivity o f the analysis that is about 0.01%.

6.3.2.3 BET m easurem ents

Because the strong acid solution used during the Pd deposition could m odify the support 

property the surface areas o f  the alumina were measured by BET analysis before and after the 

acid treatment. The surface area o f  the N i-A l20 3 and Pd-N i-A l20 3 sample are also reported.

Sample Surf, area m2/g

A120 3 202

A120 3 + HC1 pH 1 treatment 200

Ni-Al20 3 175

Pd-Ni-Al20 3 prepared at pH 1 178

Pd-Ni-Al20 3 prepared at pH 3 180

Table 4. Surface areas measured by BET.

The results (Table 4) indicate that the acid treatment do not affect the alumina surface area. The 

reduction o f  the area observed in the N i samples (about 10%) is probably due to the occlusion o f  

the smallest pores by the N i particles.
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6.3.2.4 X-Ray Diffraction

The XRD patterns of Ni-Al20 3 “treated Ni-Al20 3” and Pd-Ni-Al20 3 are compared in Figure 55.

£V)a
C

pH3 aNI-Pd-Al20 3 
b Ni-A l20 3 treated

pHl a NI-Pd-Al20 3 
b Ni-Al20 3 treated

A 1
c Ni-A l20 3

3
d

c Ni-Al20 3

&
’c«
C
<D+-> & ET

Ni I pd , i 1 , 
i__ i i . i . i .

rNJ , 1,
i

^  C y v A  c
1 , 1 T T

. i . i . i .

30 40 50 60 70 80 90
scattering angle, 20

30 40 50 60 70 80 90 
scattering angle, 20

Figure 55. XRD patterns o fN i-A l20 3 and Pd-Ni-Al20 3. The Ni and Pd position peaks are reported as 
references.

After Ni-Al20 3 was processed for the Pd deposition, with or without adding the Pd, the intensity 

of the Ni signals decreased. The decrease of intensity was more marked for the samples 

prepared at pH 1 as in this case the signal practically disappeared. This result indicates that the 

acid solution induces some modification on the Ni catalyst. In the preparation at pH 3 the 

decrease is larger for the sample with Pd suggesting Pd-Ni interaction. The Pd signals are not 

visible and this is consistent with a high dispersion and a loading of wt 1%.

6.3.2.5 X-ray photoelectron spectroscopy

As introduced in Chapter 5 , the comparison of the i ntensity of the X PS signals of different 

sample is often performed using relative areas. The A1 signal was taken as reference. The ratio 

between Ni and A1 is related with the surface concentration of the Ni. In Figure 56, are reported 

the Ni/Al ratios for the Ni-Al20 3 and Pd-Ni-Al20 3 samples. In the Ni-Al20 3 sample, the Ni/Al 

ratio is 2.9. After the Pd deposition the values decreased drastically to a range between 0.4 and

0.8. This large decrease occurred also for the blank “Ni-A12Q3 treated”.
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Figure 56. R atio b etw een  the integrated areas o f  the N i and A1 X P S  sign a ls .

The variation o f  the N i surface observed with the XPS measurements confirmed that the acid 

solution had a marked effect on the parent in terms o f  N i (or A l) present on the surface. 

Analysing the N i/A l ratio o f  the samples that have been treated with the acid solution with (Pd- 

N i-Alu) or without (N i-Alu treated) Pd, w e observed lower N i/A l values for the samples with 

added Pd. This supports the fact that the Pd is deposited over the Ni.

6.3.3 Thermal treatments and alloying

In order to promote the alloying o f  the two metals, the Pd-N i-A l20 3 catalysts were reduced at 

different temperature between 150 and 950°C. The thermal treatment at high temperature can 

activate the interphase diffusion o f  the metals but also the sintering o f  the particles. W e wanted 

to establish i f  alloying was possible at reasonable low  temperature avoiding strong sintering o f  

the particles. In this section, are reported the characterization (by XPS, X R D  and Pd hydride 

decomposition) and testing (for the crotonaldehyde hydrogenation reaction) o f  the Pd-Ni-Al20 3 

samples reduced at different temperature.
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6.3.3.1 X -ray photoelectron m icroscopy

The catalysts were reduced at 550°C and 950°C and the ratio o f  the intensity o f  the XPS signals 

(N i/A l, P d/Al a nd N  i/Pd) were c alculated from  t he X  PS s pectra ( Figure 5 7) a nd r eported i n 

Figure 58.
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Figure 57. E xam ple o f  X P S  spectra. O n the top  the entire acq u isitio n  o f  the sam p le P d -N i-A l20 3 prepared  
at pH  1 and not reduced. B e lo w  particular o f  the N i  (le ft)  and P d  (right) s ign a ls .

The ratio o f  the two more abundant metals N i/A l remained m ainly stable after the reductions, 

while the ratio o f  Pd/Al and Ni/Pd showed clear trends. Pd/Al decreased as the reduction 

temperature increased while N i/Pd increased as the reduction temperature increased. These 

results showed that increasing the temperature the amount o f  Pd in the surface decreases. This 

depends from the sintering and the Pd diffusion the crystal structure o f  the Ni as explained in 

the discussion section.
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NWd
Pd/Al
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Figure 58. XPS analysis o f  Pd-Ni-Al20 3 samples prepared at pH 3 and pH 1 and reduced at different 
temperature. The ratio between the intensity o f the metal signals Ni/Al, Pd/Al and Ni/Pd are reported.

F u r t h e r m o r e  t h e  N i / P d  r a t i o s  a r e  l a r g e r  f o r  t h e  s a m p l e s  p r e p a r e d  a t  p H  1 a n d  t h e  P d / A l  r a t i o s  a r e  

l a r g e r  f o r  t h e  s a m p l e s  p r e p a r e d  a t  p H  3 .  T h i s  s u g g e s t s  t h a t  a  s t r o n g e r  m e t a l - m e t a l  i n t e r a c t i o n  

o c c u r s  d u r i n g  t h e  r e d u c t i o n  o f  t h e  P d  a t  p H  1 a n d  a  p a r t  o f  t h e  P d  m a y  h a v e  d i f f u s e d  i n s i d e  t h e  

N i  s t r u c t u r e .

6.3.3.2 X-Ray Diffraction

P d - N i - A l 20 3 c  a t a l y s t s  r e d u c e d  a  1 5  5 0  a  n d  9  5 0 ° C  w  e r e  a  n a l y s e d  b  y  X R D  ( F i g u r e  5  9 ) .  I  n  t  h e  

p a t t e r n  o f  P d - N i - A l 20 3 p r e p a r e d  a t  p H  3  a n d  r e d u c e d  a t  5 5 0 ° C ,  t h e  f o r m a t i o n  o f  v e r y  s h a r p  P d  

p e a k s  a n d  t h e  i n c r e a s e  o f  t h e  i n t e n s i t y  o f  t h e  N i  s i g n a l s  w e r e  o b s e r v e d .  I n c r e a s i n g  t h e  r e d u c t i o n  

t e m p e r a t u r e  u p  t o  9 5 0 ° C  b o t h  t h e  P d  a n d  N i  p e a k s  w e r e  m o r e  i n t e n s e  b u t  w h i l e  t h e  P d  s i g n a l  

w a s  v e r y  s h a r p  t h e  N i  s i g n a l  r e m a i n e d  b r o a d .

T h e  s a m p l e  p r e p a r e d  a t  p H  1 a n d  r e d u c e d  a t  5 5 0 ° C  s h o w e d  a  v e r y  s m a l l  i n c r e a s e  o f  i n t e n s i t y  o f  

N i  s i g n a l  a n d  i t  r e m a i n e d  v e r y  b r o a d .  T h e  m a i n  P d  p e a k  ( 1 1 1 )  a t  4 O . 1 ° 2 0  w a s  i n  t h i s  c a s e  v e r y  

s m a l l  a n d  b r o a d  a n d  i t  i s  s h i f t e d  a t  h i g h e r  2 0  s u g g e s t i n g  a l l o y  f o r m a t i o n  ( F i g u r e  6 0 ) .



Chapter 6 Preparation o f Pd-Ni-Al20 3 by selective deposition 100

pH 3

950°C

550°C

c not red.

30 40 50 60 70 80 90

pH 1

3
cd

£t/igd

950°C

550°C
c

not red.

30 40 50 60 70 80 90
scattering angle, 20 scattering angle, 20

Figure 59. XRD patterns of Pd-Ni-Al20 3 prepared at pH 3 and pH 1 and reduced at 550°C and 950°C.
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Figure 60. Enlargement of the XRD patterns o f Pd-Ni-Al20 3 reduced at 550°C. The arrow indicates the 
shift of the Pd signal in catalyst prepared at pH 1.

Reducing the sample at 950°C the N i signals were more intense but still very broad and the 

(200) peak at 51.8°20 showed a remarkable asymmetry. The Pd peaks were not identifiable. The 

absence o f  crystallised Pd after reduction at high temperature is a strong indication that Pd is 

strongly interacting with the N i and possibly has formed an alloy.

N i-A l20 3 treated at pH 1 was reduced at 950°C and analysed by X R D  (Figure 61). The 

comparison with Pd-Ni-Al20 3 reduced at the same temperature revealed a much sharper Ni 

signal. This confirmed that the deposited Pd was interacting with N i as such interaction 

prevented the formation o f  large pure N i crystallite.

samples reduced 
at 550°C
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samples reduced at 950°C

Pd-Ni-Al20 3 (pH3) 

Pd-Ni-Al20 3 (pH l) 

Ni-Al20 3 treated at pHl

30 40  50 60  70  80  90
scattering angle, 2  0

Figure 61. XRD patterns of Pd-Ni-Al20 3 reduced at 950°C compared with Ni-Al20 3 (treated at pH 1) and 
reduced at 950°C. The Ni sintering is reduced in the samples containing Pd.
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Figure 62. In situ XRD of Pd-Ni-Al20 3 reduced at pH 1 and pH 3. Enlargement o f the region 34-42°20 
where the (311) and (222) peaks of alumina (respectively at 37.6 and 39.5°20) and the ( 11 1) peak of Pd 
(at 4O.1°20) were observable. A line indicates the position of the (111) Pd diffraction.

In order to investigate the shift o f  the Pd signal observed in the pattern o f  Pd-Ni-Al20 3 reduced 

at 550°C the Pd-Ni-Al20 3, catalysts were analysed by in situ  XRD. The samples were heated 

from 50 to 800°C in a 10% H2 in N 2 flow  (60 ml/min). The heating profile is characterized by 

steps o f  100°C reached at 10°C/min and lasting 25 min. Figure 62 reports the enlargement in the 

XRD region o f  the patterns containing the (111) Pd signal (4O.1°20). In the patterns o f  the 

sample prepared at pH 3, the Pd signals were observed after reduction at 200°C. It increased in 

intensity and sharpness as a function o f  the temperature. In the case o f  Pd-Ni-Al20 3 prepared at 

pH 1, the Pd signal was observed in the sample reduced at 400°C  and its position was shifted to
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higher angles (4O.3°20). As the temperature increased the signal remained very broad and 

shifted to higher angle reaching 40.8°20 at 700°C. At 800°C the signal decreased in intensity. 

These results confirm the ex situ XRD analysis.

6.3.3.3 T em pera tu re  program m ed hydride decom position

As discussed in section 3.3.3, supported Pd based catalysts can be analysed by temperature 

programmed hydride decomposition (TPHD), a technique that can provide information about 

the degree of alloying.

The TPHD profiles of the Pd-Ni-Al20 3 catalysts, prepared at pH 3 and pH 1 and collected after 

reduction at different temperature, are reported in Figure 64. A Pd0-Al20 3 (2% Pd) sample was 

prepared by incipient wetness impregnation of PdCl2 (sec. 2.2.2) and analysed by TPHD (Figure 

63) in order to have a reference for the comparison of the TPHD profiles of Pd-Ni-Al20 3 with a 

single metal Pd-Al20 3 catalyst.

red 900°C

red 550°C 
red 300°C 
red 150°C 
not reduced

40 50 60 70 80 90 100110120130140 
temperature, °C

Figure 63. TPHD profiles o f Pd-Al20 3 reduced at the specified temperatures.

The negative signal at 66°C (Figure 63) in the profile of the not reduced sample was due to the 

reduction of the PdO. The positive peak at about 80°C and the second smaller signal between 60 

and 70°C represented the decomposition of the Pd hydride. The intensity slightly increased as a 

function o f t he temperature u p t o 5 50°C. T his i ndicated that t he a mount o f  b ulk P d d id n ot 

decrease. Pinna et al.b found that the temperature of decomposition depends on the particle size. 

On this base, Bonarowaska et a/.7’8 attributed the splitting of the signals in Pd-Si02 system to 

the presence of different particle size. About the splitting observed in our experiment it was 

unlikely due to the formation of smaller particle size as it is more pronounced at higher 

temperature. We suggest it was due to the interaction of the Pd with the support. At 900°C the 

TPHD signal disappeared completely probably because of the strong interaction of the Pd with 

the support.
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Figure 64. TPHD profiles o f prepared at pH 3 and pH 1 and reduced ad different temperature.

The TPHD profile of the not reduced Pd-Ni-Al20 3 prepared at pH 3 (Figure 64), showed a broad 

signal at 66°C. After reduction of the sample at 150° and 550°C the signal was more intense, 

sharper and shifted at lower temperature. After the reduction at 950°C, the TPHD signal 

disappeared. In the not reduced sample prepared at pH 1, we observed a TPHD signal at 71°C. 

After reduction at 150°C, it became broader ed and less intense. The signal totally disappeared 

at higher temperatures.

The TPHD analysis revealed a well distinct capability of the two Ni-Pd-Al20 3 catalysts in 

adsorbing H2 and form Pd hydride when reduced at different temperature. Because the Pd 

hydride formation is proportional to the amount of bulk Pd,7’9 it provides direct information on 

the effect of the reduction temperature on the Pd state. While the thermal treatment produced an 

increase of the bulk Pd in the Pd-Ni-Al20 3 prepared at pH 3, it induced a decrease of bulk Pd in 

the sample prepared at pH 1 and, in particular, after reduction at 300°C any bulk Pd was 

observed.

6.3.3.4 Catalytic test: crotonaldehyde hydrogenation

The Pd-Ni-Al20 3 catalysts, the blanks samples (Ni-Al20 3 treated, Al20 3+Pd, and pure A120 3) 

and a reference Pd-Al20 3 (0.6 Pd wt% prepared by incipient wetness impregnation method of 

PdCl2, section 2.2.2) were reduced at 300°C and tested in the crotonaldehyde hydrogenation 

reaction using the conditions reported in sec. 2.3.2.2. The reaction was carried out at 50, 120 

and 200°C in order to find the best condition to compare the Ni, Pd and Pd-Ni catalysts.

All the catalysts were highly selective to the hydrogenation of C=C so the activity for the 

hydrogenation of crotonaldehyde to butyraldehyde (4) was used to compare the catalysts (Figure

65).
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The pure support is inactive at any reaction temperature. At 50 and 120°C the Ni single metal 

catalysts had a negligible activity. At 200°C it showed a conversion between 14 and 19%. The 

Ni-Al20 3 treated at pH 3 showed a reduction of the activity of about 15% while Ni-Al20 3 

treated at pH 1 showed a reduction of about 60%. The Pd-Al20 3 catalyst (prepared as reference) 

shows 100% conversion at all reaction temperatures.
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Figure 65. Catalytic test o f the pH 3 and pH 1 series performed at 50, 120 and 200°C. In the graph is 
reported the activity o f the specified catalysts (and blank samples) expressed as percent o f conversion of 
crotonaldehyde to butyraldehyde.

At 50°C the two Al20 3+Pd blanks (prepared at pH 3 and pH 1 and containing respectively 0.06 

and <0.01wt%) of Pd showed respectively 9.1 and 1.8% conversion. The activities increased 

with the reaction temperature reaching at 200°C respectively 92 and 40% conversion. At 50°C 

the activity of Pd-Ni-Al20 3 prepared at pH 3 was 41% conversion and that of Pd-Ni-Al20 3 

prepared at pH 1 was 90%. At higher temperature the activity increased reaching conversion 

near 100%.
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6.4 Discussion

The strategy chosen for the preparation of the Pd-Ni-Al20 3 alloy catalyst was a controlled 

surface reaction based on the reduction of Pd2+ on H preadsorbed on the surface of Ni (Figure

66) and subsequent thermal treatment.

' J ::;cr

Selective
reductionSupport

Figure 6 6 . Scheme o f the controlled surface deposition.

This method was applied for the preparation of few bimetallic catalysts (for example Au-Pt,10,11 

Cu-Pd,4 Pt-Pd,12,13 Re-Pt,2,14Pt-Sn15 and Bi-Pt16). The characterization of the bimetallic particles 

indicated the formation of a bimetallic particle composed by a core (metal parent) and a shell of 

the second metal. The two metals did not form alloy particles but tended to form single layer 

aggregates concentrates on the edges and terraces of the parent surface (low coordination 

sites).3,17

The thermal treatment of a core-shell bimetallic particle does not necessarily lead to the increase 

of the metal-metal interaction. A TEM study by Barbier et a/.18 reported that reducing Au-Pt 

particle (prepared by selective surface reduction) at 300°C, the Au migrates from the Pd to the 

support (graphite). Similar phenomenon was observed in the Pt-Pt-Al20 3 system13 where after 

thermal treatment the catalyst showed a Pd like behaviour for the complete oxidation of 

hydrocarbon. On the other hand, Faudon et al.25 found Pd-Ni, prepared by selective 

decomposition of Ni(C5H5 )2 over Pd-Al20 3, could be completely alloyed by thermal treatment.

6.4.1 Selective deposition of Pd over Ni-Al20 3

In section 6.2, was reported the first attempt to deposit Pd on Ni by selective reduction over 

adsorbed hydrogen. The characterization of the catalyst showed that the specific conditions led 

to a very low amount of deposited Pd, comparable with the amount of Pd non-selectively 

deposited (impregnated) on the support. The reoxidation of the Ni surface before the selective 

deposition appeared to be the main problem as it reduces the amount of H2 adsorbed on the Ni 

surface. An optimised method was formulated to increase the adsorption of H2 and increase the 

efficiency of the Pd reduction on the hydrogen. The new method includes a higher reduction 

temperature of the Ni (to increase the amount of metallic Ni), an in situ reduction of the Ni
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before the hydrogen adsorption (to eliminate possible surface reoxidation), and a drying step 

performed in inert gas (to avoid Ni reoxidation). Finally stronger acid conditions were used to 

increase the Pd solubility during the washing step and reduce the impregnation. In particular 

two different acid solutions, HC1 at pH 1 and H N 03 at pH 3, were chosen for the Pd deposition. 

The prepared Pd-Ni-Al20 3 catalysts were characterised in order to establish the degree of 

selectivity obtained.

The atomic absorption results showed that the Pd was successfully deposited over the Ni (Figure 

54). In fact, the impregnation of the Pd on the blank A120 3 sample was limited to 6% of the 

added Pd at pH 3 and below 1% at pH 1 while 95% of the added Pd was deposited on the Ni- 

A120 3 in both preparation conditions. These strong conditions were necessary because of the 

note tendency of the Pd to be adsorbed on the alumina.13 Despite the possibility of anion 

exchange of PdCl2' on the alumina2,19 the best result was obtained using an HC1 solution at pH

1. These strong acid conditions prevented the Pd impregnation on the support but on the other 

hand, were responsible for the attack the parent catalyst dissolving 16% of the Ni.

The XRD patterns (Figure 55) also underlined the effect of the pH on the Ni-Al20 3 parent. In 

fact the Ni signals drastically decreased in intensity in the samples prepared at pH 1 and, in 

smaller e ntity, i n t he s ample p repared a t p H 3 . T h e s  mall d ecrease o f  t he N i a mount i n t he 

catalyst was not enough to explain the decrease of the intensity o f the Ni signals. It appeared 

that the Ni was loosing crystallinity. The origin of this could be due to a higher dispersion, an 

increased disorder in the structure or a stronger interaction with the support. The XPS (Figure 

56) revealed a marked decrease of Ni/Al ratio after the acid treatment indicating that less Ni was 

on the surface. One possibility was that the alumina support was attacked by the acid conditions 

destroying the highly porous structure and enclosing the Ni particles. This hypothesis was not 

supported by the BET analysis that showed that the total surface area of the alumina was not 

affected by the acid treatment. The two preparation conditions led to different effects on the 

oxidation s tate o f  the N i. At p H 3 t he s ignal a 12 70°C i ndicated a c ertain a mount o f  N i r e- 

oxidation, while at pH 1 no relevant re-oxidation was observed. The signal observed in the first 

case could be due to Ni oxidation promoted by H N 03. The Pd TPR signals are normally 

observed below 100°C. The absence of this signal was in agreement with a deposition of Pd 

involving a reduction process. Moreover the small positive peak at about 70°C due to the Pd- 

hydride decomposition revealed the presence of the metallic Pd in the sample.

The collected information showed that the selective reduction of the Pd was achieved in both 

cases and more efficiently in the preparation at pH 1. However, the parent Ni-Al20 3 that should 

remains unmodified was actually affected by the deposition conditions. In fact, were observed
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the dissolution of Ni (in the preparation at pH 1), the decrease of the Ni on the surface (XPS), 

the decrease of the crystallinity of the Ni (XRD) and the Ni partial re-oxidation (in the 

preparation at pH 3). The acid medium affected in different ways the parent and played a role on 

how the Pd was deposited on the Ni (as discussed below).14 The Pd-Ni-Al20 3 prepared at the 

two different pH conditions were ready for the thermal treatments and the subsequent 

characterization for the determination of the degree of alloying o f the two metals. These 

analyses will also provide some indirect information that may be useful in better d efine the 

modification of the Ni during the preparation process and the position of the Pd after the 

deposition.

6.4.2 Thermal treatment of Pd-Ni-Al20 3

The selective Pd deposition had occurred efficiently over the Ni and so it was expected to have 

obtained a bimetallic catalyst where the Pd is deposited on the Ni particles forming a core-shell 

bimetallic catalyst.

The Pd-Ni-Al20 3 catalysts prepared in this way were a good starting point for the thermal 

treatment aimed to alloy uniformly the two metals without inducing large sintering. In fact we 

did not have to activate the mobility of the two metals over the support (as necessary for the 

bimetallic catalyst prepared with non selective method) but only provide the energy for the 

interphase diffusion.

As introduced in Chapter 1, Pd can diffuse into the Ni particle (or viceversa) and form an alloy 

solid solution. This means that the alloy is formed by the substitution o f an atom of the metal 1 

with one of metal 2 in any random position. In order to alloy the two metals is necessary to 

provide the energy to accelerate the natural movement of the atom in the metallic structure to a 

rate that would lead in a reasonable time to a complete mixing. Bulk atom diffusion requires 

high activation energy and is observable only at high temperature20,21 while diffusion from 

surface layer of atoms can occur at relatively low temperature.22

Often in the alloy the thermodynamically stable energetic state is reached when one of the two 

metal is more abundant on the surface of the alloy (segregation). This in general is influenced 

by the releasing of strain due to the different size and compressibility of the atoms. The enthalpy 

associated with the breaking and formation of metallic bonds (during the segregation) balances 

the negative entropy.23
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In particular, the energy of the Pd-Ni system is lowered by Pd-enrichment22 of the surface since 

Pd a toms a re n oticeable larger ( larger a toms t end to s egregate) t han N i a toms ( difference in 

atomic radii of about 10%) and Pd has lower surface energy than Ni. (Figure 67) reports the 

segregation behaviour of Pd-Ni.
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Figure 67. Segregation of Pd in Pd-Ni alloy as predicted by segregation model.24

The continuous solid solution formed over the range of composition o f Pd-Ni makes the system 

favourable for a XRD study.25 The lattice parameter increases continuously by 10% from pure 

Ni to pure Pd. Therefore from the unit cell parameters (calculated by the position of the (111) 

diffraction line of the Pd-Ni alloy) and the data of Bidweel et al. reported in Figure 68, it is 

possible to calculate the composition of the alloy.
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Figure 68. Cell parameter (a) of the Pd-Ni alloy expressed as a function of the percent of Pd in the alloy.26 
The data are measured for 25 and 900°C.

Unfortunately in our Pd-Ni-Al20 3 system, the analysis of the peak broadening for the estimation 

of the particle size is compromised by the overlapping o f the (111) signal of the Ni and the 

(111) signal of the Pd respectively with the intense (400) and (222) signals of the alumina.
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In section 6.3.2, the XRD patterns of the Pd-Ni-Al20 3 samples prepared in different conditions 

(pH 1 and pH 3) and reduced between 300 and 950°C were reported. In both preparations, the 

Ni signals increased in intensity at high temperature but remained very broad (Figure 59). When 

the Pd was absent the Ni signals become much sharper (Figure 61). From this was possible to 

conclude that the Ni is intensely interacting with the Pd.

At high temperature, the Pd signals of the two samples are different. In the preparation at pH 3 

very sharp and intense Pd signals were observed, while in the preparation at pH 1 only small 

broad signals shifted at higher angles were recorded. This situation indicated that in the first 

case large particles of pure Pd were formed after reduction while in the second preparation the 

Pd did not form (large) pure crystallites. The broad signal shifted at higher 20 angles indicated 

that the unit cell is decreasing in volume suggesting the alloying of the Pd with the smaller Ni 

atoms.

The in situ XRD analysis (Figure 62) confirmed the formation of alloy particles and showed that 

it depended from the reduction temperature. The composition o f  the  alloy formed in Pd-Ni- 

A120 3 prepared at pH 1 was calculated (as describe above) and reported in Figure 69.
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Figure 69. Composition of the Pd-Ni alloy calculated by the position of the position of the (111) signal.

Below 400°C the signal was not observable. At 400°C the reorganization of the atoms in the 

crystal and sintering process led to the formation of the Pd signal, indicating the formation of 

alloy containing 80% Pd. Increasing the reduction temperature, the concentration of the Ni in 

the alloy increased and at 700°C it reached 35%. The presence o f the Ni signal after reduction at 

high temperature indicated that pure Ni was still present in the sample (Figure 59). This could 

be explained in two ways:
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1) the Pd was diffused into the Ni crystal layers without reaching the core of the particles: this 

would explain the high concentration of Pd in the alloy in a bimetallic system reach in Ni 

(Pd,3Ni87)

2) the Pd was deposited selectively only over a fraction of the available Ni.

In Chapter 4 we have seen that reducing NiO-Al20 3 two types of Ni were produced, bulk Ni 

(reduced a 11 ow t emperature) a nd Al20 3-interstitial N i (reduced at higher temperature). It is 

possible that the hydrogen adsorption and so the selective deposition occurs efficiently only on 

the bulk Ni particles. Figure 70 combines the two hypotheses.

bulk Ni Pd reach a lloy

interstitia l Ni Pd selective
deposition

interstit

A  v  i _
pH l

Support Support

Figure 70. A possible scenario for the selective deposition of Pd over Ni-Al20 3 at pH 1. The draw at the 
left was first presented in sec. 4.3.4. The image at the right is proposed on the basis o f the XRD results.

It is important to remember that the picture emerged from the XRD is influenced only by the 

fraction of phase able to diffract. It does not provide information on the smaller particles.

The XPS analysis was used to study the relative atomic abundance on the surface. The ratio of 

the signals intensity Ni/Al, Pd/Al and Ni/Pd were considered. In particular, the ratio Ni/Pd is 

very important because it lead to a direct relative relation of the two active metals. The results of 

the analysis of the Pd-Ni-Al20 3 samples prepared at pH 1 and pH 3 and reported in Figure 58 

showed that:

• Pd/Al ratio decreased as the reduction temperature increased

• Ni/Pd ratio increased as the reduction temperature increased

• Ni/Al ratio remained mainly stable after the reductions at 550 and 950°C

• Ni/Pd ratios were larger for the samples prepared at pH 1 and the Pd/Al ratios were

larger for the samples prepared at pH 3.

The first and the second point indicated that, in both samples, increasing the temperature the 

amount of Pd in the surface decreased. The decrease of the amount of metal on the surface, 

measured by the XPS as a function of the temperature is often associated with the sintering of 

the metal.27 This was the case of the Pd-Ni-Al20 3 prepared at pH 3 as indicated by the XRD.
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Another f  actor t hat p roduce t he decrease o f  t he a mount o f  P d o n the surface i s t he alloying 

process. So the decrease of the surface Pd in the Pd-Ni-Al20 3 prepared at pH 1 depended from 

the diffusion of the Pd from the surface into the Ni lattice.

The f  act that the amount of N i o n t he s urface d id n ot d ecrease a fter t he treatment a t 5 50°C 

indicated that Ni sintering did not occur. This is expected for three main reasons: strong 

sintering of Ni on alumina was observed only at temperature above 600°C,28 the Ni-Al20 3 

parent was already reduced at 550°C and the XRD results (Figure 59) showed a small increase 

of the Ni signal. The fact that the Ni surface area did not decrease but instead slightly increased 

after reduction at 900°C is possibly connected with increase of Ni due to the reduction of 

unreduced species of Ni as indicated in the TPR profiles (Figure 52).

The last point suggested that there was less Pd on the surface in the sample prepared at pH 1 

(without any thermal treatment) than in the sample prepared at pH 3. Because the total amount 

Pd in the two samples was similar, the more acid conditions may have favourite a more intense 

Pd-Ni interaction during the deposition. This stronger interaction may be the main factor that 

induced the Pd to alloy in one case and to the sintering in the other.

The TPHD is the last technique used to characterise the Pd-Ni-Al20 3 samples. The phase 

transformation in (5) has only recently been used (especially by Karpinski et a/.29,30) as 

characterization technique for Pd base bimetallic catalyst:

(3-Pd-H <-> Pd + '/2 H2 (5)

In Chapter 3, we introduced and improved this technique applying it to the study of single 

metal Pd-Al20 3. Pure bulk Pd absorbs a number of H atoms equal to 2/3 of the number of the 

atom of Pd31 but in a supported bimetallic catalyst the H2 solubility is influenced by:

• the Pd interaction with the support

• the Pd particle size

• the degree of alloying

Working with Pd-based supported catalysts the dependence of the degree of Pd alloying from 

the extent of the hydride formation, offers an exceptional opportunity to monitor alloying.30,32

In particular, the H2 solubility decreases when the Pd is alloyed with another metal7,33 and 

consequently the respective Pd-H hydride decomposition peak decreases in intensity. The 

temperature of the hydride desorption from a bulk Pd is about 70°C while in a supported 

catalyst it may change. It depends from the strength of the Pd-H bond and it is also influenced
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by alloy formation. Alloying the Pd, a reduction of the Pd-H bond strength and a shift of the 

peak at lower temperature is expected.29 However, in the case of Pd-Au8,34 system an increase of 

the reduction temperature is observed.

The TPHD analysis confirmed that the Pd in the two Pd-Ni-Al20 3 catalysts (pH 1 and pH 3) 

behaved in a different way when reduced at high temperature. While reducing the sample 

prepared at pH 3 up to 550°C produced a large increase of the H2 solubility, the reduction of the 

sample prepared at pH 1 showed a decrease of the solubility and at 300°C no hydrogen was 

absorbed. These results were in total agreement with the XRD patterns as they indicated that, in 

one case the sintering and the bulk Pd formation was promoted by the thermal treatment while 

in the other case the amount of bulk Pd decreased as a function o f the temperature. While the 

XRD analysis failed in providing direct information on the sample reduced below 400°C the 

TPHD is sensitive to bulk Pd particle of 2-3 nm35,36 (sec. 3.3.3, Figure 28) and was able to detect 

the Pd from room temperature. The presence of the signal after reduction at 150°C indicated 

that after the deposition the Pd is not alloyed (as expected). The weak signal was probably due 

to the very high dispersion. The observation that the H solubility is zero after reduction at 300°C 

of the Pd-Ni-Al20 3 prepared at pH 1, indicated that relatively low temperatures were able to 

activate the metal interphase diffusion decreasing and possibly eliminating the bulk Pd.

Combining the TPHD with the XRD and XPS results emerged that the two preparation 

conditions (pH 1 and pH 3) had led to two Pd-Ni-Al20 3 catalysts that behaved very differently 

when reduced at various temperatures. The Pd, in the Pd-NiAl20 3 prepared at pH 3, formed 

single metal Pd particles possibly with a similar process of migration from the Ni surface to the 

support surface described by Barbier et a /18 (sec. 6.4). On the other hand Pd-Ni-Al20 3 prepared 

at pH 1 formed Pd-Ni alloy.

In order to acquire more direct evidences on the selectivity o f the deposition method, the 

alloying process and the particle size transmission electron microscopy analysis will be 

performed on samples reduced at 500°C.

The results of the characterization of the bimetallic catalysts, reduced at different temperature, 

indirectly provided information on the catalysts before the reduction and thus straight after the 

deposition. The different behaviour of the catalysts at high temperature was directly connected 

with the deposition conditions. It appeared that the interaction between the two metals in the 

sample prepared at pH 1 produced a bimetallic particle not just in close proximity but also with 

a strong interaction. The understanding of the effect of the acid conditions on the deposition 

requires more investigation. At the moment on the base of the data we can make the following 

considerations.
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We know that the Pd reduction over adsorbed hydrogen proceed until there is hydrogen 

available. After that, the direct reduction between Pd2+ and Ni° can occur. It is possible that the 

Ni dissolution (due to the HC1 medium) may have destabilized the adsorbed H. The Pd 

deposition would then have proceeded by direct reduction. The direct reduction is reported to 

induce a stronger metal interaction compared with the reduction over adsorbed hydrogen3,17 This 

would explain the differences observed during both the characterization and the thermal 

treatment.

Another possibility is that after the deposition, the chelating action of the chloride first attacks 

the deposited Pd (re-oxidising it) and subsequently re-deposits the Pd on the surface of the metal 

parent following reaction (6) and (7).37

Pdbuik + 4C1' -  PdCl42' +2e (6)

PdCl42' + 2e -  Pdads + 4C1* (7)

This mechanism was proposed by Szabo et a /.12'38 for the direct reduction o f Au and Pd over Pt. 

They concluded that the chelating power of the chloride ions in the transition metal complexes 

is critical in deposition and redistribution on the parent catalyst surface. In the case of chloride- 

free precursors (such Pd(N03)2 in H N 03) the bulk deposition-reoxidation reaction is negligible 

and the deposition of the additive (Pd) is stable. These differences during the deposition process 

could explain the differences observed during the thermal treatments.

A final interesting possibility is that the hydrochloric acid attack on the Ni would have 

“activated” the Ni surface. The dissolution of Ni may have produced a large number of defects 

and vacancies in the Ni crystal. The Pd interphase diffusion would thus be favourite as it is 

promoted by the presence of vacancies in the crystal.

6.4.3 Test reaction

The test reaction provides another tool for the characterization of the two Pd-Ni-Al20 3 catalysts. 

Because of the interesting differences observed in the TPHD analysis after reduction at 300°C 

the catalytic tests were performed on Pd-Ni-Al20 3 reduced for 1 h at this temperature. The 

comparison of the catalytic result of the single metal and the bimetallic catalysts is complicated 

by the strong difference between the activity of the Ni and the Pd (Pd is two orders of 

magnitude more active than Ni39). Traces of Pd in the alumina have shown activity much higher 

than the 4% Ni catalyst and the addition of Pd to Ni-Al20 3 catalyst drastically increases the
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activity of the catalyst. Modifying the reaction conditions was not possible to put in the same 

scale the activity of the three catalysts without one of them showing 100% or 0% conversion. 

The best reaction temperature to compare the Pd-Ni-Al20 3 catalysts is 50°C. Figure 71 

summarises the most relevant information.

At 50°C the Ni was not active, as it requires a temperature of 180°C to activate the reaction. The 

Pd on the contrary was very active and a small amount of Pd (0.6%) showed a very high activity 

(100% conversion). The Pd was so active in these conditions that also the trace of Pd 

impregnated in the blank A120 3 samples (0.06 and <0.01 wt% of Pd) catalysed the 

hydrogenation of crotonaldehyde. After the addition of Pd to Ni-Al20 3, the catalyst became 

active. Both Pd-Ni-Al20 3 catalysts were less active than the catalyst without the Ni and with the 

same amount of Pd so the presence of the Ni contributes negatively to the activity of the Pd. The 

role of the Ni in decreasing the Pd activity confirms the Pd-Ni interaction.
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Figure 71. Activity o f the specified catalyst reduced at 300°C.

Despite the very similar composition of the two Pd-Ni-Al20 3 catalysts the one prepared at pH 1 

(in which a better mixing of the metals was achieved) was more active than the one prepared at 

pH 3 (in which bulk Pd was formed). This is a surprising result considering that we have just 

asserted that pure Pd is more active than Pd-Ni. In the literature, the most similar system studied 

is the hydrogenation of butadiene with Pd-Ni catalysts with surface Pd-enriched by segregation. 

It i s r eported t hat the a lloy a re e ither e quivalent o r m ore a ctive t han p ure P d.40,41 T hey a Iso 

proposed an a ctive site made up of ensemble of Pd atoms (two or f ew more) electronically 

modified by the surrounding Ni. This information can help to interpret our catalytic data. 

Considering core-shell (Ni-Pd) particles the presence of the Ni may electronically deactivate the
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Pd activity (preparation at pH 3). Only when the particles were alloyed (preparation at pH 1) a 

synergic effect was observed. In conclusion, the different activity of the Pd-Ni-Al20 3 catalysts 

confirmed the difference observed during the characterization since the greater mixing of the 

metals coincided with more active catalysts.

6.5 Conclusions

After the optimisation of the condition of the controlled surface reduction, the selective 

deposition of the Pd over the Ni was achieved. The different acid conditions during the 

deposition led to the formation of very different core-shell bimetallic particles. The Pd-Ni-Al20 3 

prepared using an HC1 solution at pH 1 produced a bimetallic catalyst with a strong metal-metal 

interaction that led to the alloy formation when reduced at high temperature. On the other hand 

the Pd-Ni-Al20 3 prepared using an H N 03 solution at pH 3 led to bimetallic particles that formed 

large pure Pd particles when reduced at high temperature. The TPHD analysis of Pd-Ni-Al20 3 

prepared at pH 1 indicated that after treatment at 300°C all the bulk Pd disappeared. The 

diffusion of the Pd into the Ni at such low temperature was possible because o f the nature of the 

system constituted by a layer of Pd atoms over a small particle. The interphase diffusion may 

have also been promoted by the defects on the Ni lattice due to the to HC1 attack. The alloying 

of t he m etal w as n ot complete a s p  ure N i w as observed a Iso a t h igh t emperature. The a lloy 

composition reach in Pd, calculated by the XRD, suggests that the alloying did not involve the 

core of the Ni particle. From the hydrogenation of crotonaldehyde to butyraldehyde emerged 

that the alloyed particles are more active the one containing Ni and pure Pd.
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Chapter 7

7 In situ characterisation of vanadium 
phosphate oxide catalyst

7.1 Introduction

As introduced in section 1.4 vanadium phosphate catalysts (VPO) has attracted the attention of 

both the industrial and academic world . 1 ’2 ,3  The oxidation o f butane to maleic anhydride 

involves the abstraction of 8  hydrogen atoms and insertion of 3 oxygen atoms and is an elegant, 

complex and fascinating reaction.

The most active phase for this reaction is reported to be (VO)2 P2 0 7  that has been largely 

studied. Another relevant phase is V 0 P 0 4  that has been shown to enhance the efficiency of the 

catalyst in the production of maleic anhydride . 1 , 4 ,5 , 6 ,7  There are six well-known VOPO4  phases: 

an> Y, S and e.1,8, A seventh polymorph (0 -VOPO4  has been studied less as it is unstable at 

room temperature . 9 , 1 0  In this Chapter the investigation of co-VOP04  using in situ techniques 

such X-ray diffraction and Raman spectroscopy is reported. The results revealed different, 

interesting aspects of this phase. co-VOP04  under goes a reversible thermal transformation that 

makes it undetectable at room temperature, while under reaction conditions it is also unstable 

and shows a fast transformation to 5-V 0P0 4  activated by the presence of specific gases such 

butane, acetic acid or hydrogen. Remarkably this transformation is reversible as the co-VOP04  

can be recrystallised from 8-V 0P0 4  by heating in oxidising conditions. The in situ
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transformations of the catalyst observed under reaction conditions can aid the understanding of 

the real form of the active catalyst and eventually how the catalyst works.

7.2 Results

7.2.1 Formation of co-VOP04

Two samples of VOHPO4 0.5H2O were prepared (following the procedures previously 

reported11,12) from either V2 O5 or V 0P 0 4 -2H20  and these are denoted VP-o and VP-d 

respectively (the samples were prepared by the Ph.D student Graham Laing). These 

VOHPO4 -0.5H2O precursors form highly active catalysts when heated to 400°C under the 

reactant gas flow of 1.5% butane in air. 1 3 In the first experiment the hemihydrate was heated at 

750°C for 3 h in dry N2. The heating profile is characterized by steps of 25°C reached at 

10°C/min and lasting 25 min. The powder X-ray diffraction was recorded in situ at these 25°C 

intervals.
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Figure 72. In situ XRD recorded at different 
temperatures during the thermal treatment of VP-O 
in N2. VP-o (❖) transforms to pure (V 0)2P20 7 
(O ) at high temperature.

Figure 73. In situ XRD recorded at different 
temperatures during the thermal treatment of VP-d in 
N2. VP-d ( ♦ )  transforms mainly to (V 0)2P20 7 (O ) 
at high temperature.

The VP-o transformed to (V0)2 P2 0 7  at 400°C and was stable up to 750°C. The VP-d precursors 

transformed over a broader range of temperature (350-450°C) to (V 0)2 P2 0 7  containing a minor
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amount of an unidentified phase. Cooling the samples (10°C/min) to 400°C did not result in any 

changes in the X-ray diffraction patterns obtained at 750°C (Figure 72 and Figure 73).

The samples were then heated in air from 400°C to 750°C with a similar heating program. The 

(VO)2 P2 0 7  derived from VP-o started to transform to C0 -VOPO4 1 4  at 575°C and the transition 

was complete at 650°C. The (0 -VOPO4 phase is stable only up to 675°C. The phases obtained 

from VP-d also transformed to co-VOP04  between 550°C and 625°C, but the (0 -VOPO4  

obtained from the VP-d sample is stable only up to 650°C (Figure 74).

7.2.2 Thermal stability o f CD-VOPO4

CD-VOPO4  was prepared as described above from both VP-o and VP-d by heating in air at 

650°C. The samples were then cooled to 100°C in air and the diffraction patterns recorded in 

situ every 50°C. Decomposition of C0 -VOPO4  at 350°C to a disordered material phase was 

observed (Figure 74)

100°C

200°C
300°C

400°C

500°C

-

d
£
8o 600°C

650°C5
600°C

550°C

500°C

400°C

26 28 30 32 34 36 38 40 42 44
scattering angle, 2 0

Figure 74. In s i t u X K D  at different temperatures of VP-d pre-treated for 3 h at 750°C and cooled at 
400°C. This sample, containing mainly (VO)2P2C>7 (O ), calcinied in air at 650°C transforms completely 
to cq-V0P04 (□ ). Cooling (D-VOPO4, the structure collapses to a disordered material (X).

These transformations are summarized in Figure 75. By cycling the temperature between 650°C 

and 100°C, a reproducible transformation of C0 -V O PO 4 to disordered material during the cooling 

steps and the recrystallization of co-V O P 04 during the heating steps was observed (Figure 76).
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(V0)2P20 7 J

decomp. co-VOP04 

co-VOPO4

VOHPO, 0.5 H ,0

____.  _L_ * 1 .  - - 1  ____ 1____ _____ 1---------------1-------

100 200 300 400 500 600 700 700 600 500 400 500 600 600 500 400 300 200 Temperature (°C) 

Nitrogen Air Atm osphere

Figure 75. Scheme o f the thermal treatment o f VP-o. Formation and decomposition o f to-VOP04.
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300°C
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26 28 30 32 34 36 38 40 42 44
scattering angle, 2 0

Figure 76. C0-VOPO4 ( □ )  decomposes at low temperature to a high disordered structure that shows a 
single broad reflection (X). However its recrystallization is a reversible process.

Interestingly, it was observed that the crystallization temperature of co-VOP04 decreased (from 

600°C t o 5 00°C t o 4 50°C) a s t he n umber o f  c ycles w as i ncreased, w hile t he d ecomposition 

temperature was always constant at 350°C. It is probable that, eventually, the system could 

reach a state where the crystallization and decomposition temperature are the same.
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To study the thermal transition between C0 -VOPO4  and decomposed (0 -VOPO4  in more detail, 

the cycle was repeated' sampling every 20°C (Figure 77).

C0 -VOPO4  decomposed a t 280°C to a phase that shows a similar XRD pattern but shifted to 

higher 20 (Figure 77a). The gradual shift of the peaks with decreasing temperature underlines 

the unstable nature of the low temperature material. Attempts to assign the decomposed co- 

VOPO4 , diffraction pattern at room temperature reveal similarity with 8 -VOPO4 but it is more 

appropriate to consider the low temperature phase as an undefined phase resulting from 

different degrees of collapse of C0 -VOPO4  and will be identified as “decomposed C0 -VOPO4 ”.

3d
35

i3

18 19 20 21

400°C
300°C
200°C

40°C
200°C
300°C
400°C

16 18 20 22 24 26 28 30 32 34 36 38

Figure 77 a) In situ XRD of 0)-VOPO4 at different temperatures, b) Same experiment performed acquiring 
short patterns every 20°C of the region with the two most intense to-VOP04 peaks, (111) at 21.2°20 and 
(110) at 18.3°26.

The stability of t0 -VOPO4 was examined under an inert atmosphere performing a similar cycle 

of temperature in N2. The results (Figure 78) show that the transformation also occurs in the 

absence of oxygen.

1 This experiment was performed with a similar in situ XRD cell mounted on a 0-0 gonimetre located in 
the Fritz-Haber-Institut in Berlin.
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50°C
200°C
300°C
400°C
500°C
600°C
500°C
400°C
300°C
200°C
50°C

17 18 19 20 21 22 23 24
scattering angle, 20

Figure 7 8 . In situ X R D  o f  co -V O P 04 therm al c y c le  b e tw een  5 0  and 6 0 0 °C  perform ed in n itrogen flow . 
Enlargent o f  the reg ion  w ith  the tw o m ost in tense peaks at ( 1 1 1 )  2 1 .2 °2 0  and ( 1 1O )18.3°20.

7.2.3 XPS analyses of co-VOP04

Samples o f  the decomposed co-VOP04 were further exam ined using X-ray photoelectron 

spectroscopy. The materials derived from the VP-o and VP-d processors were almost identical, 

the V(2p) spectra indicating that the surface region o f  the VP-d (V P-o) derived samples was 

composed o f  78% (73%) V 5+ species the remainder being present as V 4+, no V 3+ states were 

observed."

7.2.4 Stability of 00-VOPO 4 to butane

The next experiment was planned to study C0 -VOPO4 under reaction conditions adding 1.5% 

butane to the airflow at 400°C. The in situ  XRD apparatus in Berlin, where the experiment was 

undertaken, had on line a mass spectrometer analysing the gases after the reaction. The co-

11 X -ray ph otoelectron  spectra w ere recorded on  the Scien ta  E S C A  3 0 0  instrum ent at the N C E SS facility  
at D aresbury Laboratory, C heshire, U K . A  m onochrom atised  A lK a  rotating anode source was operated  
at 5 kW  and spectra recorded at a pass energy  o f  150  eV . S am p les w ere m ounted m ainly as pow ders  
using d o u b le -s id ed  a d h es iv e  tape a n d  so m e tim e s  a s  p r e sse d  d isc s ;  there w ere no sig n ifica n t spectral 
d ifferences observed  w h en  both  m ethods o f  m ounting w ere em p lo y ed .
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VOPO4 sample was prepared from the VP-o VOHPO4 0 .5H 2O and held at 400°C in 80ml/min 

airflow. After the addition o f  butane, C0 -VOPO4 com pletely transformed to 8 -VOPO4 in the first 

15 min after exposure to butane.

CO -VOPO 400°C4
1 +  b u tan e  0 m in  

I ]  +  b u tan e  15 m in
+  bu tane  3 0  m in
+ bu tane 4 0  m in

6  18 20 22 24 26 28 30 32 34 36 38 40
scattering  an g le , 20

Figure 79. In situ XRD o f  co-VOP04 ( • )  at 400°C in air and e ffe c t  o f  the ad d ition  o f  1.5% butane, co- 
V O P O 4  transform ed to 5-V 0P 0 4 (♦ )

In order to define the time scale o f  the transformation the experiment was performed a second 

time acquiring a shorter pattern centred at about 21.5°20 every 2 min (Figure 80).

0 m in  
2 m in  
4  m in  
6 m in  
8 m in  
10 m in  
16 m in  
20 m in

- v

H

2320 21 ,2 2 ™  scattering angle , 20

Figure 80. T im e-reso lv ed  in situ  XRD. E ffect o f  1.5%  butane in  air o n  (0-V O P O 4. T he ( 111)  C0-V O P O 4 
signal transform  into the ( 1 1 1 )  8-V O P O 4.
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The transition is advanced after 4 min and com plete after 6  min. This is a remarkably fast 

transformation considering the low concentration o f  butane involved and the time required to 

com pletely fill the dead volume o f  the cell (about 5 min). Once butane was removed from the 

flow  5-V O P 0 4 remained stable. The sample was then cooled to room temperature in air and 

reheated at 600°C. At this temperature 5 -V 0 P 0 4 largely transforms back to oo-VOP04. Cooling  

to 400°C has no effect on the co-VOP04.

After adding butane to the flow the mass detector did not observed any increase o f  the 98 and 54 

m asses associated with maleic anhydride, while the C 0 2 signal increased suggesting that total 

oxidation occurs. Unfortunately no conclusions are possible about the possible activity o f  co- 

V 0 P 0 4 as the experiment in the in situ  cell was performed with space velocity o f  about 8000 h'1 

while the reaction normally is performed at 1 0 0 0 /2 0 0 0  h"1.

1.5% butane
in air

rair .air

.5% butane w g  
in air

air air

decom posed co

Figure 81. Sum m ary o f  co -V O P 04 reversib le and irreversib le transform ation  ob serv ed  b e tw een  5 0  and 
600°C .

A similar butane experiment was performed with (0 -VO PO 4 prepared from the VP-d 

VOHPO4 0.5H 2O, and the same fast transformation o f  co-VO P04 to 5 -V 0 P 0 4 was observed. 5- 

V O P 0 4 was then heated at 600°C and it transformed back to C0 -VO PO 4. On this sample another 

experiment was performed adding 1.5% butane in air to at 600°C. In this case oo-VOP04 reacted 

with butane and it transformed irreversibly into y -V O P 0 4 and p -V O P 0 4.

7.2.5 Effect of different gases on 00-VO PO 4

The structural change o f  C0 -VOPO4 observed under reaction condition offers an opportunity to 

investigate the role o f  the atmosphere, and the m olecule involved in the catalytic reaction, in 

modifying the catalyst.
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The next series o f  experiments were designed to study the reactivity and stability o f  (0 -VOPO4 

at 400°C with different gases. In all the in situ  X R D  experiments co-VOP04 was prepared by 

heating VOHPO4 0.5H 2O (VP-o) in N 2 at 5°C/min to 550°C. The (V 0 ) 2P20 7 obtained was 

cooled down to room temperature and heated in a 60 ml/m in airflow at 5°C/min up to 625°C. 

The C0 -VOPO4 formed was cooled to 400°C ready for the tests.

Butane in nitrogen. The first experiment studied the effect o f  butane on co-VOP04 in the 

absence o f  0 2. The airflow was switched to N 2 flow  (60 ml/m in) and 1 eft for 2h. 6  ml/min 

butane was then added to the stream. The X RD results show  that the time scale for the 

transformation is similar to the previous experiment and the transformation is complete after 6  

min but, in absence o f  0 2, 5 -V 0 P 0 4 is not stable and decom poses after 40 min. Therefore the 

effect o f  butane on C0 -VOPO4 is the decomposition o f  the structure to a X RD amorphous phase. 

N o changes were observed in the X RD pattern upon heating in nitrogen up to up to 700°C and 

cooling down to room  temperature. Subsequent heating in air at 6 00°C reform ed co-VOP04. 

This experiment started with an impure C0 -VOPO4 as two extra peaks (at 20 = 22.7 and 28.3 

degree) were present in the XRD pattern (Figure 82). The effect o f  this impurity is, however, 

considered to be limited, as the diffraction lines remain unm odified throughout all the steps.

3

03

£<*>

C

15 20 25 30 35 40
scattering angle, 2 0

Figure 82. In situ X R D  o f  0 ) - V O P O 4 at 400°C  in  F igure 83. T im e-r eso lv e d  in situ  X R D . E ffect on  co- 
N 2 and e ffec t o f  the addition o f  5%  butane. V O P O 4  o  f  5 % b utane in  N  2 at 4  00°C . T h e  ( 1 1 0 )  a nd

( 1 1 1 )  CQ-VOPO4 s ig n a ls  transform  into to the (0 0 2 ) and 
( 1 1 1 )  5 - V 0 P 0 4 s ig n a ls  and then  disappear.

Acetic acid in air. The next experiment investigated the stability o f  ( 0 - V O P O 4  exposed to acetic 

acid, a possible by-product o f  the oxidation o f  butane. The acetic acid was added by flowing the 

carrier gas (60 ml/min) through a saturator at 25°C. The amount o f  acid in the flow was 

estimated by assuming a stable dynamic equilibrium in the saturator o f  3.2%.

co-VOPO + butane in N ,
4 2

co-VOPC) 400°C
4

after lh  butane
........................11111

23 24 25 26 27 28 29 30
scattering angle, 20

I . ! 0 min 
1 12 min
I 14 min
I 16 min
1 18 min
I 110 min
I 112 min
I 114 min
I 116 min
I i  18 min
I 120 min
I 125 min
I 130 min
I 135 min
1 140 min
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CD-VOPO, + Acetic acid in air

(D-VOPO

0 min
2.5 min 
5 min

7.5 min 
10 mjn 
60 min 
120 min5-VOPO

16 18 20 22 24 26 28 30 32 34 36 38 40
scattering angle , 20

Figure 84. T im e-reso lv ed  in situ  X R D  o f  0)-V O P O 4 
at 4 0 0 °C  in air. E ffect o f  the add ition o f  acetic  acid.

16 18 20 22 24 26 28
scatter ing  angle , 2 0

F igure 85 . In situ  X R D  o f  8 - V O P O 4  heated at 
6 50°C  in air and c o o le d  to 400°C .

U s i n g  a i r  a s  t h e  c a r r i e r  g a s ,  C0 - V O P O 4 t o t a l l y  t r a n s f o r m e d  t o  8 - V O P O 4 i n  l e s s  t h a n  5  m i n  

( F i g u r e  8 4 ) .  C o o l i n g  t o  r o o m  t e m p e r a t u r e  i n  a i r  a n d  h e a t i n g  t o  6 2 5 ° C ,  t r a n s f o r m s  5 - V O P 0 4 

b a c k  t o  (0 - V O P O 4 ( F i g u r e  8  5 ) .  O n  c o o l i n g  t o  4 0 0 ° C  C0 - V O P O 4 r e m a i n s  s t a b l e .  I n  a  s e c o n d  

e x p e r i m e n t  8 - V O P O 4 w a s  h e a t e d  a t  6 0 0 ° C  i n  N 2 a n d  t h e  t r a n s i t i o n  t o  (0 - V O P O 4 w a s  n o t  

o b s e r v e d .

A c e t i c  a c i d  i n  N 2. A f t e r  p r e p a r i n g  C0 - V O P O 4 a t  4 0 0 ° C  t h e  a i r  w a s  r e p l a c e d  b y  N 2 a n d  l e f t  f o r  2  

h  a t  4 0 0 ° C .

G i-V O P O , +  A c e t ic  a c id  in  N ,
4 2

0  m i n
2 . 5  m i n  

5  m i n
7 . 5  m i n  
1 0  m i n  
3 0  m i n  
6 0  m in  
1 2 0  m i n

1 8  2 0  2 2  2 4  2 6  2 8  3 0
s c a t t e r in g  a n g l e ,  2 0
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Figure 8 6 .  T im e-reso lv ed  in situ  X R D  o f  ( 0 - V O P O 4  

at 400°C  in N 2 and e ffec t o f  the addition o f  acetic  
acid.

F igure. 87  In situ  X R D  o f  the poorly  crystalline  
m aterial prod u ced  b y  the reaction betw een  w- 
V O P O 4  and a cetic  ac id  in  N 2 (heated in air from  
5 0  to 6 0 0 °C ).

w -V O P O A

8-vopa
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500°C
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500°C

300°C
200°C
50°C
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Upon adding the acetic acid using the saturator (as in the previous experiment) C0 -VOPO4  

largely transforms to 5-VOP04  after 2.5 min and the transformation is complete after 5 min. As 

in the case of butane and N2, 8-V 0P0 4  is not stable and the intensity of the signals decreases 

and disappears after 15 min. During this time some broad signals appear in conjunction with the 

disappearing of 5-V 0P04. This poorly crystalline phase transforms to an unidentified phase 

when heated in air at 500°C.

H20  in air. The stability of co-VOP04  to water was tested at 400°C by adding water vapour 

using a saturator at 25°C (1.0% water). The presence of water does not affect the co-VOP04  

structure.

H2 in N2. Introducing 5% H2 in the N2 stream (at 400°C), the transformation of (0 -VOPO4  into 

5-V 0P0 4  was observed as for the butane and acetic acid experiments. However, the time scale 

is completely different and the transition starts only after 1 0  min and requires about 2 h to 

complete (Figure 8 8 ). The 5-V 0P0 4  obtained, however, is the same as in the previous cases and 

is able to transform back to co-VOP04  when heated at 600°C in air (Figure 89).

c

0  min 
10 min 
2 0  min 
30 min
40 min 
50 min 
60 min

© v o p o 4 +

400°C 
500°C 
625°C 
500°C air 
after 2h H, 
400 N 2 2

16 18 20 22 24 26 28 30 16 18 20 22 24 26 28 30
scattering angle, 2 0  scattering angle, 2 0

Figure 8 8 . Time-resolved in situ  XRD. Effect on Figure 89. In situ XRD o f co-VOP04 at 400°C in N2 
cd-VOP04 of 5% H2 in N2 at 400°C. The 110 and and effect o f the addition o f 5% Hydrogen. The 
(111) co-VOP04 signals transform into to the (002) product, 8 -V 0P 0 4 (8 ), is then heated at 625°C in air 
and (111) 8-V 0P 0 4 signals. (transformation to co-VOP04) and cooled at 400°C.

CO in Ar. Testing the reactivity of (0 -VOPO4  to CO (10%) in Ar we observe that CO activates 

the transformation of C0 -VOPO4  to 5-V 0P0 4  in 1 around hour (Figure 90). 5-V0P0 4  transforms 

back to cd-VOP04 at 600°C in air (Figure 91).
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©-VOPO. 10% CO in Ar
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(D-VOPO
0 min

15 min 
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45 min lh 
1.5h

8-VOPO
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® -v o p o 4
625°C

600°C|
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8-VOPO

scattering angle, 20
18 20 22 24 26 28 30
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Figure 90. Time-resolved in situ XRD. Effect on (0- Figure 91. XRD pattern of 5 -V 0P 0 4 (400°). 
VOP04 o f 10% CO in Ar at 400°C. The (110) and Heated in air at 600°C transforms to C0-VOPO4. 
( I l l )  C0-VOPO4 signals transform into to the (002) 
and ( 1 1 1 ) 5 -VOPO4 signals.

iMaleic anhydride in N2. Maleic anhydride is a relatively volatile solid. W e introduced it in the 

carrier flow  using a saturator at 55°C (estimated amount in the flow  1.5%). At 400°C  (0 -VOPO 4 

is stable to the maleic anhydride in N 2.

© -V O PO  + m alei anh yd rid e  in N 2

5 min

10 min

20  min

30 min

60  min

120 min

16 18 20 22 24 26 28 30 32 34 
scattering angle, 20

Figure 92. In situ XRD of (0-VOPO4 at 400°C (0 min). The sample exposed tomaleic anhydride in N2 for 
different times remains stable.
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7.2.6 Temperature programmed analysis

I n  o r d e r  t o  u n d e r s t a n d  i f  t h e  00- V O P O 4 t r a n s f o r m a t i o n s  i n v o l v e  r e d o x  p r o c e s s e s  C0 - V O P O 4, w a s  

a n a l y s e d  b y  t e m p e r a t u r e  p r o g r a m m e d  o x i d a t i o n .  T h e  s a m p l e  w a s  h e a t e d  a t  1 0 ° C / m i n  t o  5 2 5 ° C  

i n  a  1 0 %  0 2 i n  H e  f l o w .  T h e  T C D  r e v e a l e d  a  s m a l l  n e g a t i v e  s i g n a l  i n  t h e  r e g i o n  o f  t h e  r e 

c r y s t a l l i s a t i o n  o f  (0 - V O P O 4 . T h e  t e m p e r a t u r e  w a s  t h e n  r e d u c e d  a t  4 0 0 ° C ,  t h e  g a s  s w i t c h e d  t o  A r  

a n d  0 .1  m l  o f  H 2 ( 1 0 %  in  A r )  a s  p u l s e d  t h r o u g h  t h e  s a m p l e  ( F i g u r e  9 4 ) .  I t  a p p e a r s  t h a t  i f  

c o n s u m p t i o n  o f  h y d r o g e n  o c c u r s  i t  i s  e x t r e m e l y  l o w  ( a b o u t  1 / 1 5  o f  t h e  f i r s t  i n j e c t i o n ) .

A f t e r  t h i s  t r e a t m e n t  t h e  s a m p l e  w a s  l e f t  i n  a  1 0 %  H 2 f l o w  f o r  2 h  d u r i n g  w h i c h  (0 - V O P O 4 s h o u l d  

b e  c o m p l e t e l y  t r a n s f o r m e d  t o  8 - V O P O 4 . T h e  s a m p l e  w a s  t h e n  c o o l e d  t o  r o o m  t e m p e r a t u r e  a n d  a  

s e c o n d  T P O  w a s  p e r f o r m e d  b e t w e e n  r o o m  t e m p e r a t u r e  a n d  7 0 0 ° C .  T h i s  t i m e  a  l a r g e  p o s i t i v e  

s i g n a l  i s  o b s e r v e d  t h a t  s t a r t s  a t  5 5 0 ° C  a n d  r e a c h e s  a  m a x i m u m  c l o s e  t o  7 0 0 ° C .  T h i s  

c o n s u m p t i o n  o f  0 2 o c c u r s  in  t h e  r e g i o n  w h e r e  8 - V O P O 4 t r a n s f o r m s  t o  (0 - V O P O 4 .

T P O  o f  d e c .  c o -V O P O ,

1 0 0  2 0 0  3 0 0  4 0 0  5 0 0  6 0 0  7 0 0  
t im e ,  m in

0 3 0 6 0 9 0 120
t im e ,  m in

F ig u r e  9 3 .  T e m p e r a t u r e  p r o g r a m m e d  

o x id a t io n  o f  d e c o m p o s e d  t o - V O P 04  b e f o r e  

a n d  a fte r  e x p o s u r e  to  H 2.

F ig u r e  9 4 .  H y d r o g e n  p u l s e  r e a c t io n  p e r fo r m e d  a  

4 0 0 ° C  o v e r  ( 0 - V O P O 4 .

7.2.7 Raman analysis of C0 -VOPO 4

T h e  f o r m a t i o n  o f  0 0 - V O P O 4 ,  t h e  t h e r m a l  s t a b i l i t y  a n d  t h e  r e a c t i v i t y  t o  b u t a n e ,  w e r e  i n v e s t i g a t e d  

w i t h  in situ R a m a n  s p e c t r o s c o p y .  T h e  h e a t i n g  p r o f i l e s  a r e  c h a r a c t e r i z e d  b y  s t e p s  o f  2 5 ° C  

r e a c h e d  a t  1 0 ° C / m i n .

C0 - V O P O 4 w a s  p r e p a r e d  i n  t h e  R a m a n  in situ c e l l  s t a r t i n g  f r o m  V O H P O 4 0 . 5 H 2O  V P - o .  

V O H P O 4 0 . 5 H 2O  w a s  h e a t e d  a t  5 5 0 ° C  i n  N 2 ( 6 0  m l / m i n )  a n d  t r a n s f o r m e d  t o  ( V 0 ) 2P 20 7. T h e  

c o m p a r i s o n  o f  t h e s e  r e s u l t s  w i t h  r e f e r e n c e  s p e c t r a , 1516 c o n f i r m  t h e  f o r m a t i o n  o f  p o o r l y  

c r y s t a l l i n e  ( V 0 ) 2P 20 7 a t  5 0 0 ° C .  T h e  s a m p l e  w a s  c o o l e d  t o  r o o m  t e m p e r a t u r e  a n d  h e a t e d  i n  a ir
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(60 ml/min) up to 625°C. A transition was observed at 550°C, approximately the same 

temperature at which (VO)2P207 transformed to co-VOP04 in the in situ  XRD cell. The new co- 

VOPO4  Raman spectra was compared with published Raman spectra and a strong similarity 

with the spectrum for 5-VOP04 was found. The main difference was the presence of a single 

peak at 1084 instead the two peaks at 1090 and 1075 cm'1. The sample was cooled to 50°C and 

the spectrum was compared with afresh sample prepared in  the in s i tu X K D  cell. The two 

patterns were identical.

nasp
'c«
Q
£

\  s  * co-VOPO
4

V

 pyro (VO)2P2Q,

VOHPO4 0.5H2O

J  1 I 1 L

1400 1200 1000 800 600 400 200
wavenumber, cm*

Figure 95. In situ Raman spectra of VOHPO4 0.5H2O heated at 550°C forming a poorly crystalline 
(VO)2P2C>7. The sample was cooled to room temperature and heated in air at 625°C obtaining the 
spectrum assigned to C0-VOPO4.

The thermal cycle that induces the crystallisation and the decomposition of co-VOP04 was 

reproduced in the in situ  Raman cell. C0 -VOPO4 was heated from 50 to 600°C (Figure 96) and 

cooled to 50°C (Figure 97). The temperature ramp is characterized by steps of 50°C reached at 

5°C/min.

Detailed analysis revealed some small difference between the spectra. The signal at 1085 cm'1 in 

the spectrum at 600°C shifts to 1080 cm'1 at low temperature (Figure 97). This shift is very 

small but important as it appears to be reversible and it occurs between 200 and 375°C. In the 

same range of temperature the peak at 975 cm'1 disappears as the temperature increases.
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wavenumber, cm-1
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Figure 96. In situ Raman spectra of decomposed o) - Figure 97. Enlargement of the in situ Raman spectra 
VOP04 collected every 50°C between 50 and 600°C. of decomposed co-VOP04 collected every 25 °C

between 600 and 50°C.

In the next experiment C 0 - V O P O 4  was exposed to butane at 400°C. The Raman spectrum shows 

very little difference after the addition of butane (Figure 98). A shift of the 1081 cm'1 peak to

1079 cm'1 (Figure 99) was observed.

When the sample was cooled down (Figure 100) it showed a change in the spectrum, with the

1080 cm'1 peak dividing in two parts centred at 1073 and 1088 (Figure 101). This new spectrum 

can unequivocally be assigned to 8 - V O P O 4 .

Air
After lh  butane3

d
£

COI
1E

600 400 2001200 1000  800
wavenumber, cm

Figure 98. Raman spectra o f 0)-VOPO4 at 400°C 
collected in an air flow before and after the 
exposition to butane 1.5%.

45 min
30 min

I 15 mil

0 min

5 min

1100 10901080 1070 1060 1050
wavenumber, cm -1

Figure 99. Enlargement of the Raman co-VOP04 
peak at approximately 1080 cm' 1 recorded at 
different times after the addition of 5% butane to 
the air flow.
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Figure 100. Raman spectra recorded at different 
temperature (from 400 to 50°C) of the product o f  
reaction between co-VOP04 and butane at 400°C.

Figure 101. Enlargement o f the peak at 1080 cm' 1 
during the cooling step described in Figure 100.

The fast and marked transformation between co-VOP0 4 and 8-VOPO4 observed in the X R D  

patterns analysis corresponds to very small variations in the Raman spectra. However, the 

Raman analysis reveals that the butane is active in changing the structure o f  the sample from co- 

V O P O 4  to 5-VOPO4.

7.3 Discussion

Among the VOPO4 polymorphs phases, C0-VOPO4, is the least studied as it is a metastable 

phase stable only between 300 and 650°C. At around 300°C the structure collapses and the XRD  

patterns show a broadening and a shift o f  the signal to lower d-spacing. The transition from the 

crystalline C0 -VOPO4 to the low  temperature material is a quick process. The low temperature 

phase appears to have an unstable structure as the pattern continuously changes as a function o f  

the temperature. The transition is com pletely reversible and an elegant thermal cycle o f  

formation and decomposition, where the crystallinity is perfectly restored at high temperature, 

can be observed.

The only reference in the literature about 03-VOPO4 are the JCPDS database14 (where the peaks 

have been assigned but not the space group) and the work o f  Am oros et a / .9,10 (that concentrates 

on studying the crystallographic structure). He proposed a dynamic model involving an ‘elastic 

glassy” transition structure containing com er chained V 0 6 octahedral units and a two position

1150 1100 1050 1000
wavenumber, cm'1
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twistable phosphate group . 1 0  At low temperature the movement of the 0 2 atoms around the 

phosphorus decreases. The oxygen atoms will progressively quench in a highly stressed 

structure with the loss of the long-range order of the phase lattice.

Amoros prepared (0 -VOPO4  from 4 different oxovanadium hydrogen phosphates: a- 

VO(HPO4 ).2H2 0, (3-VO(HPO4 ).2H2 0, VO(HPO 4 ).4H20 and P-NH4 (V 0 2 )(HP04) by oxidative 

pyrolysis10. In this study, co-VOP04  was prepared by oxidative pyrolysis of (V 0)2 P2 0 7. This 

novel route is particular relevant considering the recognised importance of vanadium (V) phases 

in t he a ctive a nd s elective ( V 0) 2 P2 0 7. T he p ossible d irect f  ormation o f  co-VOP04  u nder t he 

reaction conditions and the impossibility of detecting the phase in the exhausted catalyst raise 

the question of the active form of the catalyst under reaction conditions. Furthermore this route 

appears highly efficient in producing pure co-VOP04  as confirmed by the absence of extra 

signals in the XRD patterns. This is achieved by heating the (V 0) 2 P2 0 7  to 610°C for 1 h. This 

temperature prevents the transformation of co-VOP04  into a n-V 0 P 0 4  and allows the (V 0)2 P2 0 7  

to completely transform to co-VOP04. If some (V 0) 2 P2 0 7  remains a second purifying cycle at 

the same temperature will complete the transformation.

The cycle performed in nitrogen reveals that no extra reagents are needed for the 

transformation, suggesting that it is a thermally controlled transition. This is confirmed by the 

differential scanning calorimetric measurement (DSC ) 1 0  that, despite the transition is kinetically 

quick, does not record any thermal effect.

Once pure co-VOP04  has been formed with a good degree o f purity the transition temperature 

occurs in the range 330 and 270°C with a difference of 20-40°C between the heating (formation) 

and cooling (decomposition) step as the crystallization occurs at slightly higher temperature.

In the experiment reported in section 7.2.2, we observed the transition of decomposed co-VOP04  

to crystalline co-VOP04  at higher temperature (500 and 450°C). This phenomenon was observed 

also in other samples containing impurity. The decrease of the transition temperature after the 

cycles at 600°C can be explained by a progressive purification o f (0 -VOPO4.

The observation of co-VOP04  during the catalyst preparation underlines the value of in situ 

techniques in the characterization of a catalyst. Since co-VOP04  is generated from (V 0) 2 P2 0 7  

the possibility that it plays a role in the performance of the catalysis is real. Ex situ analysis 

would fail to notice this phase and consequently would have provided incomplete information 

on the actual form of the catalyst.
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7.3.1 Effect of different gas on <d-V0P04

Flowing butane in air (the feedstock for the maleic anhydride) at 400°C over co-VOP04 induces 

the transformation of co-VOP04 to 5 -V 0P 04. The transition occurs in about 4 min that, 

considered the time for the butane to completely fill the dead volume (5-6.5 min depending 

from the flow rate), suggests an immediate reaction between the two species. It is remarkable 

that the surface interaction between the solid catalyst and the butane gas has a profound effect 

on the bulk structure of the catalyst. This transition occurs between two V 0 P 0 4 (Vv) polymorph 

species and no stoichiometric red-ox processes are expected. When the butane flow is stopped 

the new phase, 5-VOP04, is stable in air below 400°C but it transforms back to co-VOP04 when 

heated in air at 600°C completing the cycle (1).

CO 1.5%  butane ^  g 400°C
in air

The in situ transformation of co-VOP04 under reaction conditions provides an extraordinary 

opportunity to study the interaction between the reagent gas and the solid catalyst. 

Understanding the dynamics of the transformation would help in understanding the role of the 

gaseous reactants (and products) in forging the real form o f the catalyst under reaction 

conditions.

The reactivity of co-VOP04 to various gases was tested at 400°C using air or N2 as carrier gas. 

After 2 -3 h o f  g as s tream, t he c atalyst w as cooled i n a ir at room t emperature a nd h eated to 

600°C in order to check the possibility of reforming the starting co-VOP04 phase. The results are 

summarized in Table 5. At 400°C co-VOP04 is stable both in air and N2 and also water vapour 

and maleic anhydride does not alter the delicate structure. But as a small amount of reducing 

species is added to (0 -VOPO4, the transformation to the 8 -V 0P 04 polymorph is observed. Four 

different reagents have promoted this transformation. Butane and acetic acid promote the 

transformation more efficiently as it occurs in just 4 min, while CO and H2 are less efficient and 

require about 1-2 h to induce the complete transition. In all the experiments, co-V0P04 has 

transformed to 8 -V 0P04 but a further transformation can occur obtaining a non-crystalline 

material. This second process is possible only in absence of 0 2.
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Reagent
Carrier gas

Air Inert gas

Butane
, 0̂/ fa st _CO 1.5% w w 8 « / fast c/v> j /o w ^ w n w am nm

*
air 600°C ® 7

air 600°C

CO x% >  f^ St ^ 5 v0/ fa st cx/o w w w a w nmnrn +
Acetic acid

^  air 600°C

h 2 CO ..1%  Slow, ^  § 
A

air 600°C

CO co 10%__ slow  ^  5
A

air 600°C

h 2o co Stable

M aleic
anhydride

co S table

Table 5. Schemes of the reactivity o f co-VOP04 (to) with different reactants. It is also indicated if  the 
modified catalyst (6 -VOPO4 (8 ), amorphous (amorp.), or amorphous plus a not very crystallite 
unidentified phase (amorp.+)) can transform back to co-VOP04 when heated in air at 600°C.

The reverse conversion o f  8 -VOPO4 to C0 -VOPO4 also yield  interesting results. 5 -V 0 P 0 4 has 

transformed into co-VOP04 every time it has been heated in air at 600°C. Similarly the 

amorphous material obtained from the butane in N 2 experiment crystallized in air to (0 -VOPO4 

at 600°C. When reheated in N 2 the amorphous phase was stable up to 700°C.

This suggests that 0 2 plays a central role in the formation o f  the amorphous phase and in its re

transformation to C0 -VOPO4. In fact, in the butane and acetic acid experiments, the presence o f  

0 2, stabilizes 8 -VOPO4 preventing the possible successive degradation to an amorphous 

material. In absence o f  oxygen the lattice oxygen is consum ed by the reagents inducing a 

collapse o f  the structure. This is confirmed by the need for 0 2 to perform the successive re

crystallization o f  CO-VOPO4.

From these results w e can try to define the nature o f  the gas surface interactions that induces the 

observed phase transitions. Two different scenarios appear possible:

•  The adsorption o f  the gas on the catalyst could “template” the surface inducing some 

modification that lead to the atom rearrangement and consecutive phase transition.
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• The oxidation o f adsorbed species on the catalyst surface (catalytic reaction) may 

modify the catalyst structure and induce the phase transition.

In the case of the first hypothesis17 the co-VOP04 to 5 -V 0P04 phase transition would be a direct 

consequence of the gas adsorption on the catalyst surface. Heating b -V 0P 04 at 600°C (in air or 

N2) the gas would desorb and promote the transformation back to co-VOP04. The reversibility 

of the transition would thus be a consequence of the adsorption desorption process. The 

decomposition of 5 -V 0P04 to amorphous material observed in absence of 0 2 in the flow is a 

consequence of 0 2 being consumed by the reagent during the oxidation reaction. The 

observation of C 0 2 in the mass spectrometer in the butane experiment confirms that oxidation 

processes occur on  the V OP04 catalyst. The oxidation proceeds b y  the chemisorption o f  the 

reactant on the surface and the reaction with the catalyst lattice oxygen that will be replaced by 

gas phase/adsorbed oxygen following a Mars Van Krevelen18,19,20 cycle (Figure 102).

1/2 0 2

MO„

M O („ ,

R(0)

R

Figure 102. Mars Van Krevelen mechanism. M is a metal in the catalyst and R is the reactant.

In presence of oxygen in the carrier gas the lattice oxygen vacancies can be replaced while in a 

N2 atmosphere they cannot. The collapse of 5 -V 0P04 into an amorphous structure is thus due to 

the oxygen vacancies not refilled by the gaseous oxygen. In the butane experiment the 

amorphous phase (similarly to 5 -V 0P04) transformed into co-VOP04. This observation leads to 

the definition of “amorphous with memory” and to important implications. It suggests that the 

collapsed material has lost the lattice periodicity but still contained some kind of order to 

preserve the memory of the crystalline phase. The oxygen vacancies have produced disorder 

without destroying the short range order. Upon heating the amorphous material in N2 it remains 

stable, while in air i 11 ransforms to co-VOP04. Therefore at high temperature i n presence of 

oxygen is possible to re-establish the long-range order by occupying the oxygen vacancies. In 

the acetic acid N2 experiment co-VOP04 is transformed to 5 -V 0P 04 that subsequently collapses. 

In this case an extra phase was observed. The new phase compromised the reversibility of the 

transformation.
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The second hypothesis attributes the transformation from 00-VOPO4 to 8-VOPO4 to the 

oxidation of the reactant on the catalyst surface that can occur by a Mars Van Krevelen 

mechanism. As explained above this mechanism implies the mobility o f the lattice oxygen. This 

movement would generate the C0-VOPO4 instability and the transition to 5 -V 0P04 (Figure 103).

the amorphous material transform back to co-VOP04 at 600°C in Air

Mars Van 
Krevelen 

mechanisms

R -0

reactant JO o o o
product

^ R - 0  O O ^ O
surface /

/
0 0 0 0

_
0

_
0

1 S 
° > °oxygen 0 0 0 0 0 0 c ^ o

P 0 0 0 0 0 0  0
lattice / 0 0 0 0 0 0 0  0

catalyst ^  
phase

CO
the oxygen diffusion 
destabilize (0-VOPO4 

that transform in S -V 0 P 0 4

5 -V 0 P 0 4 transform back to co-VOP04 at 600°C in Air

0 0 0 0 0  0 0
0 0 0 0 after many _ 0 0 0
0 0 0 0 cycles 0  0 0 0
0 0 0 0 0
0 0 0 0 0  0 0 0

8 am.
R -0

0 0 0 0 0  0 0
0 0 0 0 after many 0  0  0  0
0 0 0 0 cycles * 0  0 0 0
0 0 „ 0 '/2 0 2 0  0 0 0
0 0 0  0 ' 0  0 0 0

8 8

8 -V 0 P 0 4 collapses 
in an amorphous 
phase after the 

formation o f  a large 
number o f  oxygen 

vacancies

in presence 
o f  air

5 -V 0 P 0 4 
is stable

Figure 103. Scheme that correlates the phase transition observed in the experiments with the activity of 
the catalyst and the mobility of the lattice oxygen following a Mars Van Krevelen mechanism.

In this case, the back transformation from 8-VOPO4 to C0-VOPO4 at 600°C has to be considered 

a thermal transition. This explanation is in agreement with the observation that 8-VOPO4 when 

heated in air always transforms to C0-VOPO4 at the same temperature (600°C). The formation of 

the amorphous material and its re-crystallization can be explained as formation and 

reoccupation of oxygen vacancies as reported above. The two hypotheses are both possible but 

the important results from the H2 and CO analysis cast some doubt on the template mechanism. 

The addition of H2 and CO to 00-VOPO4 promotes (as in the butane and acetic acid experiment) 

the transition to 8-VOPO4. It is difficult to imagine that the adsorption of the small molecules of 

H2 or CO induce the same alteration of the C0-VOPO4 structure induced by butane and acetic 

acid. Moreover, because the adsorption is normally a fast process the explanation of the 

observed slow transition (1 h) would require the introduction an unlikely milder templating 

effect. With the second hypothesis the slow transformation can be explained simply by a slower 

oxidation rate in agreement with the fact that VPO is selective for partial oxidation and so very 

active for oxidation of C-H bond but not for C=0 or H-H bond. These considerations explain 

also the stability of C0-VOPO4 to maleic anhydride. Since maleic anhydride is the selective 

product of oxidation of hydrocarbon on VPO we do not expect further oxidization. The absence
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of reaction implies the absence of oxygen extraction that, according to the second hypothesis, 

explains the stability of 0 0 -VOPO4  to maleic anhydride.

In c onclusion t he d ata appears t o support t he s econd hypothesis b etter ( Figure 103). The 0 0  - 

VOPO4 to 8-VOPO4 transformation is due to the reorganization of the C0-VOPO4 structure 

induced by the mobility of the lattice oxygen and the reverse transformation is due to a thermal 

transition. T he formation o f  t he a morphous material depends o n formation of 1 attice o xygen 

vacancies. The instability o f  C0-VOPO4 has provided a tool for detecting the mobility o f  the 

lattice oxygen during the oxidation reaction. The experiments highlight that this mobility is 

induced, in a smaller scale, by the oxidation of CO and H2.

7.3.2 Raman analysis of C0-VOPO4

Raman VPO spectra present two distinct parts: below 700 cm ' 1 and between 850 and 1200 cm'1. 

The first part is related to the crystal lattice bending modes, coupled vibration and collective 

modes of the crystal lattice. The second region is related to the vibrational modes of P-O, V-P-0 

and V -0 bonds. Raman bands are rarely attributable to a unique vibration but involve coupling.

C0-VOPO4 was prepared in the in situ Raman from VOHPO4 0.5H2O (obtained from VP-o) 

following the same thermal path used in the XRD analysis (heating in N 2  at 550°C and 

successive calcination in air at 630°C). The C0-VOPO4 Raman spectrum reveals an extraordinary 

similarity with the 8-VOPO4 spectrum. When C0-VOPO4 is cooled to room temperature an 

important subtle change is recorded, differently from the XRD patterns where strong changes 

were observed. The main change is the small shift of the 1080 cm ' 1 peak (Figure 97). This shift 

is very small and it would be normally neglected when comparing spectra collected at 600°C 

temperature difference. It became relevant as it occurs exactly in the range of temperature where 

we expect the transition o f C0-VOPO4 to decomposed C0-VOPO4 suggesting that the bond 

associated to this vibration are directly involved in the C0-VOPO4 collapse. The peaks of 8- 

VOPO4 are compared with those o f (0-VOPO4 and decomposed C0-VOPO4 (Table 6).

5- V O P 04
1 2 0 0
v W

1 0 9 0

M

1 0 7 5

M

1 0 2 0
M

9 7 7

W

9 3 6

S

6 5 5

W

5 9 0

M

4 8 2

W

4 4 4

v W

4 2 8

v W

3 7 6

v W

3 5 2

W

d e c o m p o s e d 1 1 9 6 1 0 8 1 1 0 2 1 9 7 4 9 3 2 6 5 3 5 8 6 4 8 0 4 4 3 4 2 3 3 7 2 3 4 9

c o - V O P 04 W M M W S W M W v W v W W W

c o - V O P 04
4 0 0 ° C

1 1 9 0

W

1 0 8 6

M

1 0 1 9

M

9 3 1

S

6 5 1

v W

5 9 0

M

4 7 6

v W

4 4 3

v W

4 2 0

v W

3 5 5

v W

T a b le  6 . P o s i t i o n  o f  t h e  R a m a n  p e a k  ( c m 1)  o f  8 - V O P O 4, © - V O P O 4 ( c o l l e c t e d  a t  4 0 0 ° C )  a n d  d e c o m p o s e d  

C0 - V O P O 4 ( c o l l e c t e d  a t  r o o m  t e m p e r a t u r e ) .  S  =  s t r o n g ,  M  =  m e d i u m ,  W  =  w e a k ,  v W  =  v e r y  w e a k .
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The main difference between the decomposed C0 -VOPO4  and 5-V 0P0 4  spectra is that the 1081 

cm ' 1 (0 -VOPO4  signal corresponds to two peaks, 1090 and 1075 cm'1, in the 5-VOP0 4  spectrum. 

Volta et al.15 assigned these two 5 -V 0P 0 4  peaks to the same V - O eqUa t o r i a r - P  coupled because the 

signals exhibited the same dependence from the temperature. This assignment indicates that the 

main modification between co-VOP04  and decomposed co-VOP04  occurs in the V-O-P bonding. 

The shift of the XRD signal to smaller d-space suggests that a more compact structure is 

formed. From the Raman result we expect that the V 0 6  and P 0 4  groups remain substantially 

unmodified during the collapse while their reciprocal distance and position changes. The model 

proposed by Amoros et a / . , 1 0  consistent of mobile V 0 6  and P 0 4  groups that quench a low 

temperature, is in agreement with these results.

The addition of butane to co-VOP04  produces the small shift of the 1080 cm ' 1 peak. When the 

catalyst is cooled to room temperature this signal splits into two peaks, 1088 and 1073 cm'1. 

This new spectrum fits totally with 5 -V 0P 04. This means that the butane has induced the 

transition from cd-VOP04  to 5 -V 0P0 4  as observed in the XRD. This transition did not occurred 

as fast as observed recorded in the XRD analysis probably because o f the different design of the 

two in situ cells. While in the XRD cell the flow is forced through the powder sample in the 

Raman cell the gas flow only over the surface of the catalyst. The splitting of the 1080 cm ' 1 

signal supports the assignment of Volta o f 1090 and 1075 cm ' 1 to the same vibrational bond (V- 

O-P). It also clearly indicates that the instability of oo-VOP04  and the transformation to 8 - 

VOP0 4  are directly connected with the change of V-O-P bond while the V 0 6  and PO4  remain 

substantially unmodified.

7.4 Conclusions

The (0 -VOPO4 study led to interesting results and considerations on three different fronts:

• the study of the metastable co-VOP04  phase itself,

• the role of co-VOP04  phase in the maleic anhydride production,

• the information on the reaction mechanism obtained exploiting the characteristic 

transformation of co-VOP04  when exposed to different environments and treated at 

different temperatures.

About t he first p oint w e f  ound a n ew r oute for t he formation o f  co -VOP04. T he p reparation 

starts from the active (VO)2 P 2 0 7  and is very efficient, as in the XRD pattern co-VOP04  was the
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only phase present. The reversible decomposition of the phase at low temperature was studied in 

situ using narrow intervals o f temperature and identifying a precise temperature range of 

transition. The Raman analysis provided a specific indication that the difference between co- 

VOPO4 and the low temperature form involves a variation in the V-O-P bond while the V0 6 and 

P0 4 groups remain unchanged. The remarkably fast transformation of C0-VOPO4 into 8-VOPO4 

induced by the oxidation of the reactant (on the surface of the catalyst) suggests a similarity of 

the two phases. This was strongly supported by the Raman analysis that showed extraordinary 

similar 00-VOPO4 and 8-VOPO4 spectra. The only difference was found to be again in the V-O- 

P bond. In particular 5-V0 P0 4 showed two different V-O-P coupled stretching vibrations 

signals while co-VOP04 showed only one mode correspondent to the merged 8-VOPO4 signals. 

This leads again to a model where the V0 6 and P0 4 groups remain unmodified while the V-O-P 

comer bond change. This information can be useful for the calculation o f the unknown structure 

of both (0-VOPO4 and 8-VOPO4.

00-VOPO4 was prepared from (VO)2P207 in air at 450°C. The reaction conditions for the maleic 

anhydride production are very similar to the conditions necessary for the formation of co- 

VOPO4. Therefore the formation of C0-VOPO4 during the industrial process is likely. Obviously 

C0-VOPO4 cannot be involved in the main catalytic process as it fast transforms to 8-VOPO4 in 

presence of the reactant but it could play an important role in the activation of the catalyst. For 

example c o  -VOPO4 c ould be a n u nknown r oute f  or the f  ormation o f  a c ertain amount o f  Vv 

recognised to be important to increment the catalyst performance. The understanding of the 

formation and transformation of C0-VOPO4 could contribute to solve the uncertainty concerning 

the nature of the active sites.

Finally the characteristic transformations o f ( 0 - V O P O 4  appear as an exceptional opportunity to 

study the mechanism of reaction. Thanks to results obtained using feedstock with and without 

oxygen and to the discovery of the reversibility of the transition process, it was possible to 

correlate the phase transformation from C0 - V O P O 4  to 8 - V O P O 4  (and to the amorphous phase) 

with the oxidation of the reactant on the surface. It was shown how the consumption of surface 

oxygen and the consequent mobility of the lattice oxygen (predicted by the Mars Van Krevelen) 

activates the transformation from c o  - V O P O 4  to 8 - V O P O 4 . Consumption of the lattice oxygen 

was observed in the absence of oxygen in the feedstock leading to the collapse of c o - V O P 0 4  and 

the formation of an amorphous phase. The process was found to be reversible as adding 0 2  at 

600°C C0 - V O P O 4  was reformed.
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Chapter 8

8 Conclusions

The work in this thesis has dealt with problems concerning the preparation and the 

characterization of catalysts. The main aim of the project was to understand catalyst preparation 

and to establish how particle size can be controlled for supported alloy metal catalysts. As a 

PhD project this is a vast topic that needed to  be focused on  one of the numerous possible 

approaches to the problem (sec. 1.3.1). The work was intentionally designed in this way to 

encourage an original contribution to the research instead o f developing and adding to existing 

ideas. On this basis, the actual research was defined as the study progressed and delineating the 

strategy was a major objective.

The strategy chosen for the bimetallic catalyst preparation involves the preparation of a single 

metal parent and the selective reduction o f a second metal on the surface of it. Successive 

thermal treatments were then planned to alloy the particles. This is a novel approach in  the 

panorama of supported alloy preparation. In fact while the selective deposition methods are 

slowly developing and acquiring importance for the preparation of uniform composition 

bimetallic supported particles, no previous study had specifically targeted to investigate the 

possibility to exploit this technique to prepare real alloy particles by thermal treatment.

The work started with the characterisation of the parent catalysts. This preliminary study has 

occupied a large part of this work leading to interesting results on the Pd-Al20 3, Ni-Al20 3 and 

Co-A120 3 single metal catalysts. After the single metal study the deposition of Ni over Pd and of 

Pd over Ni were attempted. Only the latter system led to the successful preparation of core-shell 

particles where the Pd covered the Ni. The Pd-Ni-Al20 3 bimetallic catalyst was then reduced at 

different temperature in order to alloy the particle. The results revealed that alloy can be formed 

at relatively low temperature (300°C).
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In the last part o f  the thesis is presented the in situ  characterization o f  co-VOP04 (detailed 

conclusions o f  this part have been drawn in section 7.4). The study started with the in situ  XRD  

characterization ( V O )2P2 0 7 ( active c atalyst for t he o xidation o f  b utane to m aleic a nhydride). 

The observation o f  the little known metastable phase co-VOP04 during the process that leads to 

the oxidation o f  butane to m aleic anhydride defined the start o f  research focused on the 

investigation o f  this phase. The discovery o f  the reversible quick solid-state transformation 

between (0 -VOPO4 and 5 -V 0 P 0 4 activated by butane under reaction conditions was found to be 

an original investigative tool for studying the catalytic process. The study o f  the transformations 

o f  these phases, under a variety o f  reactant gases, led to important considerations about the 

reaction mechanism and about the role o f  the reactants and products in forging the active 

catalyst. In particular, the transformation from co-V O P04 to S -V 0 P 0 4 was found to be directly 

dependent from the m obility o f  the lattice oxygen activated by the oxidation o f  the reactants that 

proceed by a Mars Van Krevelen m echanism . Different speeds o f  transition were related with 

the kinetic o f  the reaction. In the absence o f  oxygen in the stream (exclusion o f  the Mars Van 

Krevelen cycle) co-VO P04 transforms initially into 5 - V 0 P 0 4 and subsequently into an 

amorphous phase. This second transformation was induced by the formation o f  lattice oxygen  

vacancies generated by the oxidation process. Remarkably, by adding oxygen at 600°C the 

vacancies can be reoccupied and the original co-V O P04 structure reformed.

Figure 104 reports the main steps o f  this research in its entirety listing the m ost relevant results 

obtained in every section o f  the work. A  summary o f  the results is below  reported.
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Figure 104. Scheme of the main results reported in this thesis.

A series o f  single metal Pd-Al20 3 catalysts with different dispersion were prepared using 

different preparation methods. From the in situ  XR D  w e have obtained precise information
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about the sintering process indicating that in order to avoid large sintering of the Pd particles the 

thermal treatments have to be performed below 500°C. The temperature programmed hydride 

desorption analysis used to for the measurement o f the amount of hydrogen absorbed into the Pd 

was developed adding a second step where the hydride adsorption was measured. This allowed 

the precise measurement o f the amount of absorbed hydrogen. The pulse H2 (and CO) 

chemisorption was then used to measure the amount of surface Pd from which the fraction 

exposed and the average particle size could be estimated. The combination of absorption and 

chemisorptions measurements allowed to well define the solubility of the hydrogen into the bulk 

Pd as a function of the particle size. The hydrogen s olubility also decreases w hen a second 

metal was inserted in the Pd crystal structure forming an alloy. The knowledge and skills 

achieved in measuring the solubility o f hydrogen in Pd are thus very important because they can 

be directly exploited for the difficult characterization of small particles of Pd-based alloy.

The selective deposition of Ni over Pd described in Chapter 5 would have provided an ideal 

situation to extend the study of the hydrogen solubility and the quantitative correlation with the 

degree of alloying. Unfortunately, the selective reduction of Ni over adsorbed hydrogen did not 

occur at any of the examined pH conditions. More investigations were required to define the 

precise location of the deposited Ni (respect to the Pd) and the role of the adsorbed hydrogen 

during the deposition step. However, the amount o f deposited Ni in presence of the “reducing” 

hydrogen was very similar to the amount deposited in absence o f hydrogen suggesting that the 

reductive (and selective) mechanism was not operating. An alternative way, that in the future 

could be used for the selective deposition of Ni over the Pd and is the selective decomposition 

of (C5H5)2Ni catalysed by the supported Pd catalyst.1

The second bimetallic system considered in this thesis was the Ni-Pd-Al20 3, where this time the 

Pd was deposited over the Ni parent. The study started with the preparation and characterization 

of the single metals Ni and Co supported alumina (Co was also planned to be used as parent for 

the selective deposition). The characterization was concentrated on the complex interaction 

between these two metals and the alumina support. The temperature programmed reduction 

analysis has revealed to be a powerful technique for investigating this aspect. In the literature it 

has been largely used for investigate Co and Ni interaction with the alumina but this study, for 

the first time, investigated at the same time a large number o f variables (metal species, supports 

with different surface area, wide range o f loading, calcination temperature and calcination time) 

and provided valuable information not obtainable by the study of a limited number of variables. 

An overall view on the effect of the different variables was acquired and we were able to 

propose a general model (valid for both Ni and Co) that describes the formation and the 

transformation of three reducible species. The understanding of the formation and reduction of
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these oxide precursors is an important step for the optimisation of the condition for the 

preparation of the metal catalyst.

Ni-Al20 3 was finally used as parent for the reduction of Pd over selectively adsorbed hydrogen. 

The use of Ni as metal parent is not reported in the literature, as noble metals were normally 

preferred. The results shown that the selective deposition is possible and Ni particle with Pd 

deposited on its surface were prepared in two different acid conditions. The bimetallic particles 

were then reduced at different temperature to promote alloying. The characterisation of nano

particles supported alloy is notoriously difficult. In this study the combination of XPS, in situ 

XRD and temperature programmed hydride desorption provided useful information for the 

evaluation of the degree of alloying as a function of the reduction temperature.

Surprisingly the different acid conditions lead to the formation of very different core-shell 

bimetallic particles. The Pd-Ni-Al20 3 prepared using an H N 03 solution at pH 3 and reduced at 

high temperature did not formed alloyed particles but large pure Pd particles. The Pd-Ni-Al20 3 

prepared using an HC1 solution at pH 1 produced a bimetallic catalyst with a strong metal-metal 

interaction. These bimetallic particles formed Ni-Pd alloy when reduced at 300°C or higher 

temperature. The Pd diffusion into the Ni at such low temperature was possible because of the 

nature of the system constituted by a layer o f Pd atoms over a small particle. The alloy 

composition calculated by the XRD indicates that alloy reach in Pd was formed suggesting that 

the alloying at lower temperature do not involve the core of the Ni particle. Finally the 

hydrogenation of crotonaldehyde to butyraldehyde showed that alloyed particles were more 

active than the one containing pure Pd.

The work performed demonstrates how the selective deposition method can be used for the 

preparation of supported alloy nano-particles. The control o f the alloy particle size is directly 

dependent from the dimension of the metal parent particles and the uniformity of the 

composition of the alloy particle is ensured by the nature of the selective deposition method 

itself. In the Ni-Pd system alloy particles were prepared using relatively low reduction 

temperature. The measurements of the solubility of the hydrogen in Pd revealed to be very 

useful in studying the bimetallic system especially when the particle were too small for an X- 

Ray diffraction analysis.

In the literature, it is reported that the thermal treatment of Pt-Au bimetallic particles, prepared 

by selective deposition,2 led to the aggregation of the deposited metal in pure metal particles. 

We have observed that the acid conditions during the Pd reduction were crucial in promoting 

the formation of pure Pd particles or activating the alloy formation. This is a very important 

observation as it can lead to progress in the preparation of small alloy particles at low
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temperature. Further investigations are necessary to define the deposition mechanism that 

produced b imetallic p articles t hat c an b e a lloyed b y thermal treatment. F or t his p urpose two 

main steps were identified: 1) the transmission electron microscopy analysis of the samples 

before and after the thermal treatment, 2) the preparation of Pd-Ni-Al20 3 by direct redox 

reduction and successive characterization for the comparison with the Pd-Ni-Al20 3 catalysts 

described in this work.

Another important aspect that will be developed is the catalytic test of the samples. The 

crotonaldehyde hydrogenation did not offered the ideal conditions to study the Pd-Ni system 

because of the large difference in activity o f Ni and Pd and because the catalysts were active 

only to the hydrogenation of the C=C group. The hydrogenation o f acetylene was selected for 

further catalytic tests (sec 1.3.5).

The next bimetallic catalyst of interest is Co-Pd-Al20 3. A preliminary TPHS analysis suggested 

that alloy could be formed after reduction at 300°C.

The work on co-VOP04 will proceed with in situ EPR analysis and catalytic test for the 

oxidation of butane to maleic anhydride. Furthermore, the structural similarities emerged 

between co-VOP04 and 5 -V 0P04 will be the starting point for an EXAFS and XRD study 

designed to solve the structure of the two phases.
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